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RÉSUMÉ 

Les intoxications dues à la consommation de produits alimentaires contaminés ont conduit à de 

nombreuses hospitalisations voire de nombreux décès mais ont également contribué à un énorme 

fardeau économique pour l’industrie alimentaire suite aux nombreux rappels et mise au rebus. Les 

méthodes traditionnelles (telles que les cultures microbiennes et croissances bactériennes) pour 

détecter les pathogènes sont relativement coûteuses et prennent beaucoup de temps et d’expertise 

à développer. De ce fait, il est devenu impératif de développer des approches de détection rapides 

et efficaces pour identifier la présence de bactérie(s) dans les aliments afin d’endiguer d’éventuelles 

épidémies rapidement. Le développement d’emballages alimentaires intelligents a 

considérablement évoluée récemment et génère de plus en plus d’intérêt afin de satisfaire les 

exigences des consommateurs et de l’industrie alimentaire, notamment dans tout ce qui a trait aux 

techniques de détection précoce de la présence de pathogènes et de bactéries.  

L’émergence de matériaux nanostructurés a eu un impact considérable sur les techniques de 

détections précises et rapides d’une molécule unique. De plus, la taille et les propriétés spécifiques 

des nanoparticules, nanofibres et autres en font des outils prometteurs pour améliorer les tests de 

détection dans de nombreux domaines tels que la médecine, l’environnement et bien sur, le secteur 

de l’alimentation. Des appareils miniaturisés, connus sous le nom de biosenseurs, facilitent la 

détection in situ de pathogènes alimentaires, ce qui donne à l’industrie de l’emballage un atout 

considérable pour la détection de ces bactéries. Ce travail de recherche se concentre sur le 

développement de senseurs basés sur des techniques de détections optiques (telles que 

colorimétrique et fluorescence) pour la détection de bactéries de façon directe via une cellule de 

détection ou de façon indirecte par la détection de ses sous produits, le tout pour des applications 

dans le domaine de l’alimentaire. Les senseurs optiques suggérés ont été intégrés à la surface d’une 

plateforme solide afin de l’adapter à la demande et aux exigences de l’industrie de l’emballage 

alimentaire. Ici, de la cellulose bactérienne ayant des propriétés remarquables comme une structure 

en nanofibrilles, une transparence optique, de bonnes propriétés mécaniques et une disponibilité 

des groupements fonctionnels a été considérée comme plateforme pour assurer la synthèse de 

nanoparticule et l’immobilisation de biomolécules.   

 



vii 

 

La première partie de ce travail se concentre sur la détection de composés organiques volatils qui 

peuvent être générés suite à la croissance bactérienne. La méthode proposée consiste en l’utilisation 

de nanoparticules d’argent, dont les propriétés plasmoniques permettent une détection 

colorimétrique. Les nanoparticules d’argent sont donc synthétisées dans de la cellulose bactérienne 

via une procédure in situ qui résulte en la fabrication d’un nano-papier plasmonique dont les 

propriétés peuvent être hautement modulable uniquement par la modification de la distance entre 

les particules et/ou de leur taille. Les résultats ont démontré que les nanoparticules plasmoniques 

ainsi préparées sont très sensibles à des concentrations variées de vapeur d’ammoniaque. La 

détection précise de l’ammoniaque a été mesurée par absorbance UV-visible qui est associée aux 

propriétés plasmoniques des nanoparticules d’argent. Une réduction de l’intensité du pic 

plasmonique de l’argent a été observée lors de l’augmentation de la concentration en ammoniaque 

et de la durée d’exposition à ses vapeurs. Comme l’ammoniaque est un produit indicateur de 

contamination bactérienne dans la viande et le poisson, la plate-forme proposée permet la détection 

et le suivi de la contamination. Il a également été découvert que la taille des nanoparticules d’argent 

au sein de la cellulose bactérienne subit une réduction due à l’exposition à l’ammoniaque. Suite à 

ce phénomène, le nano-papier montre un changement de couleur, respectivement d’ambre foncé à 

ambre clair, au cours de l’interaction avec la vapeur d’ammoniaque, ou de gris à taupe en la 

présence de poisson ou de viande contaminée (dégageant de l’ammoniaque). Ces résultats 

prometteurs ouvrent toute une fenêtre d’opportunités pour le développement d’une technique de 

détection de contamination de la viande et du poisson par l’intermédiaire d’emballages intelligents. 

Dans la seconde partie de ce travail, nous avons développé un biosenseur pour la détection de 

bactéries grâce à la méthode basée sur le principe de fluorescence. Ce biosenseur a été développé 

en utilisant la technique de transfert d’énergie entre molécules fluorescentes (FRET) reposant sur 

le principe de Förster, une approche de transfert d’énergie non radiative entre un fuorophore 

photoexcité et une molécule dite accepteur et qui dépend fortement de la distance entre ces 

molécules. Parmi plusieurs paires de donneur-accepteur, le quantum dot nano-cristal et les 

nanoparticules d’or sont reconnus comme étant les plus efficaces dans la technique FRET. Au cours 

de la deuxième partie de ce travail de recherche, le développement d’un biosenseur pour la 

détection de bactéries a été étudié. Pour développer un biosenseur prometteur, une plate-forme sur 

une surface solide a été considérée avec les paramètres appropriés pour supporter la bio-

reconnaissance des éléments. Il est apparu que la cellulose bactérienne imprégnée avec des 
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nanoparticules d’or permet d’arriver à un système intéressant, soit d’obtenir des propriétés 

plasmoniques pour l’or et d’abondants groupes fonctionnels pour la cellulose bactérienne. Les 

résultats ont montré que la plate-forme peut ainsi absorber l’énergie de transfert d’un matériau 

fluorescent photo-excité, causant une réduction de leur photoluminescence. Cependant, la haute 

densité des nanoparticules d’or qui génère une capacité de réduction forte, si réduite, entrainera 

une réduction de cette capacité. Le nano-papier synthétisé présente une surface solide novatrice 

avec des capacités de désactivation qui peuvent être utilisées en détection par fluorescence comme 

le FRET. 

Dans la dernière partie de ce travail, un biosenseur pour la détection bactérienne a été développé 

basé sur les résultats obtenus au cours de la seconde partie de ce travail. Ce biosenseur a été 

développé en utilisant l’approche FRET. La cellulose bactérienne carboxylée mélangée avec des 

nanoparticules d’or sert d’accepteur et en même temps permet la liaison croisée avec l’élément de 

bio-reconnaissance de la plate-forme solide. Un point quantique (Quantum dot, QD) conjugué à 

l’anti E. coli joue le rôle de donneur qui se lie à la protéine A/G immobilisée à la surface de la 

cellulose bactérienne carboxylée. La photo-luminescence du QD génère une réaction de réduction 

une fois que l’anti E. coli conjugué avec le QD interagit avec la bactérie respective (E. coli). De ce 

fait, la distance entre le QD et la surface de l’accepteur est réduite, ce qui a pour conséquence le 

changement de conformation inhérent dans la structure de l’anticorps. Grâce à cette stratégie, E. 

coli a été détectée à la limite de la LOD près (Limite de Détection-Limit of Detection) qui se situe 

autour de 10 CFM.mL-1. Cet immuno-senseur identifie la bactérie directement sans autre traitement 

supplémentaire. Compte tenu de sa simplicité et de sa sélectivité, ce senseur a le potentiel d’être 

implanté en tant capteur dans un emballage alimentaire.  

Finalement, les résultats de ce projet de recherche sont multidisciplinaires et peuvent influencer 

plusieurs domaines de la science : 1) le secteur environnemental grâce à l’introduction d’une 

nouvelle génération d’emballages intelligents qui permettraient la reconnaissance précoce des 

pathogènes et des bactéries permettant de prévenir les infections; 2) la technologie des biosenseurs, 

en introduisant le nano-papier comme une plate-forme sensible et versatile pour la détection de 

vapeur; et 3) la simulation des propriétés intrinsèques d’un anticorps pour une détection directe 

d’antigènes. 
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ABSTRACT 

Foodborne outbreaks due to the consumption of contaminated food products result not only in 

hospitalization and death, but also place a large economical burden on the food industry due to 

product recall and disposal. Traditional methods (such as microbial cultures and bacterial growth) 

for detecting pathogens are relatively costly, time-consuming, and expert related. Therefore, rapid, 

accurate and in-situ approaches for identifying bacteria in the food industry are urgently needed to 

overcome the problem that can be widespread easily. Recently, smart food packaging has evolved 

to meet the demands of customers and food industries, especially in early recognition techniques 

of pathogens or spoilage bacteria.  

The emergence of nanostructured materials has had the greatest impact on the advancement of the 

most straightforward, quick and accurate detection of a single molecule. On the other hand, the 

size and unique properties of nanoparticles, nanofibers, nanorods, etc., make them promising tools 

for the improvement of recognition bioassay in various fields such as medicine, environment and 

food sectors. In this case, miniaturized devices, known as sensors, facilitate the in-situ detection of 

foodborne pathogens, benefiting the food packaging industry significantly. This research was 

addressed the development and demonstration of sensors based on optical techniques (e.g., 

colorimetric and fluorescent-based methods) for the detection of bacteria, directly through a whole 

cell or indirectly through its by-product. The suggested optical sensors were integrated to the 

surface of a solid platform to make it more compatible with demands in the food packaging. Here, 

bacterial cellulose with remarkable features such as the nanofibrils structures, optical transparency, 

mechanical properties and, availability of functional groups was considered as the platform, 

supporting the synthesis of nanoparticles and immobilization of biomolecules.   

The first part of this work focused on the detection of volatile organic compounds which may be 

produced during bacterial growth. The proposed method relied on using silver nanoparticle and its 

plasmonic properties, allowing a colorimetric technique. As such, the silver nanoparticles were 

synthesized within bacterial cellulose through an in-situ procedure that resulted in the fabrication 

of a plasmonic nanopaper, highly tunable by the change of size and interparticle distance. The 

results demonstrated that the prepared plasmonic nanoparticle is very sensitive to various 

concentrations of ammonia vapor. Interestingly, the precise detection of ammonia was measurable 

by the UV-vis absorbance spectra associated with the plasmonic properties of silver nanoparticles 
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and trancparency of bacterial cellulose. Consequently, it revealed a reduction in the intensity of a 

plasmonic peak by increasing the concentration of ammonia and time of exposure. As ammonia is 

one of the primary compounds of bacterial spoilage in meat and fish, the proposed platform was 

assessed against the produced gases during spoilage. We also discovered that the size of silver 

nanoparticles embedded in the bacterial cellulose endured a reduction due to the etching by 

exposure to the ammonia. As observed, because of this phenomenon, the nanopaper exhibited a 

color change from amber to a light amber by interacting with ammonia vapor and, to a gray or 

taupe upon the presence of ammonia in fish spoilage or for meat, respectively. Thus, these results 

opened the window to an innovative technique for examining the spoilage in meat and fish by smart 

packaging.  

In the second part of this research, we studied the development of a biosensor for detection of 

bacteria relying on the fluorescent based-method. This biosensor was developed by using Förster 

(fluorescence) resonance energy transfer (FRET) approach that is a non-radiative energy transfer 

from a photoexcited fluorophore to an acceptor molecule with strong dependency on the distance 

between these molecules. Among various donor-acceptor pairs, nano-crystal quantum dot and gold 

nanoparticles are known as the high efficient ones in FRET technique. In order to design a 

promising biosensor, a solid surface platform was considered with the appropriate features to 

support the biorecognition and transducer elements. Interestingly, we found that bacterial cellulose 

impregnated with gold nanoparticles addressed the demands for such a system, owing to the 

plasmonic properties of gold nanoparticles (served as the acceptor) and abundant functional groups 

available in the bacterial cellulose. Our result showed that it functioned to absorb the energy 

transfer from photoexcited fluorescent materials, caused a reduction their photoluminescence. 

Accordingly, the high population density of gold nanoparticle-bacterial cellulose was intended as 

a strong quencher while this ability reduced by the reduction of the nanoparticle population density. 

Successfully, the synthesized nano paper presented a novel solid surface with quenching ability 

that can be utilized in fluorescence detection approaches such as FRET. 

In the last step, a biosensor for bacterial detection was assembled based on the obtained results 

from the pervious step of this research and by applying FRET approach. The carboxylated bacterial 

cellulose embedded with gold nanoparticles served as the acceptor and simultaneously cross-linked 

to the biorecognition element as the solid platform. Quantum dot (QD) conjugated to anti-E. coli 
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played as the donor which bonded to the protein A/G immobilized on the surface of carboxylated 

bacterial cellulose. The photoluminescence of the QD endured a reduction once the anti-E. coli 

conjugated QD interacted with the respective bacteria. So, the distance between the QD and the 

surface of the acceptor was reduced, as the consequence of the inherent conformational change in 

the antibody structure after interacting. Through this strategy, E. coli was recognized with a LOD 

(limit of detection) about 10 CFM.mL-1. Thus, this immunosensor identified the bacteria directly 

without employing extra treatments. Given the simplicity and selectivity, the proposed biosensor 

has the potential to be implemented as a portable device in food packaging.   

Finally, the results of this research involve multidisciplinary and novel outcomes that can influence 

several fields of science. 1) the environmental sector, by introducing a new generation of smart 

packaging that allows early recognition of foodborne pathogens and spoilage bacteria to 

prevent  infections outbreak, 2) biosensing technology, by introducing plasmonic nanopaper as a 

versatile and sensitive platform for the detection of vapor; and suggesting the intrinsic properties 

of an antibody for straightforward detection of antigens.  
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CHAPTER 1 INTRODUCTION  

Food has always been regarded as the primary source of energy for mankind that may be served in 

a variety of recipes either raw or cooked. Although our ancestors were used to provide their needs 

locally, developments and enhancements of transport systems, as well as improvements in food 

packaging, has made it much easier to conserve food varieties from all over the world.  

However, storage and shelf conditions serve as effective parameters for controlling the freshness 

and safety of foods, but it cannot be guaranteed that food is free of contaminations such as 

foodborne pathogens or spoilage microorganism. As such, food quality control is necessary not 

only to protect customers against foodborne illness but also to minimize wasting food resulting 

from microbial spoilage [1, 2].  

Despite all precautions and preservations used, the outbreak of foodborne diseases has remained a 

remarkable threat to public health and safety which has significantly increased over the last two 

decades [3]. For instance, the Centers for Disease Control and Prevention (CDC) has estimated that 

every year 48 million people in the United States alone are infected by foodborne pathogens, 

leading to approximately 128,000 hospitalizations and 3000 deaths [3, 4]. 

Generally, an outbreak of foodborne diseases results from the consumption of food contaminated 

with pathogens. Among the different types of foodborne pathogens, bacteria such as Listeria 

monocytogenes, Escherichia coli O157:H7, Staphylococcus aureus, Salmonella enterica and 

Bacillus cereus remain the most common [5, 6].  

Due to very low infection dose of pathogenic bacteria (10-1000 bacterial cells), their ability to 

multiply rapidly and their high resistance to antibiotics, recall and disposal of contaminated food 

products are considered as an essential step in keeping consumers safe. Therefore, rapid, precise 

and early recognition of contaminated food has been argued as the most important priority in the 

public health domain [7]. 

Conventional methods for foodborne pathogens detection are practically carried out by culturing 

microorganisms in agar plates followed by a chemical-biochemical analysis. Despite their high 

accuracy and reliability, their application has been limited because they are time-consuming, 

dependent on technician and equipment and are not flexible for on-site diagnosis [7].  
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Recent development in material science and nanotechnology has successfully promoted the 

recognition tools and bioassays. Nanomaterials with a diameter of 1-100 nm, owing to phenomenal 

physical and chemical properties such as high surface area, capacity to carry functional groups, and 

flexibility to conjugate to biomolecules, are currently of great interest to researchers [8-11]. For 

example, integration of biomolecules (such as antibodies, aptamers, enzymes, etc.) with 

nanoparticles (such as quantum dots, gold nanoparticles and, graphene, etc.) has facilitated the 

improvement of analytical devices called sensors or biosensors. These sensors offer several 

advantages such as sensitivity, selectivity, rapid detection, and accuracy as well as in-situ and real-

time detection. Besides, their cost-efficiency, miniaturized design, and unnecessary sample 

preparation have made them an attractive alternative to incorporate into food packaging [7, 12].  

Thus, the main objective of this research is to develop and fabricate a biosensor to detect bacteria, 

directly through the whole cell or indirectly through its by-products, which is portable, easy-to-

use, and can be easily integrated into food packaging materials. 

The first part of the work is a proof-of-concept investigation, proving the potential of bacterial 

cellulose with nanofibrils structure impregnated with plasmonic nanoparticles to detect volatile 

organic compounds. The second part of this work investigates the improvement of a solid-based 

platform to address the demands for the design of biosensors for fluorescent-based methods. 

Therefore, we explored the properties of bacterial cellulose embedded with gold nanoparticles as 

a plasmonic nanopaper which has the ability to absorb the energy transfer from photoexcited 

fluorescent material. The obtained results lead to a new assembly of biomolecules relying on the 

fluorescent-based technique for direct detection of bacteria, which was the subject of the third part 

of this research. It consists in the proof-of-concept of a novel biosensor which was developed on 

solid-surface using FRET method.  

This dissertation involves eight chapters and is arranged according to the main objective and three 

scientific articles, one published and two submitted. 

• Chapter 1: Introduction 

• Chapter 2: Literature review  

• Chapter 3: Explanation of the main objective as well as specific objectives of this research, 

and arrangement of the articles 

• Chapter 4, 5 and 6: Report of three articles as well as their main outcomes 



3 

 

• Chapter 7: Presentation of general discussion with respect to the reported articles 

• Chapter 8: Conclusion of this work along with the summary, the originality, and suggested 

recommendations for future works. 

  



4 

 

CHAPTER 2 LITERATURE REVIEW  

What are biosensors and their properties? Why are they needed? What are the strategies in 

fabricating biosensors? What are the roles of nanoparticles and biomolecules in developing a high 

efficient biosensor? How will it be possible to improve biosensor for smart packaging? This chapter 

seeks evidence and information from the published scientific reports to answer these questions 

along with others.   

2.1 Sensor 

The biosensor is a novel technology widely utilized in the fields such as food safety, medical, 

process control and biosecurity. Typically, the biosensor evolves two main parts: a receptor and a 

transducer. The receptor (biorecognition element), known as the heart of any biosensor, is a 

functionalized platform can specifically capture and recognize the analyte of interest. Due to the 

interaction between the analyte and biorecognition element, a physical or chemical change is 

produced which is translated to a measurable signal by the transducer [13]. Regarding the applied 

approach as a transducer, sometimes an additional device is necessary to modify or amplify the 

generated signal to a detectable one. Therefore, the measured signal is directly corresponded to the 

concentration of an analyte, allowing the real-time quantitative and qualitative measurement. 

Figure 2-1A represents the two main parts of a biosensor and their integration.  

Usually, biosensors are classified with respect to the transducer approaches such as optical, 

electrochemical and mass sensitive. The Figure 2-1B shows the most popular reported biosensor 

in the field of pathogen detection. 
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Figure 2-1. (A) a schematic of the integration of a biosensor [7], (B) a popularity of the applied 

transducers for the pathogen detection [13]. 

The biosensor will be ideal when it exhibits high selectivity and sensitivity to the specific target 

analyte. Selectivity is the ability of biosensor to distinguish different substances and not be affected 

by the presence of other interfering substances. While sensitivity refers to the sensing ability in the 

range of sub-milligram and lower. The efficiency of these parameters will be defined by the type 

of receptor, applied transducer and the design integrity.  

2.1.1 Receptor 

The main receptors which have been exploited for the fabrication of biosensors are antibodies, 

aptamers, nucleic acids, and bacteriophages [14]. Besides the biomolecule, the use of a specific 

carbohydrate has been reported for detection of pathogens such as E. coli [15]. The parameters 

such as stability, ease of immobilization and conjugation to biosensor platform, high affinity in 

interacting with the specific analyte and low reactivity with interfering contamination are taken 

into account for the selection of an appropriate bioreceptor that can significantly influence the 

efficiency and quality of the biosensor. Among them, antibodies are of great interest to researchers 

as a biorecognition element, explored in the configuration of the various biosensors, especially 

those used for pathogen detection. The section below clarifies antibodies and their importance in 

the biosensor fabrication.  

2.1.1.1 Antibody  

Antibodies (immunoglobulin) have been widely investigated in the development of biosensors as 

promising receptors for detection of an analyte. The biosensors integrated to antibodies are usually 
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called as immunosensors [16]. Antibodies, found as monoclonal, polyclonal or recombinant, are 

discriminated by their affinity of attachment to the analyte. Antibodies are known as a biopolymer 

composed of different blocks of amino acids that their sequence and composition have shaped a 

three-dimensional structure. Depending on the type of the antibody, it may possess a different 

molecular weight, for instance, the abundant type of antibody (immunoglobulin G, IgG) has a 

molecular weight around 150 kD and approximated dimensions of 14×10×5 nm [16]. Figure 2-2  

exhibits a classical schematic of IgG with the different blocks of amino acids chains.  

 

Figure 2-2. The schematic of the IgG structure and its differentiation to the various blocks of amino 

acids. The dark and light blue chains represent the heavy (H) and light (L) chains of an antibody, 

respectively. Each one is composed of the variable (V) and constant (C) region [17]. 

This Y-shape structure of the antibody is due to two parts: 1) two variable fragments, F(ab), 

contains the binding region to the antigen and 2) the constant region, Fc, is the tail which determines 

the orientation of the antibody. According to this specific structure, the immobilized antibody will 

be desirable when it is located on the surface of the substrate through its Fc in an oriented-shape 

and, as a result, the specific binding regions are free for attachments [17]. So, this “end-on” 

configuration has a maximum affinity to bind with antigen. While its efficiency can be remarkably 

reduced by random immobilization referred as “head-on”, “side-on” and “lying-on” [18]. As 

illustrated in Figure 2-3, in the random immobilization one or both active regions may link to the 

substrate which would cause their blockage and preventing the interaction with the antigen.  
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Figure 2-3. The probabilities of an antibody positions after immobilization on the surface of a 

substrate [18] 

The exploited immobilization strategies would thoroughly justify the position of antibodies on the 

surface of the respective solid substrate [19, 20]. Various functional groups on the surface of 

antibody derived from amino acids blocks may be targeted for the crosslinking and immobilization 

strategies [21]. The most applied strategies are covalent binding and affinity immobilization 

techniques, subjected in detail in the next session. 

To develop an immunosensor, antibodies are immobilized on the surface of a transducer which can 

specify the antibody-antigen binding. Consequently, the binding event is measured and revealed 

by either the changes in electron charge via impedance measurement or a change in the optical 

properties of the substrate. The bioassays using the antibody as biorecognition element are very 

selective, sensitive and robust enough to detect the antigen. 

2.1.1.1.1 Antibody immobilization 

Functional groups of the antibody are the main targets of its attachment to the chemically 

engineered surface. Covalent binding can significantly improve the density and reliability of 

attached antibody and provide a more robust immunosensor. On the other hand, the covalent bond 

provides a strong immobilization of antibody to the functionalized surface, highly efficient. 

Various chemistries have been applied for achieving a high-throughout attachment which totally 

corresponds to the functionality of the surface and the target group on the antibody. Commonly 

employed groups of the antibody are amine, carboxyl, thiol and carbohydrate moieties [19, 21].  

Amine and carboxyl groups are abundantly available on the surface of the antibody. Reactive 

amino groups are a primary amine side chain, generally derived from amino acid like lysine while 
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carboxyl groups are mostly derived from amino acids such as glutamate and aspartate [22]. Owing 

to the widespread presence of these groups especially lysine all over the structure of an antibody, 

it is difficult to define and justify the immobilization; nevertheless, it remains as the favorite 

functional group. The common chemistry for amine and carboxyl coupling (between a substrate 

and protein) is carbodiimide reaction that uses EDC associated with succinimidyl esters, e.g., NHS 

or S-NHS, as shown in  Figure 2-4. This chemistry known as EDC/NHS binding causes the 

formation of a robust amide bond [20]. This covalent attachment method has been widely applied 

for immobilization of protein as well as preparation and activation of a surface. By adjusting the 

conditions of the experiment, researchers have improved the efficiency of attachments through this 

method. For example, Parolo and coworkers could improve the immobilization of the antibody to 

the surface of carboxylated gold nanoparticles by simply adjusting the pH of reaction [23]. The 

activated carboxyl groups of gold nanoparticles by EDC/NHS chemistry were conjugated to 

antibodies in pH 5 that resulted in a greater contribution of the Lys groups. This strategy prevented 

the amine groups at the active sites of antibody to be conjugated to AuNP. Therefore, the final 

platforms demonstrated more sensitivity for capturing the antigen. Likewise, Sun and co-workers 

have employed a novel approach for oriented immobilization of an antibody through carbodiimide 

chemistry by controlling the electric field. In their work, the Fc region of the antibody was activated 

through EDC/NHS, coupled to the self-assembled monolayer of cysteine with amino groups. By 

inducing an appropriate electric field and adjusting pH, antibodies were immobilized orientally 

through their native charge [24].  

 

Figure 2-4. The illustration of EDC/S-NHS chemistry [25]. 
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Other active groups in the antibody are disulfide bonds derived from cysteine that are responsible 

for the 3D structure of an antibody, such as disulfide bonds in the Hinge-region. By reducing this 

bond with chemical agents such as dithiothreitol (DTT) and 2-mercaptoethylamine (2-MEA), a 

free thiol bond can be created on the antibodies [26, 27]. Crosslinkers that involve maleimide or 

iodoacetyl groups are the most efficient for sulfhydryl-directed conjugation. As an example, the 

thiol groups on the antibody were conjugated to the amine group of a solid surface with 

Succinimidyl-4-(N-maleimidomethyl) cyclohexane-1-carboxylate (SMCC) containing NHS-ester 

and maleimide reactive groups [26]. Although the thiol groups (sulfhydryl groups) can directly 

immobilize on the surface of gold [27], their creation is followed by the pretreatments of antibody. 

Thus, it causes the fragmentation of the antibody that may influence their active sites [27].  

Besides, carbohydrates located in the Fc region of antibodies is another reactive group which can 

contribute to immobilization. However, these groups are not reactive in their native state, and 

oxidization treatment is necessary for converting into active aldehydes (–CHO) for coupling [26]. 

Although this group allows a desired immobilization of antibodies in an oriented shape, the harsh 

oxidation may affect the other available amino acids in the antibody [28].  

Although covalent immobilization can provide a highly stable conjugation, it may lead to randomly 

oriented placements of an antibody blocking its active sites, necessary for capturing bacteria. It is 

reported that this approach decreased the capacity of capturing 2-3 fold in compared with the well-

oriented antibodies [29]. 

Another alternative that provides an oriented immobilization of antibodies, free from any chemical 

reaction, is affinity binding. Remarkably, this method has promoted the immobilization strategies 

and been widely employed in the biosensor development. The most commonly applied method is 

to use Protein A, Protein G or recombinant Protein A/G that can bind particularly with the Fc region 

of the antibody. It allows immobilizing an antibody through a tail-on position that keeps the two 

active sites free for capturing the antigen. The Protein A and G have two and five binding domains 

respectively while the protein A/G has the ability of both [18, 28, 30-34]. Extensive studies have 

investigated the immobilization of these Proteins on various functionalized surfaces by using 

different experimental conditions. Several researchers had proved the improvement in biosensor 

performance when it was compared with randomly immobilized antibodies [35-37].  
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2.2 Transducer 

Several types of transducers have been studied for a high-throughout design of biosensors, such as 

electrochemical, optical and piezoelectric. As illustrated in Figure 2-1Bs, optical and 

electrochemical biosensors are the most popular approaches for developing of a promising 

biosensor due to ease of use, rapid, low-cost and portable detection.  

2.2.1 Electrochemical sensor 

Electrochemical biosensors are also classified as the most widespread recognition tools because of 

their low-cost, simple operation and multiplex sensing in a chip-like device [8]. This bioassay 

mainly relies on the measurement of changes in current or potential once the interaction between 

analyte and sensor occurs.  In respect to the measured parameter, the technique of sensing can be 

identified differently such as current (amperometric), the potential (potentiometric) or impedance 

(impedimetric) [13].  

2.2.2 Optical sensor 

The optical biosensors referring to those use the light (electromagnetic radiation) for the detection 

technique. Surface plasmon resonance (SPR), surface-enhanced Raman scattering (SERS), 

fluorescent and colorimetric methods are among the most popular optical sensing technologies 

[38]. The optical sensing allows a direct visual detection of the analyte whose advantage can 

surpass other methods [38]. Although for quantitative and precise recognition, the optical signal 

measurement provides more information, the visual detection would be possible through this 

approach. Figure 2-5 represents an overview of optical sensors integrated with different parts. 

Despite the electrochemical sensors, the optical sensors don’t need a conductive substrate, so it 

makes them an attractive and simple method for detection of vapor or gases in the headspace of 

food packages. The focus of this dissertation is mainly dedicated to fluorescent-based technique 

and colorimetric detection as will be explained in the next sessions.  
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Figure 2-5. A schematic of optical sensing along with the representative components and 

techniques applied to a biosensor for the detection of pathogen: (A) various types of receptors, (B) 

the established substrates and (D) the sensing approaches [38].   

2.2.2.1 Fluorescent-based detection 

There has been a remarkable involvement of fluorescent materials in the design of biosensors as it 

has proven to be a versatile tool for a myriad of applications. Since the fluorescence technique is a 

non-invasive sensing technology, the biomolecules are not influenced or damaged during 

measurements or toxified by hazardous by-products. The fluorescent-based approaches can be 

measured by either the alteration in their fluorescent intensity or decay time while the last one is 

mostly used for in-vivo investigations [39, 40].  

Fluorescent emission is followed by the absorption of light with enough energy. As a result, the 

fluorophore can be excited and proceeded with several phenomena. As illustrated in the Jablonski 
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diagram in Figure 2-6, the electronic states of fluorophore molecules can be divided into the singlet 

states and triplet states. In excited singlet states, all the electrons in the molecule orbits are spin 

paired. The electronic state of singlet ground, first, second is indicated by S0, S1, and S2, 

respectively. The transition between states is drawn as vertical lines to illustrate the instantaneous 

nature of light absorption. During the first absorption step, the molecule is excited from the ground 

to some higher vibrational level of either S1 or S2 (singlet). It then tends to release the excess of 

energy by fast relaxation to lower electronic states. This may be done through two possible ways, 

1) a non-radiative method called the internal conversion (IC) process, which occurs within 10-12 s 

that generally completes prior to emission, 2) a radiative way by emitting light, i.e., a fluorescence 

process with lifetime about 10-8 s [39, 40]. When a molecule possesses a heavy atom, the emission 

of light from triplet excited states results in Phosphorescence in which the electron in the excited 

orbital has the same spin orientation as the ground-state electron [39, 40]. 

By returning the electron to the original ground state, a photon with lower energy will emit. On the 

other hand, the observed emission wavelength is usually longer than the absorbed light wavelength 

due to an energy cap, known as Stoke’s shift. This energy cap should be large enough to prevent 

the interference of emission and absorbance spectra of fluorescent substances [39] 

 

Figure 2-6. An illustration of Jablonski diagram which shows the fluorescent mechanism [39]. 

Various fluorophores with distinctive structures and features have been used in bioassay tools. 

They are mainly categorized as intrinsic or natural fluorophores and extrinsic fluorophores. 

Intrinsic fluorophores show natural fluorescent properties. The most dominant types are the 

proteins composed of aromatic amino acids groups such as tryptophan (Trp), tyrosine (Tyr) and 

phenylalanine (Phe). They absorb light near 280 nm with and emit spectra around 350 nm. Thus, 
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the presence of protein with these amino acids residues in the bacteria causes autofluorescence of 

bacteria [41]. Consequently, this phenomenon has been considered as a suitable method for rapid 

detection, identification, and differentiation of the various bacteria, including foodborne 

pathogenic bacteria [42, 43]. Through fluorescent spectroscopy the limit of detection for E. coli, 

Salmonella and Campylobacter were estimated 103 cells/mL [42]. Given the advantages, such as 

direct detection, low cost, sensitivity and time-saving, this method shows a high potential for rapid 

bacteria detection.  

Extrinsic fluorophores are those linked to the other molecule (with or without spectral properties) 

to provide fluorescence. The extrinsic fluorophores can conjugate to sample via covalent or non-

covalent bonding and are available in the various types of dyes, crystal quantum dots (made from 

heavy metal or carbon) and green fluorescent proteins [44].  

The quantum yield (Q) and the lifetime of fluorescence are the most important features of 

fluorophores. The quantum yield is defined by the ratio of emitted photons from fluorescence to 

the absorbed photons. When the fluorophore has the larger quantum yields, it shows brighter 

photoluminescence. The lifetime is the average time that the fluorophore stays in the excited state 

before relaxing and returning to ground state. It determines the time that is available for the 

fluorophore to interact with its environment. Also, fluorescence lifetime indicates the time it takes 

for 69% of the population to emit. Typical fluorescence lifetime is around 10 ns [39].  

The fluorescent intensity of a fluorophore can be reduced through various mechanisms which are 

known as quenching. One possible way is the deactivated of the excited state fluorophore by a 

contact with another molecule especially in solution, that is called collisional quenching. Also, 

quenching can occur at the ground state due to the formation of nonfluorescent complexes 

composed of a quencher and fluorophores [39].  

2.2.2.1.1 Fluorescent resonance energy transfer 

Besides, the autofluorescent molecules and direct detection of the molecule by fluorophores, some 

fluorescence-based bioassays employ Förster (fluorescence) resonance energy transfer (FRET).  

This mechanism is a non-radiative energy transfer from the initially photoexcited fluorophores 

(donors) to an acceptor molecule which can absorb the energy transfer. This phenomenon causes a 

reduction in the fluorescent intensity of the donor or even its quenching while the fluorescent 

intensity of acceptor increases if it is another fluorophore. The energy transfer would effectively 
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occur when the emission spectrum of a donor has maximum overlap with the absorbance spectra 

of the acceptor molecule. Moreover, the donor and acceptor molecules should be located close 

enough together, approximately between 10–100Å [45, 46].  

Figure 2-7 shows a schematic of FRET phenomena and interaction between a donor and acceptor.  

 

Figure 2-7. A schematic of FRET process and the overlap between the absorbance spectra of 

acceptor and emission spectra of donor [47]. 

The efficiency of the energy transfer is defined as the ratio of the photons absorbed by the donor 

to the parts that are transferred to the acceptor [48]. FRET efficiency for a single donor and acceptor 

pair in the defined distance is estimated by the following equation 

𝐸 =
𝑅0

6

𝑅0
6 + 𝑟6

 

Whereas r is the distance between the donor and acceptor. 𝑅0 is Fӧrster distance where the FRET 

efficiency is 50% and it depends on donor-acceptor characteristics as illustrated in Figure 2-8. 
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Figure 2-8. Demonstrating the dependence of FRET efficiency on the distance between donor and 

acceptor [48]. 

As the size of biomolecules is comparable with the Fӧrster distance, FRET has widely used to 

measure the nanometer scale changes in the biomolecules either in-vitro or in-vivo. On the other 

hand, it has been introduced as a powerful technique to measure the distance changes between 

specific sites on macromolecules upon their conformational changes or moving domains in the 

proteins [39, 49].  

Varieties of materials have been explored to develop high-efficient FRET structures. Generally, 

they can be classified into different categories: organic materials such as traditional dye 

fluorophores, dark quencher, and polymers; inorganic materials such as metal or semiconductor 

nanoparticles and fluorophores originated from biological components such as fluorescent proteins 

or amino acids [47]. According to the experimental design, these materials may serve as an acceptor 

or a donor or even both since a selected pair is compatible with FRET criteria.  

Owing to the unique optical properties of semiconductor QDs and gold nanoparticles, these are a 

promising FRET pair according to their interaction [23, 50-56]. As such, their application in FRET-

based bioassays has been extensively studied and are still the main focus of many researchers. The 

following parts will explain their properties and the proposed applications in bioassay systems.  
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2.3 Quantum Dots 

2.3.1 Quantum dots properties 

Quantum dots (QDs) are semiconductor nanocrystals composed of elements of groups II-VI, III-V 

and IV-VI of the periodic table. Typically, they have spherical or approximately ellipsoidal shape 

with a range size of 1-10 nm. Their optical and electronics features have made them distinctive 

over the usual fluorescent dyes. Those remarkable characters are: size-tuned and narrow emission 

spectra, broad absorbance spectrum, photostability, high resistance to photobleaching and chemical 

degradation as well as their high quantum yield in comparison with fluorescent dyes [44, 57, 58]. 

Figure 2-9 exhibits a schematic of core/shell quantum dot and the dependency of color and 

emission spectra of QD on the size of the nanocrystal. 

 

Figure 2-9. (A) a schematic and TEM image of a quantum dot composed of CdSe/ZnS core/shell, 

(B)  the change in the emission spectra and color of CdSe/ZnS with increasing the nanocrystal size 

[57]. 
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The most popular ones have the core of CdSe and CdTe which may cover with an inorganic shell 

layer such as ZnS to improve not only their luminescence properties but also protect them from 

oxidation. Due to the use of insoluble salts in the synthesis of QDs, they are usually insoluble in 

water. So, the decorated QDs with various types of biofunctional groups have improved their 

solubility and facilitated their conjugation to the desired biomolecules [58, 59]. Given these 

properties, QDs remain favorite candidate applied as biomarkers and the development of FRET-

based bioassays.  

2.3.2 Quantum dot applications in bioassay 

The application of a quantum dot as the biomarker for monitoring foodborne pathogens such as 

Salmonella Typhimurium [60], E. coli [61, 62] and Listeria monocytogenes [63] or their toxin [64] 

has been widely investigated. Mainly, the pathogen is detected through forming a sandwich model 

which is established between the QD conjugated antibody/ pathogen/ and a secondary antibody 

conjugated to magnetic nanoparticles or immobilized on the surface of a membrane, as illustrated 

in Figure 2-10. The obtained fluorescent intensity of the separated and collected sandwich model 

corresponds linearly to the concentration of pathogen.  

 

Figure 2-10. An illustration of the detection of bacteria through establishing a sandwich model. 

[62]. 

Aside from that, QDs have been assessed as a donor in various configurations for the development 

of FRET-based bioassays for the recognition of bacteria. For instance, in the proposed design by 
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Morales et al., the whole cell of E. coli was detected by energy transfer from the QD to graphene 

oxide (GO) acting as the acceptor [65]. This approach was introduced as “on and off state” method. 

In this case, the GO was added to the platform after capturing the bacteria using QD conjugated 

antibodies. In the presence of bacteria, the system was “on-state” because the distance between GO 

and QD was large enough to prevent the energy transfer. While in the absence of bacteria the 

system was “off-state” resulted from the interaction of GO through π-π stacking with the antibody, 

followed by the FRET occurrence and quenching of QD. Moreover, Duan and coworkers 

developed a simultaneous detection of two pathogenic bacteria, Vibrio parahaemolyticus 

and Salmonella typhimurium, by using green and red emitting QDs conjugated to their respective 

aptamers [66]. Their developed method relied on the competitive affinity binding between aptamer-

carbon nanoparticles and aptamer-analyte. While the QDs didn’t fluoresce in the presence of 

carbon nanoparticles as the result of affinity binding, their fluorescent light detected upon the 

addition of the target analyte. It was due to the attachment of QDs-aptamer to the target followed 

by dissociating from the carbon nanoparticles.  

Moreover, QD acting as a donor may quench another QD of different size. Wang and coworkers 

have developed a FRET-based immunosensor for the detection of Salmonella Enteritidis on an 

eggshell by a pair of QDs with two different emitting photoluminescence [67]. The green and 

orange emitting QD were conjugated to anti-S. Enteritidis produced in rabbit and anti-rabbit 

antibody produced in goat. Similar to the previously described FRET, in the absence of bacteria, 

the antibodies were linked together through their affinity binding which allowed an efficient energy 

transfer from the green emitting QD (donor) to the orange one (acceptor). In the presence of 

bacteria (S. Enteritidis), the green QD conjugated anti-S. Enteritidis was attached to bacteria due 

to its higher affinity and the increase in the photoluminescence of the green QD which successfully 

revealed the pathogen. FRET-based immunosensor have shown a high sensitivity to detect the 

analyte of interest.  

2.4 Noble metal nanoparticles in bioassay  

Noble metal nanoparticles especially gold and silver nanoparticles have been widely explored in 

the development of optical bioassay owing to the unique optical properties, biocompatibility, ease 

of modification and conjugation to a biomolecule, size-tunable synthesis and high surface ratio 

[56]. The optical properties of these nanoparticles strongly rely on the localized surface plasmon 
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resonance (LSPR), which is resulted by the collective oscillation of their conductive electrons when 

they are excited by electromagnetic wavelength larger than the metal nanostructure [68, 69]. The 

LSPR spectral position is extremely dependent on the particles size, the distance between the 

particles, dimension and also the reflective index of surrounding the environment [70]. As the 

primary consequence of LSPR feature, the nanoparticles have the potential to scatter and absorb 

light at a specific wavelength [71], which is the main reason of their use as the plasmonic 

nanoparticles for sensitive transducers. When nanoparticles undergo an alteration as the result of a 

change in one of the mentioned parameters, it would be revealed in their absorption band and 

plasmonic peak. Consequently, the accurate measurement of these changes would be directly 

recorded by UV-Vis spectroscopy. Figure 2-11 exhibits the dependency of absorbance spectrum 

and color of monodispersed silver and gold nanoparticles on the change of their size.  

 

Figure 2-11. Colors change of various sized monodispersed (A) silver nanoparticles and (C) gold 

nanoparticles. (B) and (D) graphs show the respective UV-Vis spectra of dispersed silver and gold 

nanoparticles, respectively [72]. 

Additionally, LSPR enables metal nanoparticles to quench the photoexcited fluorophores which 

have a spectral overlap with them. Given to this feature, they are known as strong quenchers used 

in the FRET technique. Among the noble metal nanoparticles, gold nanostructures have drawn 

more attention due to the chemical stability and no-toxicity. Although silver nanoparticles show a 

size 
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more intense plasmonic peak, its application is restricted in the bioassay because of its toxicity 

toward bacteria and fast oxidation in solution phase [73].  

2.4.1 Gold nanoparticles as quencher 

It is likely gold nanoparticle (AuNP) the most remarkable plasmonic nanoparticle which has been 

extensively used in FRET system as a quencher. There are some reasons attributed to its excellent 

quenching behavior. Firstly, gold nanoparticles generally adopt a spherical shape which causes no 

defined dipole moment in comparison with dye molecules. As a result, the energy transfer occurs 

in any direction for the donor molecule which is relative to the surface of gold nanoparticle [52]. 

Secondly, a broad absorbance spectra with a high cross-section near its plasmon resonance 

encourages an enhancement of energy transfer [49]. Finally, due to resonant oscillation of gold 

nanoparticles, the energy transfer efficiency is dependent on the (R-4) in comparison with that of 

(R-6) for the energy transfer to other types of acceptors [49]. 

Detailed studies have investigated the effect of size and shape of gold nanoparticles on the energy 

transfer. Accordingly, the dye molecule, Cy3 or Cy5 were attached to the surface of gold 

nanoparticles (with diameter from 1 to 30 nm) in the fixed distance (adjusted by the length of DNA 

or RNA) from 1 nm up to 100 nm [51, 74, 75]. It was shown that the gold nanoparticle was able to 

quench the excited donor located at the distance of around 40 nm which was quite longer than the 

FRET distance. Moreover, the size of AuNP affected the FRET efficiency where the increase in 

the size of gold nanoparticle caused the enhancement of the energy transfer.  

The use of AuNP and QD as a pair of acceptor-donor in FRET configuration suggests tremendous 

advantages, such as the lower background signal, robust sensitivity, and ability of both to link with 

various biological groups [47]. Moreover, the broad absorbance spectra of AuNP has a large 

overlap with emission spectra of size-tunable QDs. Fundamental studies have also investigated the 

energy transfer of QDs to AuNP in a FRET system. As the results, the experimental observations 

have proved the increase of distance in energy transfer for QD-AuNP that was beyond the 

traditionally allowed distance in FRET [54]. Also, the energy transfer directly corresponded to the 

size of AuNP whereas the larger AuNPs absorbed a higher rate of energy transfer in comparison 

with smaller nanoparticles [76].   
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Aside from the fundamental studies, the pair of AuNP- QD has been widely explored in nanoscale 

biosensor technology using FRET. Although plenty of bioassays have been applied by this pair 

such as DNA hybridization [77, 78], protein detection [50, 79] and chemical targets [80-82], it has 

rarely been reported for bacteria and pathogen detection. This may attribute to the lack of 

understanding of the mechanism of energy transfer from QD to AuNP. In addition, their size 

compatibility with the size of a biomolecule such as antibodies may remain another issue, restricted 

their applications in this specific area of detection [83].  

2.4.2 Gold nanoparticle in optical density 

The following section reviews some optical bioassays which have exploited the metal nanoparticles 

as transducers, especially for pathogenic bacteria. In this case, various nanoscale structures of gold 

have been fabricated in different sizes and shapes such as gold nanoparticles, gold nanorods and 

gold nanowire. The varying morphologies and structures cause a tunable plasmonic and optical 

properties which are visible in the near-infrared region. Given these unique properties, the 

nanostructures of gold antibodies have been used to detect bacteria. For example, Wang and 

coworkers have developed multiplex pathogen detection method for E. coli O157: H7 and S. 

Typhimurium, by using gold nanorods with different aspect ratios [84]. The modified gold nanorods 

with amino groups were conjugated to the antibodies. Thus, the recognition of bacteria was 

monitored by the change in the plasmonic peak of the nanorods due to the aggregation of gold 

nanorods on the surface of pathogens. Through this approach, the limit of detection was estimated 

less than 102 CFU.mL-1 for each type of bacteria. According to this fact, the oval-shaped gold 

nanoparticles linked to antibodies has also been applied for the detection of S. Typhimurium [85]. 

By adding bacteria to the solution of nanoparticles-antibodies and the attachment of gold 

nanoparticles to the surface of bacteria, the color of solution for detection changed from pink to 

blue. In fact, the LSPR technique is provided a simple way of visual detection. So, taking advantage 

of aggregation and dissociation of metal nanoparticles due to its impact on the interparticle 

distance, it led to the development of a colorimetric assay. Figure 2-12 represents an example of 

the color change of anti-E. coli conjugated gold nanorods solution upon addition of E. coli bacteria 

which tuned from light to dark blue [86]. Owing to its simplicity, sensitivity and, low cost of 

synthesis this method has been improved for paper based-detection by lateral flow immunoassay 

[87] allowed to be used for in-situ analysis.  
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Figure 2-12. (A) a schematic of colorimetric detection of E. coli through anti- E. coli conjugated 

nanorods. (B) TEM image of anti- E. coli conjugated nanorods, (C) the color change of anti- E. 

coli conjugated nanorods upon addition of E. coli (104 CFU.mL-1) and (D) TEM image showing 

the aggregation of gold nanorods on the surface bacteria [86].  

Despite their extensive application in solution based-detection, there is a lack of appropriate 

building blocks to improve the plasmonic devices in a solid state [88]. To address this challenge, 

recently developed plasmonic nanopaper provided a novel optical sensing platform which will be 

discussed in details as below.  

2.5 Solid-based FRET assay  

Mostly, the developed FRET-based bioassays are a solution-based technique which are not 

generally applicable for food packaging. Besides, aggregation of nanoparticles and alteration of 

their photoluminescence remain another major challenge for the solution-phase bioassays. Recent 

efforts have investigated the design of a solid-phase bioassay to overcome the drawback of the 

traditional solution-phase FRET which allows for simple, fast and portable sensing tools. 

Generally, in the fabricated model, the fluorophore molecules as donors are immobilized on the 

surface of the solid substrate, and then the energy transfer is triggered by the interaction of the 

acceptor conjugated to a biomolecule [53, 89-91].  
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The functionalized glass is an attractive surface which has been investigated for the assembly of 

FRET bioassay. For example, Kim et al. investigated the multiplexed assay for proteases activity 

by AuNP and QD conjugated on a glass slide as nanoprobes. By employing this strategy, they 

could reduce background noise and photobleaching [53]. Moreover, a positively charged glass side 

was modified to carry graphene oxide (GO) sheets to be able to conjugate to antibodies. The 

fluorescent intensity of GO was reduced by the energy transfer mechanism when the analyte 

(microcystin) conjugated to AuNP was absorbed to the GO sheet [92]. Furthermore, a similar 

sandwich structure of GO and AuNP was arrayed on the surface of amino-functionalized glass for 

rotavirus detection [93].  

Although the glass is an attractive surface in diagnostic devices, the strong groups of SiO2 make it 

very stable against functionalization. In this case, some harsh chemical modifications are essential 

to achieve a proper immobilization of the biomolecule [94]. Also, lack of flexibility is another 

drawback of the glass substrate that makes it an undesired substrate for developing the novel 

bioassays.  

2.5.1 Cellulosic-based substrate  

There is an increasing interest in fabricating sensing platforms using cellulose-based substrates 

[95]. Among the renewable polymers, cellulose is known as the most abundant natural polymer 

which is the main component of plants structure. The molecular structure of cellulose is derived 

from a long chain of carbohydrate generated by repeating blocks of β-D-glucopyranose molecules 

that are covalently bound together by β(1→4)-glycosidic bonds [96] (see Figure 2-13). As such, 

obtaining wood pulp is one of the first and probably the most popular method used for the extraction 

of cellulose from plants prior to its transformation to cellulosic products such as paper. Although 

the paper has been used for over centuries for many purposes, its marvelous advantages (such as 

flexibility, compatibility, biodegradability, capillary action, and porous structure) have made it an 

attractive substrate for the development of advanced diagnostic devices. A well-reviewed article 

by Nery et al. has discussed the usage of the paper platform for the fabrication of various sensing 

approaches [97]. Interestingly, the developed sensitive and selective optical (colorimetric and 

fluorescent-based methods) and electrochemical (voltage, potential and conductivity-based 

methods) of different types of paper prove its revolutionary role as a substrate for the fabrication 

of solid-based diagnostic tools. 
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Figure 2-13. A schematic of the chemical structure of cellulose and effect of hydrogen bonds on 

its formation [98]. 

Given these reasons, few studies have explored the assembly of the FRET technique on the surface 

of the paper, mostly dedicated to nucleic acid hybridization [90, 91, 99]. Practically, the QDs and 

upconversion nanoparticles immobilized on the surface of the functionalized paper have served as 

a donor. Upon adding the targeted oligonucleotide labeled with the acceptor, the hybridization 

caused the occurrence of FRET. The researchers have claimed a rapid, sensitive and specify 

detection through the developed bioassays on the surface of the paper.  

Although the traditional derivation of cellulosic material such as paper has its place in this field of 

science, it cannot meet all the demands of modern technology especially in the fabrication of a new 

generation of cellulosic nanocomposites. Ongoing investigations for extraction of cellulose in the 

form of a nanoscale structure have led to improve the deficiency of the traditional one [100]. As 

regarding the preparation and extraction methods, various forms of nanocellulose (NC) are induced 

such as cellulose nanocrystals (CNCs), nanofibrillated cellulose (NFCs) and bacterial cellulose 

(BCs) [101]. While CNCs and NFCs result from plants (e.g., wood pulp), BC is produced during 

the growth of particular bacteria (known as Acetobacter xylinum) under controlled culture 

conditions [101]. The resulted physical shape and size of nanocellulose are defined according to 

the source and isolation process, as observed in Figure 2-14. For example, while the lengths of 

NFC and CNC are less than 50 nm, the ones of BC are around micrometer [101]. Besides, the 

degree of cellulose purity in the presented forms have been directly affected by the way it is 



25 

 

produced. Thus, it has been shown that BC owns a higher degree of cellulose purity due to direct 

synthesis in the lignin free medium. 

 

Figure 2-14. The presented figures show the differences in the structure of various nanocelluloses 

[101].  

Recently, modified nanocellulose in various forms such as paper, hydrogel, or nanoparticles has 

been widely considered in the field of bioengineering, medicine, electronic devices application, 

etc. [98, 102, 103]. The paper obtained from NC especially BC, called nanopaper or cellulose 

nanopaper, displays high optical transparency due to the nanosized diameter of its fibrils and the 
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nano-space between the fibrils network which is less than the visible light wavelength [104]. 

Additionally, owing to its nano-shaped structure, renewability, sustainability, high surface area, 

high porosity, ease of chemical modification, incredible mechanical strength (high tensile strength 

and stiffness, high Young’s modulus) [105], it has acquired plenty of attention for developing 

sensing and diagnostic tools [95].  

Interestingly, however, different forms of NC don't inherently possess conductive properties, it has 

been implemented in the fabrication of electrical sensing techniques. As such, its modification 

through various types of conductive agents such as carbon-based materials (e.g., carbon nanotubes 

and graphene) [106], gold and silver nanoparticles [107] and conductive polymers [108] has led to 

advance the hybrid nanopaper with electrical properties. Therefore, these multifunctional features 

of nanopaper caused its employment to produce new composites with the characteristics dislike the 

native one.  

Additionally, the optical transparency of nanopaper is considered to be another notable feature, 

resulting in the development of innovative optical nanocellulosic transducers. Successfully, this 

was advanced by inducing noble metal nanoparticles, organic/inorganic dye, and fluorescent 

materials within nanopaper through in-situ synthesis or covalent crosslinking [109-113]. For 

example, the in-situ synthesized Au, and Ag nanoparticles within NC was investigated in SERS 

method (Surface-Enhanced Raman scattering) which is a sensitive and selective tool for 

biochemical detections [109-111]. In this method, the molecules are absorbed to the interstice 

between the adjacent metal nanoparticles (known as the hot-spot), it leads to the enhancement of 

Raman spectra due to the electromagnetic field resulting from the SPR of metal nanoparticles. As 

explained before, SPR is dependent on size, shape and interparticle distances; therefore, they can 

affect the enhancement of Raman spectra. On the other hand, their fixation or immobilization on 

the porous and flexible substrate can increase the number of hot spots [114]. Consequently, the use 

of NCs as a nano-based platform with such unique features have improved the SERS as a detection 

tool.  

Recently, researchers have explored the BCs integration to noble metal and photoluminescent 

nanoparticles as highly sensitive composite nanopapers for colorimetric detection [112, 113]. 

Interestingly, the AgNPs were embedded within BC through a green synthesis mechanism in which 
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the abundant hydroxyl groups of BC served as a reducing and stabilizing agent. Besides, the 

nanostructural network of BC was exploited for the synthesis of AuNP, reduced and stabilized by  

 

Figure 2-15. SEM of the composit nanopapers (A) bare bacterial cellulose nanopaper. (B) AgNP-

BC: (B-a) AgNPs synthesized in-situ BC (B-b,c) AgNP-BC in the presence of 10 μg mL-1 of 

methimazole and 4 μg mL-1 of iodide, respectively (C) SEM of AuNP-BC: (C-a) AuNP-BC; (C-b, 

c) AuNP-BC in the presence of 8 μg mL-1 of thiourea and 4 μgmL-1 of cyanide, respectively. (D) 

SEM of QDs embedded within bacterial cellulose nanopaper. (E) SEM of UCNP-BC. (F) Graphene 

oxide-coated QD-BC. (G) Graphene oxide-coated UCNP-BC [112]. 

chemical agents like PEI. QDs and upconversion nanoparticles were also immobilized through 

amine-carboxyl groups reaction. Prior to crosslinking, the carboxyl groups were created on the 

surface of BC nanofibrils by TEMPO oxidation (see Figure 2-15). Besides, the researchers have 

noticed that the plasmonic or fluorescent properties of embedded nanoparticles could modulate 

upon the addition of some analytes. Accounting to this fact, they could detect the chemicals such 

as 2-mercaptobenzothiazole (MBT), cyanide, iodide, thiourea, methimazole in solution by using 

the developed composite nanopaper (see Figure 2-15B and C). For instance, they have observed 

the change in the color of AgNP-BC platform from dark amber to a light amber upon the addition 

of cyanide due to the etching of silver nanoparticles. Also, the aggregation of AgNP caused the 

increase in the intensity of AgNP-BC color since it interacted with MBT solution. Although the 
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change in the color intensity of AgNP-BC was visually detectable, the small changes were also 

revealed through the slight change in the plasmonic peak in UV-vis absorbance spectra of the 

nanoplasmonic platform [113].  

2.6 Volatile organic compounds and detection of fish and meat spoilage 

The focus of the pervious sections was mainly dedicated to the detection of bacteria through its 

whole cell. Recently, the waste products of bacteria such as volatile organic compounds (VOCs), 

the reason of characteristic odors, have been considered to recognize specific species of 

microorganism and bacteria [115-117]. For example, 2-aminoacetophenone, a grape like odor, 

synthesized by P. aeruginosa in the culture medium can be used for detection of this bacteria [118]. 

Likewise, E. coli is recognizable by its odor due to the presence of indole known as a marker VOC 

for identification of this type of bacteria [119]. Generated profile from the combination of VOCs 

can provide a fingerprint, specified for each type of bacterium. Table 2-1 presents the various 

VOCs produced by different bacteria. Approaches such as secondary electrospray ionization mass 

spectrometry (SESI-MS) and gas chromatography coupled with mass spectrometry (GC-MS) have 

been applied for fast and selective analysis of VOCs in the headspace of cultured bacteria [115, 

120].  

Table 2-1. Identified compounds from P. aeruginosa, S. aureus, E. coli, and S. Typhimurium 

through SEMSI-MS [115] 

 Relative signal intensity b 

 P. aeruginosa S. aureus E. coli S. Typhimurium 

Acetonitrile + + + ++ 

Ethanol +++ ++ ++ + 

Butanol - +++ - ++ 

Acetone  ++ +++ - ++ 

Acetic acid ++ +++ - +++ 

Ethylene glycol  ++ + - ++ 

Isopentanol   - ++ - ++ 

Pyrimidine - + - ++ 

 2-Pentanone + ++ - ++ 

4-Methylphenol  +++ + - +++ 

 Indole ++ - +++ ++ 
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2-Aminoacetophenone  + - - - 

2-Nonanone - + - ++ 

b +++, 25% to 100%; ++, 5% to 25%; +, 1% to 5%; -, below the 1% threshold. 

Given the complexity of detection through these methods, sensors such as colorimetric sensor array 

have been developed for detection and identification of VOCs [121, 122]. The array was composed 

of chemo-responsive dyes, leads to create a distinctive color pattern by exposing to VOC. 

Considering this fact, Janzen et al. have reported a discrimination of 100 VOCs [121]. Similarly, 

Carey and coworkers have implemented the colorimetric sensor array for rapid identification of 10 

strains of bacteria. As the consequent, they have found 10 distinct colorimetric patterns assigned 

to each strain of bacteria with 98% accuracy within 10 h [122].  

Furthermore, monitoring of changes in the quality of meat and fish is facilitated by recording the 

alteration in the produced VOCs. Microbial spoilage of meat and fish is a complex event which is 

recognizable by the change in the odor and physical appearance of the food product. In particular, 

the spoilage process derived from the microbial growth and consumption of proteinic substrate by 

bacteria generates the characteristic profile of VOCs. For instance, amine-based components such 

as trimethylamine (TMA), dimethylamine (DMA), ammonia, histamine, putrescine (Put), 

cadaverine (Cad), short-chain carbonyls, acids, sulfur compounds, N-cyclic compounds and 

unsaturated aldehydes have been considered for monitoring the spoilage of fish and meat [123-

125]. However, the produced VOCs may be varied in the different environments and storage 

conditions due to its dependency on the growth of bacteria [126]. Table 2-2 compares the type of 

bacteria that may grow in raw meat stored in the various conditions.  

Table 2-2. Strains of bacteria are commonly found in the raw meat stored in different conditions, 

vacuum packaging (VP) and modified atmosphere packaging (MAP) [126]. 

Gram-positive Storage conditions Gram-negative Storage conditions 

 Air MAP VP  Air MAP VP 

Bacillus +  + Achromobacter +   

Brochothrix + + + Acinetobacter + + + 

Carnobacterium + + + Aeromonas +  + 

Corynebactenum +   Alcaligenes + + + 

Clostridium   + Alteromonas + + + 

Enterococcus + +  Campylobacter +   
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Kocuria +   Chromobacterium +   

Kurthia +   Citrobacter + +  

Lactobacillus + + + Enterobacter + +  

Lactococcus +   Escherichia +   

Leuconostoc + + + Flavobacterium +   

Listeria + +  Hafnia + + + 

Microbacterium + + + Klebsiella +   

Micrococcus + +  Kluyvera +   

Paenibacillus +   Moraxella +   

Staphylococcus + + + Pantoea +  + 

Streptococcus + +  Proteus + +  

Weissella + + + Providencia + + + 

    Pseudomonas + + + 

    Serratia + + + 

    Shewanella +   

    Vibrio +   

    Yersinia +  + 

    Moraxella +   

Given the sensitivity of colorimetric sensor array, it has also been reported for the detection of fish 

spoilage by Morsy and coworkers [127]. This array has successfully revealed a distinctive color 

pattern due to the spoilage of fish in various stored conditions (24 h at room temperature and 9 

days at 4°C). Similarly, the freshness of fish has been monitored through the colorimetric sensor 

array [128]. Therefore, such colorimetric methods are attracted plenty of researchers’ attention due 

to the ease of use, its integration into the food packaging and sensitivity.  

2.7 Problem identification  

This review has focused on illustrating the most convenient type of biosensors which are user-

friendly, sensitive and selective for detecting microorganisms, either their whole cell or their by-

products. Nevertheless, most of them don’t meet the necessary demands to be applicable in the 

food packaging industry because of their solution-based functionality, needing a secondary 

biomarker to accomplish the recognition procedures and complexity in detecting devices to read 

the signal. Besides, the aggregation of nanoparticles including their stability and propensity to 

nonspecific binding may remain as other challenges that should be comprehensively addressed.  
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In order to develop an approach for the fabrication of biosensors applicable in the food packaging, 

we have to consider some criteria. Firstly, it should be user-friendly for consumers. As such, 

optical-based biosensors, especially those that are fluorescent and colorimetric, can be introduce 

as a favorite candidate that is visually detectable in most of the cases. Also, thanks to the 

advancement in smartphone technology to provide the optical detection system by supporting the 

appropriate apps. Secondly, the detection system should proceed directly after the capture of the 

analyte that makes a biosensor suitable for smart packaging. Taking into account the shapes and 

structure of the nanoparticles as well as a conformational change of the biomolecule upon 

interacting with the analyte, their forthcoming integration by appropriate design can allow 

straightforward solutions. Thirdly, solid-based detection transpires the need not only for the 

applicability in the food packaging but also overcoming the aggregation of nanoparticles. However, 

paper-based biosensors have offered myriad properties but the recently developed nanopapers, 

composed of nanocellulose, have surpassed and excelled the structure and optical properties of 

traditional paper. The nanopaper-based biosensor is the latest technology which has not yet been 

fully studied. It is envisaged that such a biosensor would open windows for excellent and efficient 

opportunities in smart packaging.   
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CHAPTER 3 OBJECTIVES AND ORGANIZATION OF THE 

ARTICLES 

 

The biosensor is a promising tool to overcome the environmental and economical problems 

resulted from outbreak of the foodborne infection. According to the literature review presented in 

Chapter 2, various biosensors have been developed for the bacteria detection and food spoilage. 

Nevertheless, there is a large gap between the advanced ones and those of one are practical in the 

food packaging. On the other hand, in-situ and user-friendly detection are among those limitations 

for biosensors that should be taken into attention to achieve a straightforward approach in the field 

of packaging. Thus, it is needed to design a proper structure with considering all effective 

parameters.  

3.1 Objectives 

3.1.1 General objective 

The main objective of this research is: 

To Develop a Sustainable Solid-Based Sensor for Bacteria and Gas Detection applicable in food 

packaging 

3.1.2 Specific objectives 

To conduct the main objective, the specific objectives were defined as follow: 

1. To design a solid-based substrate which supports the receptor and transducer,  

2. To fabricate an optical-based platform to detect some degradation by-products such as 

ammonia, 

3. To develop the solid-based biosensor for direct detection of bacteria through 

fluorescent-based approach. 
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3.2 Organization of Articles  

This section is dedicated to the scientific contribution of this thesis in the form of three original 

articles.  

The first part of the study presented in chapter 4 involves the synthesis of plasmonic nanopaper 

and its implementation for ammonia vapor detection. The article is entitled “Modulation of 

population density and size of silver nanoparticles embedded in bacterial cellulose via ammonia 

exposure: visual detection of volatile compounds in a piece of plasmonic nanopaper.” In this paper, 

we investigated a colorimetric detection of ammonia vapor by relying on plasmonic properties of 

silver nanoparticles. To take advantages of plasmonic properties of silver nanoparticles in the solid 

state, it was successfully synthesized in-situ of bacterial cellulose. The bacterial cellulose due to its 

transparency with nanofibrous structure was served as the promising platform. The sensitivity of 

as-synthesized plasmonic nanopaper was examined in the exposure of various concentrations of 

ammonia vapor. Considering this fact that ammonia is one of the major components of meat and 

fish spoilage due to the bacterial growth, this novel assay was explored for the detection of spoilage. 

To the best of our knowledge, no report has studied such a technique for vapor detection. This 

paper has been published in “Nanoscale, 2016, Vol. 8”.  

The second article in chapter 5 entitled “Nanopaper-based platform applicable in solid-state based 

FRET technique” studied another aspect of the plasmonic nanopaper for optical biosensing 

technology, specifically fluorescent based-technique. Here, gold nanoparticles were integrated into 

the bacterial cellulose by in-situ synthesis. By comparing the bacterial celluloses decorated with 

various population density of gold nanoparticles, we illustrated the potential of these platform in 

quenching photoexcited fluorophores. This work established the foundation for our third and last 

paper which is the application of such a hybrid plasmonic platform in the development of the 

FERT-based technique for pathogen detection. This article has been submitted to the journal of 

“Biochimica et Biophysica Acta (BBA) - General Subjects.” 

Having generated the solid platform with appropriate characteristics for assembly of biomolecules 

as well as AuNP for FRET technique, we can finally test our hypothesis that the whole cell of 

bacteria can be detected directly through FRET technique. This work is a proof-of-concept of 

straightforward detection of bacteria by considering the conformational change of antibody 

structure after the interaction. In order to obtain a high-throughout immunosensor, some important 
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parameters were explored that might have an impact on its functionality. The original paper entitled 

“Toward a nanopaper-based and solid phase immunoassay using FRET for rapid detection of 

bacteria” has been submitted to the journal of “Biosensors & Bioelectronics.” 



35 

CHAPTER 4 ARTICLE 1: MODULATION OF POPULATION 

DENSITY AND SIZE OF SILVER NANOPARTICLES EMBEDDED IN 

BACTERIAL CELLULOSE VIA AMMONIA EXPOSURE: VISUAL 

DETECTION OF VOLATILE COMPOUNDS IN A PIECE OF 

PLASMONIC NANOPAPER 

 

 

B. Heli ab, E. Morales-Narváez a, H. Golmohammadi c, A. Ajji *b and A. Merkoçi *d  

aCatalan Institute of Nanoscience and Nanotechnology (ICN2), CSIC and The Barcelona Institute of 

Science and Technology, Campus UAB, Bellaterra, Barcelona 08193, Spain  

b3SPack, CREPEC, Département de génie chimique, Polytechnique Montréal, Montréal, Québec, 

Canada  

cACECR-Production Technology Research Institute, Ahvaz, 6139684689, Iran  

dICREA – Catalan Institution for Research and Advanced Studies, Barcelona, 08010, Spain.  

 

Published in: NANOSCALE, 2016, Vol. 8, Page 7984–7991 

DOI: 10.1039/c6nr00537c 

 

 

 

 

 

 

 

 

 

 

 

 

 



36 

 

4.1 Abstract  

The localized surface plasmon resonance exhibited by noble metal nanoparticles can be sensitively 

tuned by varying their size and interparticle distances. We report that corrosive vapor (ammonia) 

exposure dramatically reduces the population density of silver nanoparticles (AgNPs) embedded 

within bacterial cellulose, leading to a larger distance between the remaining nanoparticles and a 

decrease in the UV-Vis absorbance associated with the AgNP plasmonic properties. We also found 

that the size distribution of AgNPs embedded in bacterial cellulose undergoes a reduction in the 

presence of volatile compounds released during food spoilage, modulating the studied 

nanoplasmonic properties. In fact, such a plasmonic nanopaper exhibits a change in color from 

amber to light amber upon the explored corrosive vapor exposure and from amber to a grey or 

taupe color upon fish or meat spoilage exposure. These phenomena are proposed as a simple visual 

detection of volatile compounds in a flexible, transparent, permeable and stable single-use 

nanoplasmonic membrane, which opens the way to innovative approaches and capabilities in gas 

sensing and smart packaging. 

4.2 Introduction 

Nanomaterials display outstanding and high-powered phenomena that are not present in bulk materials 

[1], such as localized surface plasmon resonance in noble metal nanoparticles (NPs) [2], where incident 

light triggers collective motion of their electrons, amplifying the local electromagnetic field. Noble metal 

NPs are stable, easy to synthesize and, unlike photoluminescent NPs, endowed with a relatively endless 

amount of photons for sensing applications over long time periods, which can even be visually detected 

[3-6]. Given these extraordinary behaviors, nanosensing technology is capitalizing on analyte-

nanoparticle interactions that modulate the size, shape, composition, and interparticle distance of the 

NPs, the dielectric properties or the refractive index of the surrounding medium to engineer 

advantageous nanoplasmonic sensing systems [3,7-10].  

Recently, we have proposed bacterial cellulose nanopaper decorated with optically active 

nanoparticles, including plasmonic NPs and photoluminescent NPs, as a novel sensing platform 

targeting analytes in the liquid phase [11]. On the other hand, plasmonic NPs have generally been 

exploited to detect analytes in the liquid phase [3]. However, the detection of biologically relevant 

analytes in the gas phase using simple platforms based on plasmonic NPs is scarcely explored. For 
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example, in early 2016, a search on Web of Science using the formula topic: ((localized surface plasmon 

resonance) and (gas detection)), produces results pointing to less than 50 articles, none of which are 

related to visual detection. 

Some gaseous analytes, particularly volatile compounds are often associated with environmental 

pollution, hazardous chemicals and potential biomarkers [12-15]. Furthermore, these agents can also be 

found as a by-product of bacteria and food spoilage or even in the headspace of cancer cells and blood 

samples [16-18]. Therefore, the detection of volatile compounds is a paramount research field and 

related technologies remain under development. On the one hand, emerging approaches intended for 

volatile compound sensing are expected to be simple, safe, low-power, stable, inexpensive and easy-to-

use. On the other hand, commercially available paper tests offer fast and sensitive detection strips to 

measure dangerous gases in the air. However, they are often hazardous items themselves and/or require 

a moistening step or external reagents [19,20]. Here, we demonstrate a simple-to-use plasmonic 

nanopaper designed as a hybrid material based on silver nanoparticles embedded in bacterial cellulose 

that is amenable to the detection of analytes in the gas phase with no extra reagents. In particular, we 

discovered that corrosive vapor (ammonia) exposure dramatically reduces the population density or size 

distribution of silver nanoparticles (AgNPs) embedded within the studied nanoplasmonic membrane, 

leading to a modulation of the UV-Vis absorbance corresponding to the explored nanoplasmonic 

properties, which can even be determined visually. Scheme 6-1 conveys the proposed sensing principle 

and depicts the overall set-up utilized throughout this research, which represents a straightforward way 

to follow plasmonic nanopaper interaction with gases. 
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Scheme 1. A. Schematic representation of the nanoplasmonic membrane upon volatile compound 

exposure. Corrosive vapor (ammonia) triggers etching of the nanoparticles embedded within the 

studied nanoplasmonic membrane (a). Therefore, the population density of the AgNPs falls and the 

interparticle distance increases, and/or the size distribution undergoes a dramatic change, changing 

the color of the plasmonic nanopaper. B. Schematic representation of the set-up utilized throughout 

this research. A sealed container with a capacity of 50 mL is used. A piece of plasmonic nanopaper 

is attached underneath the container lid and vertically aligned through a holder being exposed to a 

volatile compound, which was previously introduced. 

4.3 Experimental 

4.3.1 Reagents and equipments 

The commercial reagents were handled according to the material safety data sheets suggested by the 

suppliers. Bacterial cellulose nanopaper was kindly provided free of charge by Nanonovin Polymer Co. 

(Mazandaran, Iran). Ammonia (30%), methanol (99.9%), ethanol (99.8%), propanol (99.8%), acetic 
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acid (100%), ethyl acetate (99%), acetonitrile (99.8%), acetone (99.5%), and toluene (99.8%) were 

purchased from Panreac AppliChem (Castellar del Vallès, Barcelona, Spain). NaOH, AgNO3, indole 

(99%), trimethylamine (99.5%) and microwell plates were acquired from Sigma-Aldrich (Taufkirchen, 

Germany). The thickness of bare bacterial cellulose (BC) and the nanoplasmonic membrane was 

respectively measured using a digital calliper (Alfa Mirage Co. Ltd, Osaka, Japan) and reported as an 

average of 10 different points in various pieces of paper. Particle size distributions and population 

density were estimated using ImageJ 1.48v (Wayne Rasband, National Institutes of Health, USA). UV-

Vis absorbance spectra were recorded using a SpectraMax M2e spectrophotometer (Molecular Devices, 

California, USA). SEM imaging was performed using a Magellan 400L SEM High-Resolution SEM 

(FEI, Oregon, USA). TEM imaging was carried out using a FEI Tecnai F20 S/TEM (Oregon, USA). 

Nanopaper samples were prepared using a Precision Ion Polishing System, Model 691 with camera, 

(GATAN, California, USA) before the TEM analysis. Raman spectroscopy was performed using a 

Renishaw Invia Raman Microscope System (Gloucestershire, UK). The error bars in the figures 

represent the standard deviation of three parallel experiments. The box plots in Figure 4-1 and Figure 

4-4 show the median, 25th and 75th percentiles and the extreme values of the respective size 

distributions (5–95 percentile). All of the experiments were carried out using the experimental set-up 

described in eme 1B.  
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Figure 4-1. Modulation of the population density of AgNPs embedded in bacterial cellulose via corrosive 

vapor (ammonia) exposure. Appearance of AgNP-BC without ammonia vapor exposure (A) and after 

ammonia vapour exposure (C). TEM micrographs of AgNP-BC without ammonia vapour exposure (B and 

B′) and after ammonia vapour exposure (D and D′). Estimation of the size distribution of the studied AgNPs 

(E) without ammonia vapour exposure (control) and after ammonia vapour exposure. The box plots show 

the median, 25th and 75th percentiles and the extreme values of the respective size distributions (5–95 

percentile). 
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4.3.2 Synthesis of plasmonic nanopaper 

Silver nanoparticles were synthesized in situ within bacterial cellulose following previous procedures 

[11,21]. Particularly, 15 pieces of wet bacterial cellulose (2 × 2.5 × 0.3 cm) were soaked in 50 ml of 

milli-Q water at pH 12 adjusted using 2 M NaOH. Then, the mixture was kept under heating and stirring 

to reach 65 °C. At this time, 5 ml of a fresh solution of 0.1% AgNO3(v/w) was added to the mixture 

dropwise. During vigorous stirring at 65 °C, silver ions diffused into the fibril network of the cellulose 

and gradually converted to silver nanoparticles. After 2 h, silver nanoparticle formation was confirmed 

by the color change of the colorless bacterial cellulose to amber. Then the heating process was stopped 

and the mixture was cooled down to room temperature. Bacterial cellulose pieces containing in 

situ synthesized AgNPs (plasmonic nanopaper pieces) were separated from the mixture and completely 

washed through the squeezing of BC and redispersing in milli-Q water. This step was repeated 3 times 

to remove all of the unreacted silver ions and free silver nanoparticles from the cellulose fibrils. The 

nanoplasmonic membranes were dried at room temperature while they were kept between filter paper 

and glass slides to prevent any twisting and tearing. The original thickness of bare BC was not 

dramatically affected after the synthesis of AgNPs embedded within the BC as the thickness of the dried 

nanoplasmonic and BC membranes were estimated to be 16 ± 1.7 and 16 ± 2.5 μm, respectively. Once 

it is dried, the composite can be stored in the dark at room temperature for more than 6 months. 

Following the described procedure systematically, we observed that the synthesis of the nanoplasmonic 

membrane can be reproduced with a similar absorbance spectrum and nanoparticle population. 

4.3.3 Preparation of the gas sensing set-up 

Volatile compound sensing experiments were carried out in sealable containers with a total volume of 

50 mL. To explore the gas effect on the nanoplasmonic membrane, tiny amounts of volatile compounds 

(from 5 to 1000 µL) were drop-casted onto the bottom of the container aiming to spontaneously 

volatilize the studied compound and expose it to the nanoplasmonic membrane which was at the top of 

the sealed container (as described in Scheme 6-1B). The plasmonic nanopaper pieces were assembled 

inside a holder made of PDMS films, which was attached underneath the container lid but vertically 

aligned. Previously, original UV-Vis absorbance spectra of completely dried AgNP-BC pieces (5 × 5 

mm) were recorded. All of the experiments were carried out in triplicate. 
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4.3.4 Sample preparation for TEM analysis 

The samples made of BC and nanopaper embedding AgNPs were prepared via three different steps 

using a Precision Ion Polishing System. (i) The samples were treated with an energy of 4 keV for 30 

minutes (angle from the plane of the sample to the incident ion beam 1 of +7 units, and to the incident 

beam 2 of +7 units). (ii) The samples were treated with an energy of 3 keV for 10 minutes (angle from 

the plane of the sample to the incident ion beam 1 of +7 units, and to the incident beam 2 of +7 units). 

(iii) The samples were treated with an energy of 0.5 keV for 5 minutes (angle from the plane of the 

sample to the incident ion beam 1 of +7 units, and to the incident beam 2 of +7 units). 

4.3.5 Raman analysis 

Raman spectroscopy was carried out using an argon laser of 514 nm (25 mW), an objective lens of 50× 

and a CCD exposure time of 30 seconds. 

4.4 Results and discussion 

Nanopaper exhibits a myriad of functional properties which are advantageous in optical sensing, 

including optical transparency [22], sustainability, flexibility [23], high mechanical strength, 

hydrophilicity, high porosity, broad chemical-modification capabilities and high surface area [24-

26]. The nanopaper utilized in this research was synthesized via Acetobacter xylinum, as previously 

described and characterized [11]. Among other features, this cellulose exhibits a crystallinity around 

82%, an approximate Young's modulus of 17 GPa, an average fiber diameter of ca. 45 ± 10 nm and a 

length that is approximately greater than 10 μm. The plasmonic nanopaper exploited throughout this 

research was synthesized following recently reported methods, where AgNPs are synthesized in 

situ using nanopaper as the reducing agent of a salt-containing Ag precursor such as AgNO3 [11.21].  

4.4.1 The effect of ammonia vapor on AgNPs embedded in bacterial cellulose 

nanopaper 

For the present study, we employed ammonia as a model corrosive agent, which is known as an 

environmental and clinically relevant analyte [14, 15, 27]. In order to explore the effect of corrosive 

vapor exposure on the nanoplasmonic membrane, 1 mL of 30% ammonia solution was introduced and 

spontaneously volatilized at room temperature for 12 hours using the set-up described in Scheme 6-1B. 

Remarkably, the plasmonic nanopaper displayed a change in color from amber to light amber, which 
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can be readily observed by the naked eye when compared with a control piece of plasmonic nanopaper 

(without ammonia vapor exposure, see Figure 4-1A and C). Once the explored nanopaper samples were 

analyzed via transmission electron microscopy (TEM), we discovered that the population density of the 

AgNPs embedded in the nanopaper was dramatically decreased. In fact, the population density of the 

AgNPs in the images of the control plasmonic nanopaper has been estimated to be 1473 ± 227 AgNP 

µm−2, whereas the population density of the AgNPs in the images of the plasmonic nanopaper exposed 

to ammonia in the aforementioned conditions is estimated to be 302 ± 38 AgNP µm−2 (see Figure S4-1). 

Moreover, the control nanoplasmonic membrane (without ammonia exposure) displays a broad size 

distribution of AgNPs with an average particle diameter of around 10 ± 7 nm, whereas the 

nanoplasmonic membrane exposed to ammonia showed an average particle diameter of around 17 ± 12 

nm (see Figure 4-1). These results suggest that the AgNPs embedded in the nanopaper are prone to be 

partially or completely etched by corrosive vapor exposure, leading to a larger distance between the 

remaining nanoparticles, whereas the average particle size increases, modulating the plasmonic 

properties of the explored nanoplasmonic membrane. Interestingly, we observed through scanning 

electron microscopy (SEM) imaging that this phenomenon occurs with virtually no damage to the 

structure of the nanocellulose (see Figure S4-2). 

4.4.2 Specificity upon ammonia exposure 

We expected that the modulation of the population density of the AgNPs embedded in bacterial 

cellulose via ammonia exposure would lead to a sensing platform. Aiming at exploring whether the 

modulation of plasmonic properties discussed above is specific to corrosive vapour (ammonia) 

exposure, the nanoplasmonic membrane was exposed to other volatile compounds under harsh 

conditions, including methanol (99.9%), ethanol (99.8%), propanol (99.8%), acetic acid (100%), ethyl 

acetate (99%), acetonitrile (99.8%), acetone (99.5%), toluene (99.8%), indole (99%) and trimethylamine 

(99.5%). Using the set-up described in Scheme 6-1B, 1 mL of each of these volatile compounds was 

spontaneously volatilized at room temperature for 16 hours, respectively. Likewise, 1 mL of water was 

also included in these experiments to evaluate the moisture effect on the plasmonic nanopaper. 

Afterwards, the UV-Vis absorbance of each piece of plasmonic nanopaper was analyzed. We 

ascertained that the moisture gave rise to a blue shift of approximately 10 nm in the UV-Vis spectra of 

the nanoplasmonic membrane, whereas the intensity of the absorbance peak was negligibly affected (see 

Figure 4-2A). These spectral changes may be due to a possible motion of the AgNPs and/or a change 
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in the refractive index of the nanoplasmonic membrane facilitated by humidity across the experiment. 

We also spotted a blue shift of up to 20 nm in the experiments carried out with the other 10 volatile 

compounds and the absorbance peak was slightly increased or decreased (see Figure 4-2A). The origin 

of these spectral changes might be attributed to a reorganization of the AgNPs embedded in the 

nanocellulose triggered by humidity and the effect of the volatile compound on the nanopaper.  

 

 

Figure 4-2. Specificity of the nanoplasmonic membrane as a corrosive vapor (ammonia) sensing 

platform. A. UV-Vis spectra of plasmonic nanopaper upon vapor exposure using an initial volume 

of 1000 µL of different volatile compounds spontaneously volatilized for 18 hours. B. Blue shift 

observed in the UV-Vis spectra depending on the volatile compound exposed. C. Changes in 

optical density according to the volatile compound exposed. The error bars represent the standard 

deviation of three parallel experiments. a. Methanol. b. Ethanol c. Propanol. d. Acetic acid. e. Ethyl 

acetate. f. Acetonitrile. g. Ammonia. h. Acetone. i. Toluene. j. Indole. k. Water. l. Triethylamine. 

On the other hand, the color of the nanoplasmonic membranes exposed to the other volatile 

compounds has not been observed to change by the naked eye. As a consequence, we exploited the 

formula ΔOD = 1 − (A/A0) to analyze the absorbance peak modulation, where ΔOD represents the 

changes in optical density; A0 is the original intensity of the absorbance peak of the nanoplasmonic 

membrane; and A is the final intensity of the absorbance peak of the studied nanoplasmonic membrane. 

The plasmonic nanopaper exposed to ammonia changed in color, which can be detected smoothly by 

the naked eye as described above. It also exhibited a blue shift of around 20 nm and, most importantly, 

its ΔOD values were dramatically different, as can be noticed in Figure 4-2B and C. These results prove 

that the explored phenomenon is specific to ammonia exposure. Moreover, AgNPs have been reported 

to undergo a continuous release of silver ions from their surface [28], which are known to react with 
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ammonia forming the complex [Ag(NH3)2]
+. This complex can occur simultaneously with hydrogen 

bonding between the hydroxyl groups of nanocellulose and ammonia, which may boost the dissociation 

of the silver atoms and modulate the AgNP size. This mechanism is likely to contribute to the specificity 

of the explored sensing system. 

4.4.3 Sensing performance 

We explored several ammonia dose exposures for different times in order to determine the overall 

performance of the sensing principle using the experimental set-up described in Scheme 6-1B. 

Particularly, ammonia volumes from 10 μL to 1000 μL, were spontaneously volatilized at room 

temperature for 2, 4, 8 and 12 hours. The corresponding initial evaporation rates were estimated as 

described in the ESI, and range from ca. 15.7 ng s−1 to ca. 1200 ng s−1. 

Figure 4-3A shows the UV-Vis spectra of the plasmonic nanopaper exposed to an initial ammonia 

volume of 10 μL and 1000 μL between 2 and 12 hours. The intensity of the UV-Vis absorbance was 

observed to be modulated as a function of ammonia dose and exposure time. The general behavior of 

this modulation was represented in terms of the ΔOD values (obtained as discussed above); see Figure 

4-3B, which displays a two-phase response with a sharp transition for the ammonia doses below an 

initial evaporation rate of 121 ng s−1 (corresponding to 50 µL) and a steady response for the ammonia 

doses with an initial evaporation rate between 176 and 1200 ng s−1 (100 and 1000 µL, respectively). 

ΔOD values corresponding to the exposure to water were considered as blank values. Different limits of 

detection were estimated by interpolating the ΔOD blank value plus eight times its standard deviation 

into the respective calibration curve, that is, according to the exposure time of the explored corrosive 

vapor (ammonia). 
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Figure 4-3. Behavior of the nanoplasmonic membrane as a corrosive vapor sensing platform. A. 

UV-Vis spectra of the plasmonic nanopaper upon corrosive vapour (ammonia) exposure using 10 

and 1000 µL of 30% ammonia solution spontaneously volatilized for between 2 and 12 hours. B. 

Calibration curves displaying changes in optical density depending on the initial volume to be 

volatilized (from 10 to 1000 µL) and the exposure time (2–12 hours). The error bars represent the 

standard deviation of three parallel experiments. 

Among the explored exposure times, the proposed sensing platform exhibited a limit of detection of 

1515 µg of ammonia spontaneously volatilized at room temperature during 2 h in a sealed 50 mL 

container (i.e., 30.3 ppmv). On the other hand, the explored sensing system displayed a limit of detection 

of 28.7 µg of ammonia spontaneously volatilized at room temperature in a sealed 50 mL container for 8 

hours (i.e., 0.574 ppmv), which was the lowest limit of detection observed. Table 4-1 summarizes the 

estimated limits of detection and their related initial evaporation rates (details on these estimations are 

discussed in the ESI). 
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Table 4-1. Limits of detection of the explored system a 

 

a Details on these estimations are discussed in the ESI. b Limit of detection. c Related initial evaporation 

ratio. Food spoilage monitoring: a proof-of-concept 

Aiming at demonstrating a practical application for this approach, as a proof-of-concept, we reasoned 

that the studied phenomenon could be useful for food spoilage monitoring given that ammonia is 

released as a major agent along with other volatile compounds during the degradation process, in 

particular trimethylamine, dimethylamine, histamine, putrescine, cadaverine, short-chain carbonyls, 

acids, sulfur compounds, and N-cyclic compounds as well as unsaturated aldehydes in fish spoilage [29], 

and alcohols, aldehydes, esters, ketones, and carbon dioxide in meat spoilage [30].  

We again used the experimental set-up illustrated in Scheme 6-1B. 5 g of fish or meat was placed 

inside the sealed container, and was left at room temperature for 60 hours. Unexpectedly, the original 

amber color of the nanoplasmonic membranes became grey for the fish spoilage monitoring and a taupe 

colour for the meat spoilage monitoring. Furthermore, the UV-Vis spectrum was dramatically 

modulated and the original peak absorbance disappeared (see Figure 4-4A and B). Interestingly, the size 

distribution of the AgNPs embedded in the nanocellulose was also dramatically modulated upon food 

spoilage exposure. As discussed above, the original size distribution bears an average particle diameter 

of around 10 ± 7 nm, whereas we ascertained that the average particle diameter upon food spoilage 

exposure was approximately 6 ± 3 nm for fish spoilage monitoring, and ca. 6 ± 5 nm for meat spoilage 

monitoring. 

Exposure time (h) LODb RIERc(ng s−1) 

2 ∼30.3 ∼2.48 

4 ∼6.42 ∼0.51 

8 ∼0.574 ∼0.09 

12 ∼4.18 ∼0.32 

http://pubs.rsc.org/en/content/articlehtml/2016/nr/c6nr00537c#tab1fna
http://pubs.rsc.org/en/content/articlehtml/2016/nr/c6nr00537c#tab1fnb
http://pubs.rsc.org/en/content/articlehtml/2016/nr/c6nr00537c#tab1fnc
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Figure 4-4. Food spoilage monitoring via plasmonic nanopaper. A. UV-Vis spectra of the 

nanoplasmonic membranes before food spoilage exposure (Ctrl) and after food spoilage exposure 

(ammonia and several volatile organic compounds are released during fish and meat spoilage). B. 
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Appearance of the nanoplasmonic membranes before/after food spoilage monitoring. C. TEM 

micrographs, from left to right: control, fish spoilage and meat spoilage. D. Size distribution of the 

AgNPs embedded in the nanopaper before/after food spoilage monitoring, the box plots show the 

median, 25th and 75th percentiles and the extreme values of the respective size distributions (5–95 

percentile). 

On the other hand, we found that the distribution size of the embedded AgNPs ranged from 1 to 16 

nm upon fish spoilage exposure, and from 1 to 30 nm upon meat spoilage exposure. However, the 

population density of the embedded AgNPs was not dramatically affected during food spoilage 

monitoring. Thus, we concluded that the volatile compounds released during food spoilage effectively 

modulated the size of the embedded AgNPs and consequently the plasmonic properties of the sensing 

platform. Figure 4-4C displays the corresponding TEM micrographs and Figure 4-4D plots the 

estimated size distributions. Table 4-2 summarizes our study on the modulation of the population 

density and size distribution of the AgNPs embedded in the nanopaper via volatile compound exposure. 

Table 4-2. Modulation of population density (PD) and average size (AS) of the AgNPs embedded in 

the nanopaper via volatile compound exposure. 

Exposure 

PDa(AgNP per 

μm2) 

AgNP-

ASa (nm) 

Resulting 

colour 

Control ∼1473 ± 227 ∼10 ± 7 Amber 

Ammonia ∼302 ± 38 ∼17 ± 12 Light amber 

Fish 

spoilage 

∼1213 ± 251 ∼6 ± 3 Grey 

Meat 

spoilage 

∼1376 ± 244 ∼6 ± 5 Taupe 

a Three TEM micrographs corresponding to each type of exposure were analyzed to estimate these values. 

4.4.4 Raman analysis 

Additionally, we performed a Raman analysis of the explored materials. In particular, we observed that 

the employed bare bacterial cellulose displays its main Raman signature from 900 to 1500 cm−1 and 

http://pubs.rsc.org/en/content/articlehtml/2016/nr/c6nr00537c#tab2fna
http://pubs.rsc.org/en/content/articlehtml/2016/nr/c6nr00537c#tab2fna
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from 2700 to 3500 cm−1, with the most prominent peaks being those centred at ∼2900 and ∼3375 cm−1. 

Moreover, the peak centred at ∼3375 cm−1 disappears after synthesizing the AgNPs using the 

nanocellulose as a reducing agent, and a new set of peaks rise from 1500 to 1700 cm−1 due to the 

presence of the AgNPs. Interestingly, the Raman signature of the nanoplasmonic membrane around 

1350 ± 450 cm−1 was modulated upon ammonia exposure, whereas the peaks centred at 2900 and 3375 

cm−1 were similar to those of bare nanocellulose. Likewise, the Raman fingerprint of the nanoplasmonic 

membrane was modulated upon fish/meat spoilage, with those prominent peaks centred at ∼2900 

cm−1 and ∼3375 cm−1 being renewed, which can be ascribed to the partial or complete etching of the 

embedded AgNPs and can be considered further evidence of the studied phenomena (see Figure 4-5).  

 

Figure 4-5. Raman signature of the explored materials: bare bacterial cellulose (BC), bacterial 

cellulose decorated with silver nanoparticles (AgNP-BC) and AgNP-BC exposed to ammonia and 

fish/meat spoilage. 

4.5 Conclusions 

We discovered that the population density and size of silver nanoparticles embedded within bacterial 

cellulose nanopaper can be easily modulated via corrosive vapor (ammonia) exposure even in a mixture 

of volatile compounds released during food spoilage. In fact, AgNPs embedded in nanopaper were 

partially or completely etched by the explored corrosive vapor exposure, modulating the plasmonic 

properties of the studied plasmonic nanopaper. As a consequence, the nanoplasmonic membrane 

changed in color from amber to light amber upon ammonia exposure and from amber to grey or taupe 

in colour upon fish or meat spoilage exposure, respectively. These phenomena are proposed for a 



51 

 

straightforward volatile compound sensing platform principle that can be applied for visual detection 

using a flexible, transparent, permeable and stable single-use nanoplasmonic membrane. This approach 

opens the way to new possibilities and capabilities for smart packaging and gas sensing-related 

applications. 
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4.8.1.1 Figures 

 

Figure S4-1. TEM micrographs showing the population density of AgNPs embedded in BC without 

NH3 vapor exposure (A-C) and after NH3 vapor exposure (D-F). The population density of AgNPs 

at the foreground in images A-C has been estimated to be 1473 ± 227 AgNP µm-2, whereas the 

population density of AgNPs at the foreground in images D-F is around 302 ± 38 AgNP µm-2. 

AgNP-BC in images D-F was exposed at an initial vapor rate of around ~1.2 µg s-1 for 12 hours. 

TEM micrographs were analyzed via image processing through ImageJ 1.48v (Wayne Rasband, 

National Institutes of Health, Bethesda, MD) in order to estimate the population density of 

nanoparticles embedded in the BC-based composite. 
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Figure S4-2. SEM micrographs of AgNP-BC without NH3 vapor exposure (A) and after NH3 

vapor exposure (B). No damage or structural changes were observed in the nanofibers. 

 

 

 

Figure S4-3. Calibration curves displaying changes in optical density depending on the initial 

evaporation rate and the exposure time. The error bars represent the standard deviation of three 

parallel experiments. 
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4.8.1.2 Estimation of Evaporation rates and Limits of Detection 

Estimation of Evaporation rates and Limits of Detection The evaporation rate was estimated via 

the computations suggested by the National Ocean Service, (2013, National Oceanic and 

Atmospheric Administration, http://goo.gl/ebOf2T), which are based on the model proposed by 

Kawamura and Mackay [1]. This estimation was carried out considering a negligible wind speed 

of 1 μm s-1, an ammonia concentration of 30%, an ambient temperature of 25 oC and measuring 

the dimensions of the drops belonging to the respective studied volumes after being deposited onto 

the bottom of the kind of container employed throughout this research, see details in Table S1 

below.  

Table S 4-1. Estimation of initial evaporation rate of NH3. 

Volume 

(µL) 

Dimensions of the drop Evaporation rate 

 Length (cm) Width (cm) (ng s-1) (µg h-1) 

5 0.21 ± 0.11 0.21 ± 0.01 8.51 30.6 

10 0.29 ± 0.01 0.29 ± 0.01  15.7 56.5 

20 0.54 ± 0.05  0.5 ± 0.05  46.9 168.8 

50 0.88 ± 0.10  0.83 ± 0.07 121.0 435.6 

100 1.15 ± 0.05  0.96 ± 0.02  176.0 633.6 

250 1.61 ± 0.05  1.35 ± 0.05  335.0 1206.0 

500 2.96 ± 0.15  1.96 ± 0.05  834.0 3002.4 

750 3.03 ± 0.05  2.36 ± 0.11  1030.0 3708.0 

1000 3.1 ± 0.00  2.71 ± 0.10  1200.0 4320.0 

We utilized the formula ΔOD = 1 – (A/A0) to analyze the absorbance peak modulation, where ΔOD 

represents the changes in optical density; A0, the original intensity of the absorbance peak of the 
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nanoplasmonic membrane; and A the final intensity of the absorbance peak of the nanoplasmonic 

membrane. ΔOD values corresponding to the exposure to water were considered as blank values. 

Different limits of detection were estimated by interpolating the ΔOD blank value plus eight times 

its standard deviation into the respective calibration curve, that is, according to the exposure time 

of the explored corrosive vapor. 

These resulting interpolations are expressed in terms of µL. As the analyzed ammonia (30%) has 

a density of 897 µg µL-1, the mass corresponding to these calculated values was estimated using 

this density value as a conversion factor. The limits of detection in terms of initial evaporation rate 

(ng s -1) were obtained by interpolating the respective ΔOD values using the curves plotted in 

Figure S4-3. 

Author Contributions A. M. and E. M-N. conceived the overall concept. E. M-N., B. H. and H. G. 

designed the experiments. E. M-N., B. H., H. G. and A. M. analyzed the data. B. H. performed the 

experiments. E. M-N., wrote the manuscript with input of B.H., A. A. and A. M. E. M-N. performed 

the figures with input of B.H. A. M. and E. M-N. supervised the overall project.  
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5.1 Abstract 

The fluorescence (Fӧster) resonance energy transfer (FRET) functionality has been widely 

investigated in solution-based bioassays by varying the donor-acceptor pairs and their designed 

arrangement. Recently, FRET has been integrated into solid-based substrates to overcome the 

drawbacks of nanoparticle aggregation. This paper explores the performance of a nanopaper based 

configuration as a solid-based quencher applicable in FRET assay. To design a solid-based FRET 

platform, bacterial cellulose (BC) nanofibers were employed as robust nano-based template due to 

its nanofiber structure. Beside its plasmonic properties, AuNP is one of the main candidates as a 

strong quencher in FRET based bioassay. So, AuNP was synthesized within BC (AuNP-BC) by 

reducing and stabilizing the gold ions through the PEI agent. The integrated AuNP-BC showed 

high functionality to accept the transfer energy from the photoexcited donor whereas its 

performance was adjusted by controlling the AuNP densities embedded in BC. The quenching 

efficiency was assessed as 94±4%, 82±6%, and 56±11% through drop casting of fluorescein 

sodium salt (FSS) on the surface of the platform of AuNP embedded in BC, for high, medium and 

low densities, respectively.  

5.2 Introduction  

For over the past few decades, fluorescence (Fӧster) resonance energy transfer (FRET) has been 

investigated as a powerful spectroscopic technique in biosensing and bioanalysis applications [1]. 

FRET is a nonradiative phenomenon in which the excited energy from a donor fluorophore is 

transferred, and then, absorbed by an acceptor molecule [2,3]. The performance and design of 

FRET are strongly dependent on the type of donor and acceptor, which are generally conjugated to 

a biomolecule located at a desired distance between 10 to 200 Å [4]. The most popular molecular 

pairs are fluorescent organic dyes, quantum dots (QDs), upconversion nanoparticles (UPCNPs), 

noble metallic nanoparticles like gold (AuNP), silver (AgNP), and carbon-based materials, such as 

graphene (G), carbon nanotubes (CNT), and graphene oxide (GO) [3, 5].  

Due to the unique plasmonic characteristics of the gold nanoparticle, it shows high potential to 

accept the energy transfer from the photoexcited donor in comparison with the other types of 

acceptors. Dubertret and co-workers have studied that the effective distance of donor and a single 

gold nanoparticle was enhanced up to 100-fold compared with a traditional quencher [6]. 

Moreover, it has been indicated that the dependency of quenching efficiency is directly 
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correspondent to the size of gold nanoparticles, whereas larger gold nanoparticles caused a stronger 

quenching [7]. Besides, owing to their wide absorbance spectra, ease of surface modification, size-

controlled synthesis and biocompatibility, AuNPs have been extensively exploited as acceptors in 

FRET-based bioassays [8, 10].  

Currently, the most developed FRET configurations have been designed for a solution-based 

assay with single nanoparticles, while the aggregation of nanoparticles, especially gold 

nanoparticles, remains a challenge. To overcome this drawback and to provide a user-friendly and 

more sensitive bioassay, some attempts have explored the solid-based FRET confirmations. 

Functionalized glass [11, 12] and paper [13-16] are of great interest to the researchers as substrates 

to assemble solid-based bioassays.  

Although paper is a very attractive candidate for designing biosensors due to its low cost, 

flexibility, ease of use, and varieties [17, 18], a recently developed nanopaper (e.g. bacterial 

cellulose) offered more opportunities over traditional paper [19]. Owing to the nanofibrous 

structure, a high degree of cellulose purity, abundant natural functional groups, and its ease of 

modification [20, 21], bacterial cellulose has been exploited as a marvellous nanoscale support for 

nanoparticle synthesis and immobilization. Successfully integrated nanoparticles (such as gold, 

silver, quantum dot and upconversion NP) with bacterial cellulose has led to the development of 

the promising optical-based platform [22]. Specifically, plasmonic nanopapers composed of 

bacterial cellulose with noble metal nanoparticles (gold and silver) are applied as a highly sensitive 

optical and colorimetric detection approach to recognize chemicals which are either dissolved in 

water [23] or presented in the headspace of food packaging [24].  

 Up to now, neither the bacterial cellulose nor its composites is described as a substrate for FRET-

based bioassays. Herein, we study the efficiency of gold nanoparticles embedded in bacterial 

cellulose (AuNP-BC) in the quenching of a fluorophore, such as a fluorescent dye. The dependency 

of fluorescein quenching efficiency on the density of AuNP-BC is examined for the various 

fluorescein concentrations. The characteristics of BC and AuNP have a huge potential to carry 

biomolecules either through covalent bonding or electrostatic interaction. As such, it can serve as 

an excellent solid-based substrate for FRET technique to improve in-situ bioanalytical devices 

applicable in food and environment industries.  



63 

 

5.3 Materials and methods  

The following chemicals: polyethylenimine (PEI) with a molecular weight of 25,000, 

tetrachloroauric (III) acid (HAuCl4.3H2O) and fluorescein sodium salt (C20H10Na2O5) (FSS) were 

purchased from Sigma-Aldrich Co. LLC (Okaville, Ontario, Canada). The bacterial cellulose was 

provided by Nanonovin Polymer Co. (Mazandaran, Iran). The carboxyl quantum dot (Qdot 525 

ITK) was acquired from Invitrogen Co. (Carlsbad, CA). Costar 96 micro plates (black and 

transparent, flat bottom) were provided by Corning Inc. (Kennebunk, Me) as samples holders. All 

the materials were stored and handled with respect to the conditions specified in the safety 

datasheet. Milli-Q water was used for all aqueous solutions in our experiments.  

UV-Vis absorbance spectra and fluorophores emission spectra were recorded by Infinite 200 

PRO (Tecan, Switzerland) microplate reader. Scanning electron microscopy (SEM) was performed 

by Hitachi’s ultra-high resolution SU8200 FE-SEM operated at 1 kV (Hitachi High-Technology 

Cor., Japan). Transmission electron microscopy (TEM) was carried out by JEM 2100F (JEOL USA 

Inc., CA). 

5.3.1 In-situ synthesis of AuNP within BC 

In-situ synthesizing of AuNPs was performed through the method as described [22]. So, the 

synthesis was proceeded by soaking 15 pieces of cut, wet BCs (1×1 in) in 100 ml of HAuCl4 

solution under heating and stirring. Once the temperature reached the boiling point, PEI solution 

was added to the precursor mixture. The synthesis of AuNPs within BCs was completed after 1 h 

under the same conditions of heating and stirring. The color of the BC pieces changed from 

colorless BCs to red-violet and pink, indicative of AuNP formation. Here, to modulate the density 

of the AuNPs embedded in BCs, the concentration of HAuCl4 was adjusted to 0.34, 0.17 and 0.02 

mM which was reduced to AuNPs by adding 400, 200 and 30 µl of 15% (V/V) PEI solution.  

After cooling the mixture to room temperature, AuNP-BCs were separated from the rest of the 

solution in the container. Then, the free and unattached nanoparticles were removed from AuNP-

BCs by washing with an adequate amount of Milli-Q water. Afterwards, the AuNP-BCs were 

properly dried at room temperature by putting them between a filter paper under mild pressure.  

The samples were prepared from the dried AuNP-BCs by punching them in a circle shape (d=5 

mm). To measure the absorbance and emission spectra, they were placed in transparent and black 
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microplates, respectively. The absorbance band of dried BC, without any treatment, was considered 

as the blank sample.   

5.3.2 Sample preparation for TEM 

In order to define accurately the size and shape of AuNP, a piece of the synthesized of AuNP-BC 

was soaked in 3 ml of Mili-Q water. It was then treated under sonication in an ultrasonic bath 

(Thermo Fischer, 40 KHz) for 1 h, which resulted in the dissociation of AuNPs from the platform. 

Next, the obtained mixture was filtered by syringeless filtering device (WhatmanTM, 0.45 µm 

PEFE membrane) to remove impurities. The filtered mixture containing AuNP was dropped on the 

surface of a copper grid with supporting carbon film (CF400-Cu, Electron Microscopy Sciences) 

prior to TEM observation. This procedure was repeated separately for the different AuNP-BC 

platforms. 

5.3.3 Estimation of quenching efficiency  

The ability of AuNP-BC to absorb the energy transfer was assessed by examining the quenching 

efficiency of FSS (excited and emitted at wavelengths of 460 and 520 nm, respectively). In order 

to measure the samples’ background, the emission intensities of AuNP-BCs and BCs were also 

recorded by the microplate reader at the same excitation wavelength before adding FSS. Next, 5 µl 

of different FSS concentration dissolved in Milli-Q water was drop-casted to each piece of AuNP-

BCs and BCs located in the black microplate. After drying it at room temperature for 20 min, the 

fluorescent emission intensity was scanned again at the same excitation wavelength. The quenching 

efficiency (𝜑𝑞) of FSS was evaluated through the following equation: 

𝜑𝑞 =
𝐼0 − 𝐼𝑖

𝐼0
 

Where, 𝐼0 and 𝐼𝑖 are the emission intensities of the dispersed FSS on the BC and AuNP-BC, 

respectively. These values are applied in the equation after subtraction from their respective 

background.  

To confirm repeatability of experiments, all the represented graphs were evaluated from those 

obtained through three parallel experiments with mean and standard deviation.   
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5.4 Results and discussion 

5.4.1 Characterizing the in-situ synthesized AuNP-BC  

The employed bacterial cellulose (BC) in this study was produced by Acetobacter xylinum under a 

controlled culture conditions [25]. The synthesized BC sheet through this approach is a gel-like 

with a nanofibrils network whose nanofibers have the average diameter of 45±10 nm and the 

estimated length more than 10 micrometers [22]. As such, the native form of BC was implemented 

as the bio-based platform in our investigation.  

Through the Au precursor adjustment (by 0.34, 0.17, and 0.02 mM), the population density of the 

synthesized AuNPs embedded in a BC network can be controlled. Here, Poly(ethyleneimine) (PEI) 

serves as a reducing agent that also stabilizes and protects the formed AuNPs in the BC network 

[26]. Due to the cationic structure of PEI, composed of primary, secondary, and tertiary amino 

groups, the ionic AuCl4
- is absorbed by PEI, which is then followed by its transformation into 

metallic Au atoms [27]. Once AuNPs are formed, the color of BCs tent from colorless to red-violet 

and pink, with their color intensity being highly dependent on the concentration and the density of 

AuNPs, as shown in Figure 5-1A. The UV-Vis absorbance spectra, as illustrated in Figure 5-1B, 

proves also the impregnated BCs with the different densities of AuNPs. While there isn’t any 

absorbance peak for BC between 400 to 650 nm, the absorbance spectrum of AuNP-BCs reveals a 

peak at 530 nm, as the result of the plasmon resonance absorption of AuNPs. Upon decreasing the 

AuNP density within the BC, the intensity of this plasmonic peak declined and became broader, as 

studied before [26]. Thus, the absorbance spectra demonstrated that the plasmonic properties of 

AuNPs can be preserved while they are embedded in the BC network.  
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Figure 5-1. AuNP-BCs characterization by (A) their color appearance (from right to left, high, 

medium and low-density AuNP-BC and bare BC) and, (B) UV-Vis absorbance spectra of AuNP-

BC synthesized with different densities of AuNPs. Also, the emission spectra of FSS (exited at 460 

nm) and QD (exited at 350 nm) are illustrated for more comparison.  

Moreover, the SEM pictures (Figure 5-2) clearly illustrate a uniform distribution of AuNPs on 

the BC surface, which is also significantly affected by AuNP density. As it can be observed, for 

the high AuNPs density, clusters of AuNPs are more dominant in comparison with a single 

distributed AuNP. This effect was less prominent when AuNPs density was reduced to the lowest 

amount, where single nanoparticles can be distinctly recognized.   
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Figure 5-2. Scanning electron microscopy of AuNP-BC with high density (A and A’), medium 

density (B and B’), low density (C and C’), and bare BC (D). 

Furthermore, the structure and size of AuNPs were investigated using TEM imaging as shown in 

Figure 5-3. Interestingly, we observed the spherical AuNPs dissociated from the high and medium 

density AuNP-BCs platform with the average diameter of about 5.5±1.2 and 5.1±1.2 nm, 

respectively. As such, the increase of the Au precursor concentration affected directly the density 

of embedded AuNP, with a negligible effect on the size of AuNP. However, the suggested 

methodology of sample preparation didn’t provide enough cluster of AuNP for the exploration of 

AuNP embedded in the low density platform. 
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Figure 5-3. Transmission electron microscopy (TEM) of AuNPs dissociated from the high density 

(A) and medium density (B) of AuNP-BC platforms and their respective size distribution 

histograms (A’ and B’). 

5.4.2 Estimating the fluorescence quenching efficiency 

The energy transfer from donor to acceptor in FRET can be significantly enhanced by maximizing 

the spectral overlap of acceptor absorption and donor emission [2]. Interestingly, as seen in Figure 

5-1B, the board absorbance spectra of AuNP-BCs provided an incredible overlap with FSS 

emission spectra whereas it became larger by the increase in the density of AuNP-BC. To examine 

the effect of AuNP-BCs density on FSS quenching, the fluorescent intensity of 5 µl FSS with 

concentrations of (5, 2, 1, 0.5 and 0.25 µg/ml) were spotted on AuNP-BCs and measured through 

microplate reader. Its comparison with the similar amount of FSS spotted on the surface of the bare 

BC revealed the quenching efficiency of FSS as shown in Figure 5-4. As observed, high-density 

AuNP-BC behave as a strong acceptor and it could even quench a high concentration of FSS (5 

µg/ml), up to 95%. The decrease in the density of AuNP-BCs caused a reduction in the quenching 

efficacy – less than 70% for the same FSS concentration. Interestingly, a similar quenching 

efficiency was estimated by the change of the concentration of FSS, whereas the quenching 

behavior wasn’t affected notably by lowering the concentration of FSS. On the other hand, FSS 
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quenching efficiency was strongly dependent on the AuNP density, as a reduction in the density of 

the AuNPs, caused less acceptance of the transferred photons from the excited FSS. This reduction 

is a result of the decrease in the number of AuNPs located in the BC and therefore, an increase in 

the distance of the interparticles (see SEM imaging). Although AuNPs are completely dispersed 

within the BC network, it is expected that the particles located on the surface of the BC can, more 

effectively, absorb the photons from the excited FSS compared to the AuNPs located underneath 

the nanofibrils layers.  

 

Figure 5-4. Evaluation of FSS quenching efficiency cast on nanopaper-based platform of AuNPs 

with different density. 

The distribution of the estimated FSS quenching efficiency over different densities of AuNP-

BCs is shown in Figure 5-5. The examined quenching efficiency of FSS on the high density of 

AuNP-BC revealed a narrower distribution, while a decrease in the density of AuNP-BC leads to 

a broader distribution. In fact, in FRET, the efficiency of energy transfer from donor to acceptor 

increases by the enhancement of acceptor molecules [28]. Due to the special design of the 

nanopaper platform employed as an acceptor, each excited FSS is simultaneously influenced by 

multiple AuNPs. This effect was remarkably diminished for the low density AuNP-BC, due to the 

large distance between nanoparticles. So, each FSS may be affected by the exceptionally less 

number of AuNPs; only the nearer ones to AuNP endure higher rate of energy transfer. As such, 

this effect is attributed as the main reason for the broader distribution of FSS quenching efficiency 

for AuNP-BC of lower density.  
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Figure 5-5. Distribution of the evaluated FSS quenching efficiency regarding to AuNP-BCs 

densities over different concentrations of FSS. 

To verify if the quenching behavior of fluorophore can be affected by its structure, carboxylated 

quantum dot (QD), with an emission wavelength of 525 nm, was also employed. Despite its unique 

nano-spherical structure, its emission overlap with AuNP-BCs is similar to the emission spectra of 

FSS. Although the results are not presented here, our observations confirmed its quenching 

efficiency followed the same behavior as FSS.  

 

Figure 5-6. A comparison between FSS fluorescent intensity cast on the surface of nitrocellulose 

and BC. The graph insight is just a magnification of the last two concentrations. The measured 
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fluorescent intensities were the result of applying 5 µl of FSS with different concentration on the 

surface of BC or nitrocellulose.  

It is worth mentioning that we also observed a significant difference in the photoluminescence 

intensity of FSS cast on the BC pieces (previously named as 𝐼0) compared with the same amount 

spotted on nitrocellulose, as presented in Figure 5-6. The fluorescent emission spectra of bare 

nitrocellulose, excited at the wavelength of 460 nm (same excitation wavelength of FSS), revealed 

a peak at 505 nm, which may be related to impurities involved with cellulose [29]. At the same 

excitation condition, the drop casted FSS (in 5 µl/mg) on nitrocellulose displayed a 

photoluminescence 26.9-times higher than that of the nitrocellulose background. So, the high 

luminescence of FSS was not due to its background, however, the main reason for this phenomenon 

is still unclear. As compared in Figure 5-6, the obtained fluorescent intensity from the spotted FSS 

on the BC was notably less than the similar ones measured on the nitrocellulose. It may be 

attributed to the overlap between BC absorbance spectra and FSS emission spectra as presented in 

Figure 5-1B. Our findings also demonstrated that the QD exhibited higher fluorescent intensity 

when it was cast on nitrocellulose in comparison with BC. The significant reduction of the 

photoluminescence, it may restrict the application of BC as a nano-based platform to carry 

fluorescent molecules with similar emission spectra in bioassay.  

5.5 Conclusion 

In this work, we presented the potential of AuNP-BCs in quenching the emitted photons from 

fluorophores, such as FSS and QD in Fluorescence (Fӧster) resonance energy transfer (FRET) 

phenomena. It was found that the quenching efficiency is determined by the density of AuNPs 

embedded in BCs. By adjusting the precursor concentration, it was possible to successfully 

modulate the population density and distribution of AuNPs. Therefore, the developed nanostructure 

was assessed as a powerful solid-based quencher in FRET. Additionally, the broad absorbance 

spectra of AuNP-BC can have a large overlap with emission spectra of various fluorophores which 

can make it an appropriate substrate for the design of multiplex recognition FERT-based bioassays. 

Besides, the availability of functional groups, either provided by the BC or the AuNP, can offer a 

variety of biomolecule conjugation on this solid substrate. Owing to these properties, as well as its 

flexibility and biocompatibility, this platform can open new opportunities for nanopaper-based 

biosensors for application in the medical, environmental, and foodpackaging sectors. It can also be 
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used to improve approaches in the mobile-based detection which are of great interest in the future 

of biosensors.  
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6.1 Abstract  

 In this study, we propose a novel and sensitive FRET-based immunosensor for the detection of E. 

coli bacteria, developed on a nanopaper platform. The nanopaper platform was composed of 

carboxylated bacterial cellulose impregnated with gold nanoparticles (AuNPs). The as-synthesized 

platform was simultaneously exploited as the acceptor in FRET approach and, also as a substrate 

for the integration of biorecognition element. The anti-E. coli conjugated quantum dot (QD) 

(emitting at 525 nm and serving as the donor) was linked to the protein A/G, immobilized on the 

nanopaper platform through a covalent bond. Interestingly, once E. coli was captured by the anti-

E. coli-QD, the energy transfer triggered due to the conformational change in the antibody structure 

and this, in turn, caused a reduction in the distance between the donor and acceptor. The limit of 

detection of E. coli was estimated to be around 10 CFU.mL-1 by the proposed immunosensor.  

6.2 Introduction  

During the last decades, the outbreak of foodborne diseases has seriously threatened people’s lives 

worldwide and led to a considerable number of hospitalizations and even deaths [1, 2]. In fact, the 

incidence of foodborne infection is a result of ingesting food, which includes vegetables, and 

beverages, contaminated by foodborne pathogens. Generally, food sources can be contaminated 

with fatal pathogen during the processing and handling that takes place in delivering food from the 

farms to our table. However, precise monitoring and early recognition of pathogen can ensure the 

safety of our food and prevent the subsequence of foodborne pathogen that is widespread [3].  

Various conventional methods, such as microbiological plate culturing and biochemical screening, 

have been used to detect bacteria quantitatively and qualitatively [4]. However, as they are 

expensive, have a long processing time, and require scientific expertise, their application has 

become restricted in the high-demand food industries [4]. So, to address the needs, it is crucial to 

develop a fast, highly selective and sensitive, low-priced, in-situ and user-friendly recognition 

device. Researchers all over the world are essaying to design the miniaturized tools that would 

improve the challenge of the foodborne pathogen detection, with the help of engineered 

nanomaterials and the science of nanotechnology [5, 6]. Nanoscale materials, with a size less than 

100 nm are endowed with unique physical and chemical properties such as high surface area, 
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optical and electrical characteristics, which offer myriad opportunities about sensing technology 

[7, 8].  

Among the various biosensing approaches and fabricated bioassays, fluorescence-based methods, 

such as the Förster (fluorescence) resonance energy transfer (FRET), have increasingly emerged 

as a promising approach due to their sensitivity, selectivity, and rapidness [9]. The feasibility of a 

FRET-based immunosensor has been studied in varieties of configurations for the detection of 

pathogen [10-12]. This phenomenon includes a non-radiative energy transfer between a pair of 

donor and acceptor molecules, with an extreme sensitivity to their distance [13]. The performance 

of FRET can be enhanced by maximizing the overlap of donor emission spectrum and absorbance 

spectra of the acceptor [14].  

Owing to their narrow emission spectra, broad absorbance band, and high photostability, 

semiconductor quantum dots (QDs) have proven to be one of the effective donor candidates [15]. 

Particularly, their combination with size-tunable gold nanoparticles (AuNPs), with an efficient 

fluorescent quenching over a broad range of photoexcited QDs, enables them to be excellent donor-

acceptor pairs for bioassay tools [16, 17].  

Recently, exploiting the features of bacterial cellulose (BC) (such as crystalline nano-micro fibril 

structure, high mechanical strength, high porosity, surface area, and transparency) in combination 

with in-situ synthesized noble metal nanoparticles (gold and silver nanoparticles) has led to the 

development of improved plasmonic nanopaper [18]. Subsequently, its application as a successful 

optical sensor of either water-soluble species or volatile organic compounds (VOC) in dry state has 

been ascertained [18-20]. Moreover, in our previous effort, we studied this plasmonic nanopaper 

as a strong quencher, which absorbed up to 95% of the energy transfer from the high concentration 

of a photoexcited donor [21]. We also showed that the quenching efficiency is dependent on the 

density of the AuNP inside BC, as the quenching efficiency reduced with the decrease in the AuNP 

density.  

To the best of our knowledge, there is no report of as-synthesized nanopaper applied in a FRET-

based immunosensor yet. In this paper, we describe a novel, versatile, and sensitive immunosensor 

based on FERT, which utilizes gold nanoparticles embedded in carboxylated BC (AuNP-CBC) as 

nanopaper-based acceptor. As the Scheme 6-1 presents the operational concept of proposed 

immunosensor, the distinctive structure of the CBC and its abundant functional groups facilitated 
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the layer-by-layer assembly of gold nanoparticles and biomolecules. So, first, the protein A/G was 

covalently immobilized on the nanofiber surface of the AuNP-CBC. Second, the antibody 

conjugated QD (Ab-QD) (with emission wavelength of 525 nm) bonded with the protein A/G in a 

well-oriented configuration. The interaction of the analyte with the Ab-QD caused an alteration in 

the luminescence of the QD. This was due to the change of distance between the QD and the 

acceptor nanopaper, as the result of the conformational change induced in the antibody structure 

after its interaction with the analyte [22, 23]. The performance of this nanopaper-based 

immunosensor as a model was evaluated through the response gathered from the interaction of 

anti-HRP (HAb) and HRP, and at the end, it was finalized for the detection of E. coli as the 

representative of pathogenic bacteria.  

 

Scheme 6-1. The operational concept of proposed immunosensor. The carboxylated bacterial 

cellulose impregnated with AuNP (CBC-AuNP) is implemented as the solid platform to support 

the essential biorecognition elements, protein A/G and Ab-QD. Upon recognition of bacteria by 

the immunosensor there is a conformational change in the 3D structure of the Ab-QD that leads to 

the decrease of QD photoluminescence. This phenomenon is due to the reduction of effective 

distance between donor (QD) and acceptor (AuNP-CBC) from ri to rf. It should be noted that the 

scale of this scheme is irrelevant.  

6.3 Experimental methods 

6.3.1 Reagents and instruments 

 The nanopaper-based substrate, bacterial cellulose (BC), was obtained from Nanonovin Polymer 

Co. (Mazandaran, Iran). To oxidize BC and create carboxyl groups, sodium hypochlorite solution 
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(NaOCl), 2,2,6,6-Tetramethyl-1-piperidinyloxy 98% (TEMPO) and sodium bromide (NaBr) were 

purchased from Sigma-Aldrich Co. LLC (Oakville, Canada). The reagents such as 2-(N-

Morpholino) ethanesulfonic acid (MES), the tablet of phosphate buffered saline (PBS), N-Ethyl-

N′-(3-dimethylaminopropyl) carbodiimide hydrochloride (EDC), citric acid trisodium salt and gold 

(III) chloride trihydrate (HAuCl4·3H2O) were provided from Sigma-Aldrich. The anti-peroxidase 

antibody produced in rabbit and horseradish peroxidase (HRP) (peroxidase from horseradish type 

VI) were acquired from the same supplier. TMB (3,3′,5,5′-Tetramethylbenzidine) solution 

substrate, used as HRP substrate for enzymatic reaction, was purchased from Thermo Fisher 

Scientific Inc (Ottawa, Ca). Also, Sulfo-NHS (N-hydroxysulfosuccinimide) and Pierce™ 

recombinant protein A/G were provided from Thermo Fisher Scientific Inc. Carboxyl Quantum 

dots (Qdot 525 ITK) was supplied from Invitrogen Co. (Carlsbad, Canada). Polyclonal antibody 

produced in rabbit against E. coli DH-5α without any BSA was purchased from Bioss Inc. (Ma, 

USA). The other reagents used in the experiments that are probably not mentioned here were 

obtained from Sigma-Aldrich.  

Amicon ultra-0.5 mL centrifugal filters, MWCO 100 kD, was acquired from Millipore Corp. 

(Ontario, Canada). Samples were placed in the Costar 96 microplates (black and transparent, flat 

bottom) provided by Corning Inc. (Kennebunk, Me). Thermo-shaker incubator for micro tube and 

plate rack, used in antibody-QD conjugation and protein A/G immobilization was obtained from 

MBI (Montreal Biotech Inc., Canada). Measuring UV-Vis absorbance spectra and fluorophores 

emission spectra were carried out with Infinite 200 PRO (Tecan, Switzerland) microplate reader. 

Scanning electron microscopy (SEM) was performed by Hitachi’s ultra-high resolution SU8200 

FE-SEM operated at 1 kV (Hitachi High-Technology Cor., Japan). 

6.3.2 Carboxylation of bacterial cellulose (CBC) 

 In general, the carboxyl functional groups are created on the nanofibrils of the BC by the TEMPO-

oxidation procedure. As previously described [24], to obtain the carboxylated BC (CBC), 250 mg 

of dried BC was dispersed in 150 ml of Milli-Q water, which contained dissolved TEMPO (7.8 

mg) and NaBr (78 mg). To start the oxidation, 11 wt % NaOCl with the ratio of 8:1 (mmol/ gr BC) 

was added to solution, and pH was adjusted to 10.5 by adding 0.1 M HCl. Since the pH of the 

solution decreased during the oxidation reaction, it was kept constant at 10.5 by adding 0.1 M 

NaOH. After an hour of gentle mixing at room temperature, the reaction was stopped by adding 
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ethanol to reach the pH of 7. The CBC was separated from the reaction solution and washed 

sufficiently with ethanol, and then with Milli-Q water. The obtained CBC was finally preserved in 

Milli-Q water. 

To determine the content of carboxyl groups on the BC fibers, conductometric titration was 

performed on the as-oxidized BC [25]. 50 mg of dried and oxidized BC was dispersed in 50 ml of 

Milli-Q water. To protonate all carboxyl groups, 0.1 M HCl was added to the solution to reach pH 

of around 2.5. Then, the suspension was titrated with 0.01 M NaOH, and the changes in the 

conductivity of the solution were recorded to obtain the final pH of 11. The carboxyl group content 

was estimated by the obtained titration curve.  

6.3.3 In-situ synthesis of AuNP within CBC (AuNP-CBC) 

 The CBC was impregnated with AuNPs in accordance with the Turkevich procedure [26]. 15 

pieces of CBC (1×1 in2) were soaked and mixed in 100 ml of HAuCl4 solution with a concentration 

of 0.09 mM. The mixture was brought to boiling point, and citric acid trisodium solution (875 µl, 

40 mM) was rapidly added to the container. Following 1 h of the same reaction condition, the gold 

ions were gradually reduced to AuNPs within the nanofibrils of the CBC. The formation of the 

AuNPs was indicated by the color change of the CBC from colorless to light purple. At that 

moment, the stirring of the mixture was continued without heating, to reach room temperature. 

Then, the synthesized AuNP-CBCs pieces were separated from the mixture and washed with plenty 

of Milli-Q water to remove all unreacted Au ions and free AuNPs. The obtained AuNP-CBC pieces 

were dried at room temperature by keeping them between pieces of filter paper to preserve them 

from wrinkle.   

6.3.4 Protein A/G immobilization on the CBC and the AuNP-CBC 

 The protein A/G was covalently immobilized on the surface of the CBC and the AuNP-CBC 

through EDC/Sulfo-NHS chemistry. In short, the activated carboxyl groups on the surface of the 

nanofibrils were bound to the primary amines of the protein A/G. The immobilization procedure 

was as follows: EDC and Sulfo-NHS solution was freshly prepared by dissolving in 0.01 M MES 

pH 5. The respective nanopapers were cut in circular shape of 6 mm and placed in 96 wells 

microplate. Then, the nanopapers platforms were sequentially washed with water, 0.01 M PBS pH 

7.4, and 0.01 M MES buffer pH 5 (each step was done for 20 min at room temperature and 650 
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rpm). Then, 40 µl of the fresh mixture of EDC and Sulfo-NHS, composed of 5 mM EDC and 4.6 

mM Sulfo-NHS with the ratio of 1:2 (mole/mole), was added to the nanopapers platforms. The 

activation was completed in 20 min by incubation in a thermos-shaker at room temperature and 

650 rpm.  

As the ultimate purpose is to obtain the immobilized protein A/G on the AuNP-CBC, successive 

experiments were conducted to determine the efficient conditions of immobilization. These 

conditions were first evaluated on the surface of the CBC, and later induced into the AuNP-CBC. 

The strategy was as follows: 1) Investigating the effect of pH: 40 µl of 0.1 mg/ml protein A/G 

dispersed in 0.01 M MES with pH 4.1 and PBS with pH 7.4 was separately added to the activated 

CBC. 2) Determining the optimum amount of the protein A/G: 40 µl protein A/G with the 

concentrations of 0.3, 0.1, and 0.033 mg/ml (dispersed in the buffer selected from the earlier 

experiment) was immobilized on the surface of the activated CBC. The immobilization was 

accomplished through 2 h incubation in the thermo-shaker at room temperature and 650 rpm. Then, 

the unreacted protein A/G was removed and kept for a later Bradford assay analysis. After washing 

the resultant CBC immobilized with the protein A/G with MES and PBS buffer, the unreacted 

active carboxylates were blocked with 1% BSA in PBS pH 7.4 for 1 h at room temperature. The 

obtained nanopaper complex was stored at 4 °C for the following experiments. 

6.3.5 Conjugation of antibody to quantum dot 

Two different antibodies were explored in the experiment, anti-HRP (HAb) as a model antibody to 

evaluate the developed bioassay and anti-E. coli (EAb) as a model for the pathogen detection. The 

conjugation of carboxylated QD to antibody was performed by a previously described method [27]. 

At first, 10 µl of the fresh solution of EDC/Sulfo-NHS, as explained above, was mixed with 200 

µl of 1.2 nM QD dispersed in 0.01 M MES buffer pH 5. After that, the activation of carboxyl 

groups of the QD was completed by incubating the mixture in the thermos-shaker for 30 min at 

room temperature and 650 rpm. The excess solution was eliminated through Amicon Ultra-0.5 ml 

centrifugal filters, cutoff 50 kDa for 7 min at 12,000 rpm. The resulting filtrate QD was diluted 

with 0.01 M MES pH 5 to reach 100 µl, and then mixed with 100 µl of HAb or EAb with the 

concentration 36 µg/ml. Next, it was incubated for 2h at 24 °C and 650 rpm. The free activated 

carboxyl groups were blocked by 20 µl of 1% BSA dissolved in PBS by the incubation of the 

solution for 30 min in the same condition. The obtained conjugate solution was filtered by Amicon 
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Ultra-0.5 ml, cutoff 100 kDa. Finally, the resultant Ab-QD conjugate was preserved at 4 °C. Its 

dilution (in 0.01 M PBS and 0.5% Tween 20 solution) would be according to the needs of the next 

steps.  

6.3.6 Characterization of the immobilized protein A/G on nanopaper-based 

platform 

 The performance of nanopaper-based platforms integrated with the protein A/G were explored as 

follows: (i) The samples of CBC and the AuNP-CBC, immobilized with the protein A/G at different 

conditions, were incubated with 100 µl Ab with the concentration of 36 µg/ml. The immobilization 

was accomplished by overnight incubation at 4 °C and 650 rpm. Then, the excess solution was 

discarded, and the samples were washed three times with PBS. (ii) The 100 µl of the resultant HAb- 

QD (diluted 6 times) were incubated in the AuNP-CBC and CBC samples with the final 

immobilized protein A/G. The same condition of incubation as explained above was applied here. 

(iii) Finally, we pursued an optical test to verify the performance of the obtained nanopaper-

biomolecules. Briefly, 20 µg of HRP in PBS buffer (10 mM, pH 7.4) was added to the obtained 

nanopapers and made to interact with antibodies for 1 h at room temperature and 650 rpm. Then, 

the uncaptured HRP was discarded by washing three times with PBS. The blank samples were 

considered to be the nanopaper immobilized with the protein A/G and HRP. Afterward, 120 µl of 

TMB, the substrate for the enzymatic reaction of HRP, was added to the resultant nanopapers. After 

30 s, the reaction was stopped by adding 120 µl of 2 M HCl while the solution color changed from 

yellow to blue. The optical density of the produced color was then measured at 460 nm by TECAN 

spectroscopy device. Besides, the fluorescent intensity of those samples that contained the HAb-

QD was estimated at 525 nm by exciting it at 350 nm before and after its interaction with HRP.   

6.3.7 Pathogen recognition platform 

The immunosensor platform for pathogen recognition proceeded, as explained before, by the 

immobilization of the protein A/G on the surface of AuNP-CBC. EAb-QD was diluted in PBS 

(0.01 M, pH 7.4, 0.5% Tween 20) to acquire the final concentration of 6 µg/ml and 0.2 nM for the 

EAb and the QD, respectively. Then, it was incubated overnight in the nanopaper immobilized 

protein A/G platform at 4 °C and 650 rpm. After eliminating the excess reactants and washing the 

final assembled platform, its initial fluorescent intensity (excited at 350 nm and emitted at 525 nm) 
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was recorded by the TECAN and named 𝐼𝑖. Following that, it was assessed for bacteria detection. 

Two strains of bacteria were investigated here, Escherichia coli (DH5α) as representative of 

pathogenic E. coli and Staphylococcus aureus (54-73) (S. aureus) as the control bacteria. The 

bacteria preparation steps are explained in detail in the supporting information. The serial dilutions 

of the bacteria, E. coli and S. aureus, were prepared in PBS from 108 to 10 CFU.ml-1. 100 µl of the 

bacterial suspensions were allocated to the immunosensor platform and incubated for 1.5 h at 25 

°C. Next, the unattached bacteria was discarded by washing. Lastly, the final fluorescent intensity 

(𝐼𝑓) of the immunosensor was measured at the same excitation wavelength. The overall 

performance of the fabricated immunosensor, presented in terms of QD quenching efficiency, was 

evaluated by the following equation: 

𝜑𝐹 = 1 −
𝐼𝑓

𝐼𝑖
 

The presented results in the following sections were obtained by means and standard deviation of 

three different samples which confirm the validity and reproducibility of the experiments.  

6.4 Results and discussion 

The utilized bacterial cellulose (BC), with the appearance similar to a hydrogel sheet, was produced 

by acetic acid bacteria (e.g., Acetobacter xylinum) through oxidative fermentation of a medium 

[28]. The synthesized BC has a high degree of cellulose purity with a 3D structure composed of 

the nanofibrils with the diameter around 50-60 nm, resulted from the glucan chains linked strongly 

together by hydrogen bonds [29]. This unique structure and features of BC facilitate the design of 

our proposed immunosensor by providing enough functional groups. 

6.4.1 Carboxylation of bacterial cellulose (CBC) 

First, inducing carboxyl groups by oxidization of the BC nanofibers through TEMPO/NaBr/NaClO 

in aqueous solution transformed it into a nanopaper-based platform, which is simply linked to the 

biomolecules. Basically, TEMPO-mediated oxidation selectivity treats the primary hydroxyl 

groups located at C6 of the cellulose molecule [24]. As-resulted carboxyl groups content on the 

CBC was estimated to be 0.5 mmol.g-1 BC through the conductivity titration curve. The induced 

carboxyl groups were assigned later for carboxyl-amine conjugation of protein on the surface of 

the CBC.  
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6.4.2 In-situ synthesis of AuNP within CBC 

 Second, by embedding the AuNP within the CBC, we obtained a nanopaper and solid-based 

platform with robust quenching behavior applicable to the FRET method. Through the Turkevich 

method, Au ions were reduced, capped by citrate ions and led to the in-situ synthesized AuNP-

CBC. Due to the synthesis of AuNP, the color of CBC pieces was changed to purple which was 

detectable by naked eyes. Besides, as Figure 6-1.A shows electron microscopy imaging, AuNPs 

are uniformly distributed inside of the CBC nanofibrils. Moreover, the plasmonic properties of 

AuNP-CBC is illustrated by its UV-Vis absorbance spectra with a peak at 530 nm (Figure 6-1.B). 

The density of the AuNPs was adjusted by the concentration of the Au precursor, as we have 

previously demonstrated that the quenching behavior of a similar platform was dependent on it 

[21]. With respect to our funding, it is estimated to achieve a maximum quenching efficiency 

between 60%-70% through the obtained AuNP-CBC platform. Also, the evaluated carboxyl group 

content of AuNP-CBC (see experimental section) was 0.45 mmol.g-1, which reduced slightly in 

comparison to those without AuNP. The carboxyl groups may be either hindered by the AuNPs or 

attributed to the formation of nanoparticles. Thus, the obtained nanopaper inherently took 

advantage of the CBC with its carboxyl groups, plasmonic properties of AuNP and its behavior of 

absorbing the energy transfer in the FRET method. 

 

Figure 6-1. Characterization of the obtained AuNP-CBC, (A) scanning electron microscope (SEM) 

imaging from AuNP-CBC, (B) UV-Vis absorbance spectra of as-synthesized AuNP-CBC along 

with its overlap with emission spectra of QD (excited at 350 nm).  
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6.4.3 Protein A/G immobilization on the nanopaper platform and its 

characterization 

 Protein A/G (composed of the properties of protein A and protein G) is a recombinant protein that 

can bind strongly to the Fc region of an antibody, and therefore, a well-oriented antibody 

configuration can be obtained by its binding [30, 31]. Here, the protein A/G was immobilized on 

the surface of the bare CBC and AuNP-CBC through EDC/Sulfo-NHS chemistry by covalent 

binding between amino groups of the protein A/G and its activated carboxyl groups. The 

performance of the bound protein A/G was verified by its interaction with the model antibody (anti-

HRP). Since the protein A/G plays a significant role in the orientation of the conjugated antibody, 

it would affect the final sensitivity of the immunosensor. Therefore, having the well-established 

antibody on the surface of the nanopaper is an essential step in the preparation of a highly efficient 

immunosensor. The suggested strategy would allow us to improve our understanding of the 

functionality of the bioassay platform. Previous studies have explored the direct correlation of 

properly immobilized protein A/G with the amount of bound antibodies that decisively influenced 

their interaction with the respective antigen [30, 32]. On the other hand, the number of captured 

analytes (e.g. HRP) can directly correspond to the respective antibodies. As a result, when the 

activity of HRP, which interacted with anti-HRP, is estimated by optical density, it would refer to 

the situation of the protein A/G that was immobilized by the particular conditions on the nanopaper 

platform. 

First, the study of the effect of pH on immobilization of the protein A/G on the surface of the CBC, 

as presented in Figure 6-2A, showed the higher response of HRP captured by anti-HRP, 

corresponded to the protein A/G immobilized at pH of 4.1. Moreover, the Bradford assay analysis 

confirmed more amount of the immobilized protein A/G at this pH in comparison to the ones 

immobilized at pH of 7.4. As displayed in Table S6-1, the evaluated amount of the immobilized 

protein A/G is 3.96±0.04 and 2.62±0.01 µg for the reaction with pH at 4.1 (MES 0.01 M) and 7.4 

(PBS 0.01 M), respectively. This pH of immobilization is very close to the isoelectric point (PI) of 

the protein A/G (4.65, supplier’s data) which can impose a charge distribution on the amino group 

of the protein A/G, different from the other pH. This fact can control the orientation of the deposited 

protein A/G, which can significantly influence the antibody linkage with the protein A/G. Second, 

our experiments revealed the potential of the CBC to bind with the protein A/G (see Figure 6-2B). 
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However, the maximum amount of the protein A/G that bonded to the CBC was measured about 

11.76±0.14 µg (presented in Table S6-1), the higher estimated performance of HRP was acquired 

for 4.29±0.05 µg of the immobilized protein A/G. It was also noted that if the immobilized protein 

A/G was reduced to 1.31±0.09 µg (67% less protein A/G in comparison with the previous amount), 

HRP activity decreased by 30%, which indicated a nonlinear correlation. These results may suggest 

the strong effect of hindrance. On the other hand, the increase in the number of the protein A/G on 

the CBC nanofibers caused the increase in the number of linked antibodies on the protein A/G. 

Due to this aggregation, the active sites of anti-HRP might be hindered, and therefore, it would be 

prevented from the appropriate accessibility for the attachment of HRP to the antibody. Given that 

the strategy of the protein A/G immobilization on the surface of the nanopaper affected its 

orientation and hindrance, its assessment for each individual platform was necessary to increase 

the sensitivity of the developed bioassay. 

 

Figure 6-2. The optical density recorded at 460 nm as a result of the enzymatic reaction of HRP 

and TMB. It presents the situation of the protein A/G immobilized on the surface of CBC by the 

interaction between the amounts of HAb linked to protein A/G as well as captured HRP. (A) the 

effect of pH on the immobilization of protein A/G and, (B) the effect of the initial amount of protein 

A/G on its immobilization.  

As-determined high efficient conditions of protein A/G immobilization on CBC were assigned 

thereafter for its immobilization to AuNP-CBC surface. The Bradford assay analysis indicated that 

2.77±0.09 µg of the protein A/G was bonded to carboxylated AuNP-CBC (see Table S6-1). This 

result is in agreement with the outcome of conductimetry titration, as it previously revealed a 
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reduction in the content of carboxyl groups after synthesis of AuNPs. So, the decrease of available 

functional groups led to a reduction in immobilized protein A/G. However, as noted in Figure 6-3A, 

this decline in protein A/G did not considerably influence the response of the HAb-QD, and the 

HAb bonded to the protein A/G immobilized on AuNP-CBC in comparison to those bonded to 

CBC. It is worth mentioning that the negligible difference between the observed HRP optical 

density captured by the HAb-QD and that captured by the bare HAb (see Figure 6-3A) may be 

attributed to the presence of QD. According to the size of the conjugated QD (3.54±0.52 nm, shown 

in Figure S6-1) and its position in the antibody, it may insignificantly impact the ability of the 

antibody to bind to the antigen or link to protein A/G. Despite this trial effect, the overall 

performance of the developed bioassay for HRP recognition was estimated through the change of 

intensity of QD fluorescence. As Figure 6-3B presents, a quenching efficiency of 20% was assessed 

by the interaction of HRP and HAb-QD. It confirmed that the conformational change of HAb-QD 

resulted in the alteration of the distance between QD and AuNP-CBC. The change in the antibody 

structure is notably affected by the type and size of antigen; as binding to a larger antigen, such as 

bacteria, can induce more changes in the constant and variable domains of the antibody [22].  

 

Figure 6-3. (A) Estimated optical density of HRP response attached to HAb and HAb-QD which 

are linked to protein A/G in two different platforms, AuNP-CBC and bare CBC. (B) Quenching 

efficiency evaluated by the capture of HRP to HAb-QD which is linked to protein A/G on the 

surface of AuNP-CBC.  
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6.4.4 Bacteria recognition 

 The configuration of the proposed immunosensor was thoroughly investigated and its efficiency 

was proved for the detection of HRP as a model analyte. In this step, the proficiency of the proposed 

FRET-based immunosensor was also examined for various concentrations of E. coli DH-5α, 

diluted from 108 to 10 CFU.mL-1 in a standard buffer. The response of this immunosensor was 

calculated by the alteration in the photoluminescence of the QD after the recognition of bacteria 

and thus, presented in terms of QD quenching efficiency (𝜑𝐹, by applying equation 1), as observed 

in Figure 6-4A. Moreover, the blank sample was examined by adding the buffer to the 

immunosensor platform that could reveal any deattachment of the antibody conjugated QD in these 

experimnetal conditions. Interestingly, the evaluated quenching efficiency showed a similar value 

of 𝜑𝐹 for both concentrations of 108 and 106 CFU.mL-1 that suggests the maximum capacity of this 

immunosensor for bacteria recognition. By lowering the concentration of bacteria from 104 to 10 

CFU.mL-1, the evaluated quenching efficiency reduced close to that of the blank solution. The limit 

of detection (LOD) was determined through the mean of the blank solution quenching efficiency 

plus three times that of its standard deviation. So, interestingly, the threshold of LOD was 

determined to be as low as 10 CFU/mL, confirming the sensitivity of this nanopaper and FRET-

based immunosensor.  

To evaluate the specificity and selectivity of the developed FRET-based immunosensor, 

Staphylococcus aureus (S. aureus) was selected as control bacteria. The estimated quenching 

efficiency for the highest concentration of S. aureus (108 and 106 CFU/mL) was within the range 

of the calculated LOD for E. coli. Meanwhile, by decreasing the concentration of S. aureus (from 

104 to 102 CFU/mL), the respective quenching efficiencies declined under the LOD threshold. 

Despite the limited interaction of the immunosensor with the control bacteria, it can be employed 

for sensitive E. coli recognition.  
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Figure 6-4. Performance of proposed immunosensor presented by (A) the quenching efficiency of 

QD corresponding to the concertation of E. coli (orange bars) and control bacteria S. aureus (blue 

bars) and (B) the change in fluorescent intensity QD after its response to E. coli detection.  

Subsequently, this immunosensor was successfully developed by relying on the intrinsic 

characteristics of the antibody and its integration to the surface of AuNP-CBC. So, interestingly, 

any extra treatment was not required to define the response of the proposed immunosensor, which 

is a challenge in most of the developed bioassay-based FRET, and which may limit their application 

for on-site detection. Although this approach was proposed as a proof-of-concept for a novel solid 

nanopaper-based immunoassay, it exhibited appropriate sensitivity toward the recognition of 

pathogenic bacteria.  

6.5 Conclusions  

In this study, we developed a novel and versatile FRET-based immunosensor on a nanopaper 

platform for the detection of E. coli. The nanopaper (CBC) embedded with gold nanoparticles 

(AuNP-CBC) served as the acceptor and simultaneously carried out the immuno-recognition 

element as a solid platform. QD (emitting at 525 nm), conjugated to the antibody, served as a donor 

that bonded to the protein A/G immobilized on the surface of the AuNP-CBC with a certain 

orientation. Prior to evaluate the immunosensor for the detection of E. coli, the configuration was 

examined by binding anti-HRP, HAb-QD and its interaction with HRP as analyte. The 

photoluminescence of the QD endured a reduction once the anti-E. coli conjugated QD interacted 

with the respective bacteria, due to the decrease of the distance between the QD and the surface of 

the acceptor. Through this strategy, E. coli could be recognized within the range of 108 to 10 
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CFM.mL-1 with a LOD of about 10 CFM.mL-1. This immunosensor identified the bacteria directly 

without employing a secondary antibody or any other biomolecule. This immunosensor was 

presented as proof of concept, and it has the potential to be improved for multiplex detection with 

respect to the unique features of AuNP-CBC and QDs. Additionally, the simplicity, selectivity, and 

specificity of the proposed immunosensor allow its potential use as a portable analytical device in 

medical, food and environmental industries.   
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6.8.1 Bacteria growth and preparation  

The bacterial dilutions were prepared freshly before the experiments. The strain of 

Escherichia coli (DH5α) and Staphylococcus aureus (54-73) were provided by the Laboratory of 

Microbiology, Université de Montréal (Québec, Canada). The bacteria strain was incubated in the 

growth media, Luria–Bertani (LB), and placed in an orbital shaker (New Brunswick) overnight at 

37°C. So, the final concentration of 109 CFU.ml-1 was obtained. Then, the bacteria solution was 

washed and separated from growth media by three times centrifugation at 8000 rpm for 3 min and 

then resuspended in PBS 0.01 M pH 7.4. The bacterial samples with different concentrations of 

108, 106, 104, 102 and 10 CFU.ml-1 were prepared by serial dilution of the stock suspension in PBS. 

The prepared dilutions were stored at 4°C before use.  
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Table S6-1. A comparison between the amount of immobilized protein A/G in different condition 

and various platforms. These amounts are estimated through the Bradford assay analysis. 

Protein A/G (µg) immobilized on  

 Initial amount Immobilized amount  

No. CBC pH 

1 

 

4 2.62±0.01 7.4 

4 3.96±0.04 4.1 

2 

 

13.2 11.76±0.14 4.1 

4.4 4.29±0.05 4.1 

1.32 1.31±0.09 4.1 

 AuNP-CBC  

3 4 2.77±0.09 4.1 
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s 

Figure S6-1. (A) TEM image of QD which was conjugated to antibody and (B) The size distribution 

of QD obtained by analyzing the diameter of 200 individual QD particles.  
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CHAPTER 7 GENERAL DISCUSSION 

Ongoing research in the field of smart packaging, especially into the applicable biosensor, reflect 

the urgent demands for improvement of food safety [1, 3, 8, 129, 130]. Detection of both 

pathogenic bacteria and spoilage bacteria have been considered as one of the effective strategies to 

overcome the problems caused by the outbreak of pathogens [6, 13, 38, 93, 131-133]. Over recent 

decades, the stunning advances in the synthesis and engineering of nano-biomaterials, as well as 

discoveries and improvements of their marvelous properties, have accelerated and facilitated the 

fabrication of biosensors [10, 64]. As studied extensively in the literature, a wide variety of 

nanomaterials enabled the development of a bio-diagnostic assay for the microorganism, through 

direct or indirect detection [16, 134, 135]. Selectivity, sensitivity and ease of use are the three 

critical parameters that are appraised for the design of the appropriate biosensor. In this research, 

we sought the fabrication of a biosensor, which could satisfy the aforesaid parameters along with 

applicability in food packaging. Thus, it was necessary to establish a biosensor on a solid platform, 

which allows its application to smart packaging. In this regard, the common solid substrate in 

biosensing technology, such as glass and paper [89, 136], cannot fulfill the requisite criteria. 

We found bacterial cellulose (BC) as a nano-based solid platform, which can successfully bond 

and support the varieties of nanoparticles and bio-molecules, owing to its versatile properties such 

as biocompatibility, abundant functional groups, ease of modification, optical and mechanical 

features, and nano-fibril structure ( as reviewed in Chapter 2) [95, 112]. We observed that the 

nanocomposite composed of BC and nanoparticles could also offer fantastic features of both. As a 

proof-of-concept, we investigated the bacteria detection, indirectly and directly, by applying the 

BC as the platform.  

In the first article, chapter 4, presents the first objective of the thesis, viz., the indirect recognition 

of microorganism, which refers to detecting a bacteria through its by-products that may be secreted 

or produced during its growth periods, such as toxins and gases. In this aspect, the volatile organic 

compounds (VOCs) have been widely explored as by-products of microorganism metabolites [116, 

133]. The VOCs, called the fingerprint of microorganism, are strongly dependent on the type of 

microorganism and the environmental growth conditions[115]. Hence, we considered VOC from 

spoilage of meat and fish, as a model for proof-of-concept. Among various gases produced from 

spoilt meat and fish, ammonia has been assessed more for colorimetric detection, as it is very 
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reactive with basic dye and can cause a color change in the respective platform [123, 127]. In the 

published literature, two main challenges are attributed to this type of method. First, the selection 

of an appropriate solid substrate for fixation of dye, with low impact on its nature and stability. 

Paper, silica gel on glass slides and some polymers are among the most explored surfaces [121, 

127, 137]. As such, the lack of enough porosity may impact the practical interaction of gases and 

sensor, leading to lower sensitivity. Second, mainly the colorimetric methods have accurately 

analyzed the color change with scanning and image analyzing of the platform, followed by 

mathematical algorithms that need a complicated computer programming [121, 127].  

Despite the published literature, we explored the sensitivity of silver nanoparticles embedded in 

BC (AgNP-BC), due to plasmonic properties of noble metal nanoparticles (discussed in Chapter 

2). Thus, implementation of BC as a solid surface offers plenty of advantages (listed below) that 

improve the detection system. 1) Its transparency allowed the use of a spectroscopy device for the 

accurate measurement of the modulation in the nanoparticles. Consequently, the changes were 

revealed in UV-vis absorbance spectra and the plasmonic peak of AgNP. 2) The high porosity, 

nanoporous structure, and high surface area of BC enhanced the contact of AgNP and the desired 

molecules of gases, besides simplifying their passing into the platform. 3) High mechanical 

properties guaranteed its sustainability and stability during usage. So, it is expected that the surface 

of the AgNP-BC is uniformly exposed to the analytes. Thus, as described in the article, we proved 

the sensitivity of the developed AgNP-BC by exploring a different concentration of ammonia. 

Further, its selectivity was evaluated by being exposed to the other organic vapor. Through the 

comparison of the results obtained, we confirmed that the developed AgNP-BC had a strong 

sensitivity to ammonia vapor. As observed, the color change of AgNP-BC was recognizable to the 

naked eye for higher concentration and longer exposure. Moreover, due to the presence of ammonia 

as an efficient and measurable element of fish and meat spoilage, this platform was assessed for 

spoilage detection, by being in contact with the produced gas. Successfully, we could recognize 

the spoilage through a colorimetric detection, as a result of AgNP-BC color change. As the TEM 

images revealed, the plasmonic absorbance of AgNP, as well as its color, were tuned as the result 

of AgNP etching, after exposure to ammonia or spoilage gases. Notably, this reaction occurred in 

the gas-solid phase, and hence prevents direct contact with the medium (spoilt fish or meat). 

Besides, as the AgNP-BC is composed of neither toxic components nor volatile chemicals, the 

samples were not affected by the evaporation and penetration of toxins. However, the 
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reproducibility of the plasmonic nano-paper, with similar plasmonic peak, remains a challenge for 

this study, because of its significant dependence on the size and population of AgNP. Nevertheless, 

the precise control of the effective parameter during the synthesizing reaction was a practical 

solution to overcome this issue. We also observed that highly populated AgNP-BC with higher 

absorbance peak and darker amber color, couldn’t show a visual color change for detection, 

although it was measurable with UV-vis absorbance spectra.  

In the second part of this thesis (Chapters 5 and 6), the bacteria was directly detected by the whole 

cells. In a similar way to the first part, we considered the integration of the final designed bioassay 

to the smart packaging. Hence, it was essential to solve two main challenges: 1) the applicability 

of the proposed biosensor platform in the food packaging and, 2) simplicity, sensitivity, and 

selectivity of the developed methods for pathogen detection. To answer the first challenge, we 

investigated the high-throughout immunosensor assembled on the solid surface. The selection of 

the appropriate solid surface was the first and essential step that could significantly influence the 

efficiency and flexibility of the developed immunosensor. Owing to the properties of BC as 

mentioned before, we also found it as a practical substrate here. Abundant hydroxyl groups of BC 

can transform to carboxyl groups through TEMPO chemical reaction; hence, it provides 

appropriate functional groups for crosslinking to the bioreceptor and transducer. To satisfy the 

second challenge, the biosensor was designed based on the Förster (fluorescence) resonance energy 

transfer (FRET) method. As discussed thoroughly in Chapter 2, this method results from a non-

radiative energy transfer from a fluorophore donor to an acceptor molecule, that the efficiency of 

energy transfer highly relies on the pair distance. Due to the high efficiency of gold nanoparticles- 

quantum dot, this pair was chosen as the acceptor-donor pair. Unlike the reported solid-based FRET 

technique, where the donor is usually immobilized on the solid phase [89-91], we applied acceptor 

on the selected substrate, BC. Regarding literature, it is proven that the synthesized AuNP within 

the BC shows the plasmonic properties [112]. On the other hand, integration AuNP into BC didn’t 

affect its plasmonic peak and UV-absorbance spectra. Thus, owing to this feature, the AuNP-BC 

can be a favorite candidate for a solid-based platform with the acceptor role for FRET. So, the 

tunable synthesized AuNP-BC were subjected to our investigation, to define the best condition of 

the proposed acceptor for such a technique that was studied in the second article (Chapter 5). 

A single AuNP has been widely explored as an acceptor in the solution phase, with a combination 

of various fluoroprobes [51, 75]. It is known as a strong quencher, with a remarkable increase in 
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the efficiency of energy transfer and distance between the acceptor-donner pair, which is beyond 

the traditional FRET distance [138]. We took these facts into account and in our second article, we 

illustrated the bulk behavior of AuNP embedded in the transparent BC, for absorbing the energy 

from a donor.  

As described in article 2, three different population densities of AuNP-BCs were embedded into 

the BC, by the adjustment of Au precursor concentration. To estimate the energy transfer from 

fluorophores to the developed acceptor substrate (AuNP-BC), the fluorescent intensity of the 

various concentrations of dissolved fluorescein saline salt (FSS) was recorded, while it was spotted 

on the surface of AuNP-BC samples. It should be noted that FSS with an emission spectrum at 515 

nm showed a considerable overlap with absorbance spectra of AuNP-BCs. Evaluating the 

quenching efficiency of FSS directly corresponds to the percentage of energy transfer absorbed by 

the acceptor after excitation at 460 nm. We were successful in demonstrating that the quenching 

efficiency was increased by the enhancement of the density of AuNP-BC as the determinative 

parameter. The high density of AuNP-BC could quench the FSS with different concentrations 

higher than 95%. The quenching efficiency decrease with a decrease in the density of AuNP-BC, 

while it was not affected by the concentration of FSS. In fact, the increase in the number of acceptor 

molecules caused an increase in the energy transfer and therefore in the quenching efficiency. 

Besides, the overlap of FSS emission intensity with absorbance spectra was maximised, since the 

higher density of AuNP-BC presented the higher plasmonic peak. The obtained results suggested 

the effect of density of AuNP-BC on the quenching efficiency, with negligible dependency on the 

concentration of fluorophore.  

It is worth mentioning that a comparison between the photoluminescence of the spotted 

fluorophores on the nitrocellulose and bacterial cellulose revealed a remarkable difference: the FSS 

and QD on nitrocellulose showed a higher fluorescent intensity than those spotted on BC. Although 

this observation might seem controversial, it indicated to us that the BC is more suitable if it served 

as a support for the acceptor molecule.  

Further, we observed that AgNP-BC could behave as a strong quencher. However, its application 

as an acceptor platform is restricted due to two main reasons: 1) the antibacterial activity of Ag 

that can affect the detection mechanism. 2) our efforts for transformation of BC to carboxylated 
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BC (CBC) and the integration of CBC with Ag didn’t provide an acceptable platform to meet all 

our demands.  

The outcome of the second article was a guide for the proper development of the solid surface, and 

therefore the assembly of the immunosensor. The fabrication of the immunosensor was discussed 

in detail in the third article (Chapter 6), based on the FRET method. The antibody that served as 

the bioelement to capture the antigen was conjugated to QD as the donor. In order to improve the 

high-efficiency immunosensor, there were some scientific challenges, thus addressing them 

conducted us to the high-throughout platform.  

The main challenge was to find the appropriate analytical methods that could confirm the results 

of the experiments. Generally, quantitative analysis using the precise instruments (such as SEM, 

TEM or AFM) is not practically applicable for imaging of biomolecules, e.g., antibody and protein 

A/G. In this case, qualitative analysis (such as those are conducted with optical measurement) with 

relying on specific protocols could provide more reliable results for evaluation and comparison. 

Here, an antibody against horseradish peroxidase (HRP) (anti-HRP) was exploited for the primary 

experiments of conjugation and evaluation of the immunosensor platform, as HRP contributes in a 

catalytic reaction to convert a chromogenic substrate into a colored one [139]. Consequently, the 

intensity of the produced color is directly dependent on the number of HRP captured by the anti-

HRP. Besides, the Bradford assay and Polyacrylamide gel electrophoresis (PAGE-gel) are two 

other common methods in biochemistry for qualitative analysis of proteins amount. 

As such, the experimental conditions were firstly investigated for anti-HRP-QD conjugation. As 

mentioned before, in Chapter 2, the conjugation was followed by covalent binding between the 

carboxyl groups of QD and primary amino groups on anti-HRP through EDC/Sulfo-NHS 

crosslinker. By accomplishing some primary experiments, we found that the ratios of EDC/ Sulfo-

NHS to active the carboxyl groups and pH of reaction were among the important parameters which 

could affect the activity of the resultant anti-HRP conjugated QD, because the pH of reaction may 

lead to blockage of the active site of antibodies by conjugated QD and also an excess amount of 

EDC/Sulfo-NHS may cause precipitation of biomolecules. Although some protocols have been 

recommended in the literature for the optimized conjugation, they have to be evaluated according 

to the type of applied antibody [21]. Hence, the activity of resulting anti-HRP-QD conjugates were 

estimated by comparison of their interaction with HRP followed by measuring the optical density 
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of captured HRP. As observed, the conjugation reaction at pH 5 was more effective than pH 7.4, 

due to the higher optical density. Besides, the PAGE-gel was used to predict the location of QD on 

the surface of the antibody. However, the results obtained from the differentiation of antibody 

conjugated QD fragments in the gel revealed the conjugation of QD to the heavy chain of an 

antibody; this concept remains an intriguing subject for future work. The EDC/Sulfo-NHS 

chemistry does not cause any deformation of antibody structure upon conjugation to QD. Random 

conjugation was also adjusted by controlling the pH of the reaction, as illustrated through capturing 

the HRP.  

Likewise, the immobilization of protein A/G on the surface of the platform was another challenge 

of this part of the study that was accomplished by EDC/Sulfo-NHS chemistry, to bond the carboxyl 

groups of AuNP-CBC to amino groups of protein A/G. As mentioned in the literature review, the 

protein A/G allows the antibody conjugated QD to be placed in the oriented form, while the active 

sites are free to interact with the analyte. Thus, various parameters were investigated to assess the 

proper link between protein A/G and the surface of the immunosensor, as presented in the third 

article in Chapter 6. Similarly, a qualitative experiment such as the Bradford assay was also 

performed, to evaluate the amount of protein A/G immobilized on the surface. Further evaluations 

were assayed, when the antibody and antibody conjugated QD linked to the protein A/G. As before, 

the optical density obtained from the enzymatic reaction of the captured HRP revealed the 

efficiency of the assembled platforms.  

The established results provided enough evidence for the development of the immunosensor for 

bacteria detection. The FRET-based method was designed with respect to the huge conformational 

change of antibody structure, after capturing the bacteria. This issue was the biggest challenge for 

this project. The researchers have proved the occurrence of the conformational change in the 3D 

structure of IgG. While it varied with the type and size of antigens, as bigger antigens (e.g., 

bacteria)  induced more conformational change after interaction with the antibody [140]. However, 

the lack of an accurate measurement of the changes can be an obstacle for the widespread use of 

this method; we confirmed that this event was adequate to detect bacteria due to the decrease in the 

distance between the donor (QD) and acceptor (AuNP-CBC). Therefore, considering the intrinsic 

property of the antibody is one of the most notable advantages of this method for the direct 

detection of bacteria, without any extra treatments. On the other hand, a secondary antibody marked 
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with the fluorophores is not essential. However, the reproducibility of this method may be restricted 

for the other type of antigen, so further studies would be needed. 

 Through this way, the maximum quenching efficiency obtained for the detection of bacteria in 

high concentration was estimated around 45%, while the ideal platform would be the “on and off” 

state. It means that once the immunosensor recognizes the bacteria, the QDs photoluminescence 

quenches completely.  

Another big challenge of this study was the selection of the antibody that was the most significant 

element of the immunosensor with direct influence on its efficacy. As presented in the article, we 

have used a non-pathogenic type of E. coli DH-5α as the model for bacteria detection. Due to this 

feature, the abundance of an appropriate type of antibody for this bacteria was very limited that 

wasn’t provided by popular suppliers. On the contrary, the various antibodies of the pathogenic E. 

coli (e.g., E. coli O175) are widely available, as well as their conjugated form to different 

biomarkers. So this caused an obstacle, restricted further examinations of the immunosensor. For 

examples, we applied the polyclonal anti- E. coli DH-5α while its substitution with a monoclonal 

antibody could improve the sensitivity of detection. Implementing the antibodies with different 

biomarkers (such as Cyc 5 or Alexa flour) might also advance the immunosensor and it could 

improve our understanding of the conformational change.  

Although the proposed platform was successfully recognized bacteria as a proof-of-concept, there 

are some concerns about the applicability of the developed immunosensor to food packaging. 1) 

The bacteria samples interacted with the antibody of the immunosensor platform while they 

suspended in the PBS buffer. Thus, the direct contact of the immunosensor with dispersed bacteria 

on the contaminated food remains a challenge. 2) The toxicity of QD and AuNP and, the probability 

of their direct contact with the food products is another issue that may limit its application [141, 

142]. 3) The activity of the antibody may change, with a change in environmental conditions such 

as pH and temperature, so these parameters may affect the stability, sensitivity, and sustainability 

of the immunosensor. 4) Reproducibility of the immunosensor has to be verified according to the 

type of bacteria with the specific design.  

We envisage that these drawbacks can be addressed in the near future, by improving the 

biorecognition elements, as well as the characteristics and functionalities of nanoparticles.  
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CHAPTER 8 CONCLUSIONS AND RECOMMENDATIONS 

8.1 Summary and Conclusions  

This research investigated the development of a bioassay for bacteria detection and the possibility 

of its integration into the food packaging sector. This work emphasized the importance of 

advancing the novel nanocomposite and reappraising the inherent properties of biomolecules like 

an antibody, for the fabrication of efficient biosensors that ameliorate social health, by taking into 

account the versatile, sensitive, selective, friendly, in-situ and rapid detection. Regarding our 

results, the main conclusion derived from this research is that bacteria can be recognized by its 

whole cell or by-products upon, interacting with the surface of the solid-based bioassay platform. 

Thus any secondary biomarker or reaction was not needed to improve the diagnosis. In this chapter, 

we present the primary outcomes achieved from this thesis, with respect to the three major 

publications. They are summarised as follows: 

The first part of the thesis was dedicated to examining a proof-of-concept for the indirect detection 

of bacteria, through the produced gases. In this case, the functionality of bacterial cellulose 

embedded with silver nanoparticles was explored, as an optical platform for visual detection. By 

considering spoilage of meat and fish as the result of bacterial growth and the fact that ammonia is 

one of the major components produced during spoilage, the proposed method was examined by 

exposure to different concentrations of ammonia and next it was assayed for the detection of 

spoilage. The results clearly revealed the sensitivity of the proposed platform to the various 

concentrations of ammonia, in different durations of exposure. The important outcomes of this 

section are summarised below: 

1) Due to the interaction of ammonia vapor with AgNP embedded in the bacterial 

cellulose, they become partially or completely etched. Consequently, the reduction in 

the size and density of nanoparticles was shown by TEM images.  

2) As the result of the nanoparticles etching, the color of AgNP-BC changed from dark 

amber to light amber, recognizable visually. Further changes in the color of plasmonic 

nanopaper were accurately recorded by the change in the UV-vis absorbance spectra of 

AgNP-BC 
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3) The plasmonic nanopaper also illustrated a high sensitivity upon exposure to the gases 

produced from the spoilage of food, which was a mixture of ammonia with other 

components, whereby its initial amber color changed to gray or taupe.  

The second part of this research focuses on the direct detection of bacteria through its whole 

cell, by developing a solid phase and FRET-based approach. This part consists of two articles. 

In the first section, we investigated the establishment of the solid substrate, which could also 

function in the FRET method. Our results demonstrated that by in situ synthesis of gold 

nanoparticles within bacterial cellulose, it is possible to achieve a promising platform which 

meets the demands for the assembly of the immunosensor. The density of synthesized AuNP 

was successfully adjusted by the control of gold precursor solution, and the obtained platform 

showed that plasmonic spectra relied on the density of nanoparticles. We also found that the 

density of AuNP was an effective parameter in the quenching efficiency of fluorophores. The 

other relevant results derived from this part are: 

1) The high populatio density AuNP-BC strongly quenched the fluorophore with high 

concentration, while the quenching efficiency was reduced with the reduction in the 

density of gold nanoparticles. 

2) We observed that the quenching efficiency was not significantly affected by either the 

concentration fluorophore or its structure and type. 

3) The drop casted fluorophore on the surface of nitrocellulose revealed a higher 

photoluminescence, compared to the one on the BC surface.  

The second part of this section and final part of the thesis are devoted to a proof-of-concept for 

bacteria detection by developing an immunosensor. Results generated from the previous 

section were applied to the design of a promising platform that served as the acceptor and for 

carrying the biorecognition elements. We investigated the functionality of the surface of the 

immunosensor, upon immobilization of the protein A/G, by employing the anti-HRP and HRP 

as the model antigen. Our results illustrated that the optical density estimated from the captured 

HRP could provide a qualitative evaluation of biorecognition elements. Other main results are 

highlighted below: 

1) The immunosensor was designed based on the inherent feature of an antibody which is 

the conformational change of the 3D structure after binding to antigen. So, the 
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conjugation of the antibody to the donor molecule (QD) led to the detection of bacteria 

upon interacting with the antibody. 

2) The functionality of the immunosensor, relying on the intrinsic feature of the antibody, 

is more reliable for a large antigen such as bacteria. 

3) The proposed immunosensor showed high sensitivity and selectivity for E. coli, with 

the limit of detection of 10 CFM.mL-1.  

8.2 Original contribution and novelty  

The key novelty of this research lies in the employment of bacterial cellulose as a nano-based 

platform. The significant and versatile features of BC such as optical transparency, mechanical 

strength, nano-fibers structure, flexibility and abundant functional groups, make this novel 

biopolymer a marvelous substrate to create a new generation of optical biosensor. Importantly, the 

coupling of BC with advantageous nanomaterials (e.g., plasmonic nanoparticles) leads to the 

emergence of multifunctional nanocomposites. As such, we have studied the outstanding 

characteristics of BC embedded with plasmonic nanoparticles (Ag and Au) for the fabrication of 

simple, versatile and amenable biosensors for bacteria detection. So far, there has been no report 

of the advance of the optical and solid-based biosensor through the implementation of either BC 

or its composite. The most important and novel points of this research are as follows: 

1) Development of colorimetric detection of ammonia vapor and spoilage food through 

plasmonic properties of AgNP embedded within BC.  

2) Transformating BC to a quencher surface through in situ synthesis of AuNP. The density 

of AuNP modulated the functionality of AuNP-BC to accept the energy transfer from the 

fluorophores. 

3) Designing the solid-based FRET biosensor for bacteria detection. Taking advantage of the 

inherent properties of the antibody after interaction with antigen, it led to the one-step 

detection. No additional or secondary step was not needed to reveal the presence of 

bacteria.  

Taking all these aspects into consideration, it is envisaged that the opportunities offered by 

nanocellulose will revolutionize the biosensor technology, especially those fabricated based on 

glass, paper, and plastic. Further advances would be expeditious, due to their compatibility with 

recent mobile phone-based sensing approach.  
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8.3 Recommendations 

The following topics are recommended for future study: 

• The decoration of the plasmonic nanoparticles embedded into BC, with the specific 

chemical functions to improve the sensitivity of the nanocomposite for other types of 

volatile organic compounds. 

• Due to the dependency of plasmonic properties of metal nanoparticles on their size and 

shape (e.g., nanorod, nanoplate), the in-situ synthesis of nanoparticles with different shapes 

may reveal new properties in optical sensing.  

• Defining the Fӧster distance while the AuNP-BC serves as an acceptor, by immobilization 

of DNA with different lengths conjugated to various fluorophores.    

• Transforming the hydroxyl groups of the nanopaper to specific carbohydrate groups such 

as mannose, for direct detection of E. coli associated with auto-fluorescent of bacteria. 

• Designing of a biosensor for bacteria detection through the employment of AgNP, so that 

it would be possible to take advantage of the optical properties and antibacterial features in 

one platform.  

• Implementing the dyes (especially those that are common in colorimetric detection of VOC) 

insight of BC through covalent binding or physical absorption. It is expected to ensure more 

sensitive detection devices, compared to those using silica gel on the glass.  

• Applying the aptamer as a biorecognition element, as it can overcome the drawbacks of 

antibodies.  

• In-situ synthesizing of the metal oxide nanoparticles (e.g., zinc oxide, silica oxide, and 

titanium oxide) within BC and characterizing their properties for antibacterial activity, 

oxygen scavenging, and electrochemical features as well as their application in food 

packaging. 
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