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Les ponts en béton armé localisés dans des zones sismiques actives peuvent subir des 

tremblements de terre en hiver. Si un pilier est soumis à un chargement sismique a 

basses températures, les propriétés mécaniques de l'acier d'armature et du béton seront 

affectées par l'effet combiné du taux de chargement élevé et des basses températures. 

Ces changements des propriétés mécaniques peuvent altérer le comportement sismique 

de l'ouvrage. 

Très peu de travaux de recherche ont été réalisés afin d'évaluer l'effet combiné des 

basses températures et des taux de déformation élevés sur le comportement mécanique 

du béton et de l'acier d'armature. Pour combler cette lacune, un total de 24 essais de 

traction furent réalisés sur des éprouvettes d'acier d'armature pour différentes 

combinaisons de basses températures et de taux de déformation. La plage de taux de 

défornation considérée est typique d'événements sismiques (80x1 0%' 5x1 oJ/s, 0.02/s 

et O. Us). La plage de température considérée est représentative des conditions hivernales 

et estivales au Québec (+20°C, -20°C, and -40°C). Les résultats des essais de traction 

montrent que l'effet combiné des basses températures et des taux de déformation élevés 

cause une augmentation de la limite élastique et de la contrainte ultime de l'acier 

d'armature. La déformation ultime ainsi que le module d'élasticité de l'acier d'armature, 

cependant, ne sont pas affectés de façon significative. 

Un programme expérimental sur des cylindres en béton, incluant 24 essais de 

compression avec les mêmes combinaisons de taux de déformation et de températures 

que lors des essais de traction sur l'acier d'armature fut également réalisé. Les résultats 

des essais de compression montrent que l'effet combiné des basses températures et des 

taux de déformation élevés cause une grande augmentation de la résistance en compres- 



sion et du module d'élasticité du béton. La déformation unitaire à laquelle se produit la 

résistance en compression ultime, cependant, n'est pas affectée de façon significative. 

Quatre échantillons à échelle 1B d'un pilier de pont de la région de Montréal furent 

soumis à des essais sismiques sur le simulateur sismique de l'École Polytechnique. Le 

premier spécimen fut soumis a un essai quasi-statique normalisé. Les quatre autres 

échantillons furent soumis a des essais dynamiques à des températures de +20°C, -20°C 

et -40°C. 

Une rupture prématurée du spécimen fùt observée lors de l'essai quasi-statique pour un 

facteur de ductilité (Cr) entre 1 et 2. Le mécanisme de rupture fût caractérisé par un 

glissement entre les barres longitudinales du pilier et les barres d'ancrage de la semelle. 

Cc g!is-ement f;lr ~ c m m p a ~ k  p- cm firn~rrrtkn vertiçz!s et rn Bcii!!age du h&n a la 

base du pilier. 

Un mode de rupture par glissement fùt également observé lors des essais dynamiques. 

La température n'a pas semblé influencer sensiblement le comportement de 

l'échantillon. 

Finalement, les prédictions d'un modèle dynamique du pilier firent comparées aux 

résultats expérimentaux obtenus des essais dynamiques. 



Reinforced cancrete bridges located in seismically active regions can expenence 

earthquakes during the winter seasoa If a bridge pier is subjected to seismic loading at 

low temperatUres' the material behaviour of the reinforcing steel and the concrete are 

affecteci due to the combineci effect of high strain rates and low temperatures and 

possibly, alter the seismic behaviour of these structures. 

Knowledge on the combined effects of high strain rates and low temperatures on 

the behaviour of reinforcing steel and concrete are rather limited. Previous research 

focused on observed strength increases of either strain rate or temperature, with little or 

no attention given to the deformational behaviour of the combined effects of these 

variables. Therefore, monotonie tensile tests on reinforcing steel bars and compressive 

tests on concrete cyhders were performed under various combination of earthquake- 

type strain rates (quasi-static to O. Ils) and temperature typical of Eastern North America 

(+20°C to -40°C), in order to evaluate the combined effects of these two parameters on 

the stress-strain curves of these materids. The results of the tensile tests indicate that the 

yield strength increases moderately as both the strain rates increase and the temperature 

decreases. The results of the compressive tests indicate that the compressive strength 

and the Young's modulus of the concrete signifïcantly increase as the strain rate increases 

and the temperature decreases. From the test results, regression formulas are proposed 

to capture these behavioun for structural analyses. 

Four 1/3 scaled concrete bridge piers were modeUed fiom a typicd bridge pier 

constmcted in the 1960's (prior to recent seismic provisions) located in Eastern North 



America. These specirnens were experimentally tested to examine their seismic 

performance under shulated conditions. 

A quasi-static test was performed on a reidiorced concrete bridge pier specimen 

to obtain information wnceming the resistance, rigidity and ductility of the specimen to 

help predict the structural behaviour of the prototype. The results of this test indicate 

that the goveming fdure mode is chanicterised by a slip between the longitudinal bars of 

the pier and the dowel bars at the foundation level due to the Iack of confinement over 

the spliced region. The specimen suffered bond failure at a level less than the nominal 

flarural strength causing degrading pinched hysteric behaviour with very Limted energy 

dissipation. 

Three dinerent ground motions (Ad* Atkinson and Morgan W) were used to 

perfonn seismic tests on the reinforceci concrete bridge piers. General observations were 

made on the behaviour and the performance of the structures under seismic loadings and 

low temperatures. Results showed the goveming mode of faiIure was due to slipping of 

the longitudii bars with respect to the starter bars of the foundation. Testing also 

indicated that temperature had linle effect on the response of the structure. 

Numerical modelling was performed with the use of the RUAUMOKO computer 

program to vaiidate the response of the structure. Cornparisons between the measured 

values and the sirnulated computer model indicated that a reaiistic model wdd be 

obtained for the low intensity ground motions. Accordhg to the experimentd results and 

the non-linear dynamic analysis results, it was demonstrated for the pier wnsidered that 

the seismic design of relliforced concrete bridge piers in Eastern North Amerka is 

adequate under seismic loading for the parameters which were studied. 



Au Québec, un séisme peut se produire en hiver. Dans un tel cas, le béton et 

l'acier d'armature des piliers de ponts en béton armé seraient soumis à un effet couplé des 

basses températures et des taux de déformation éIevés. Cette combinaison poumit altérer 

le comportement sismique de ces ouvrages. 

La première partie de ce rapport présente les résultats d'essais de traction sur des 

éprouvettes d'acier d'armature et des essais de compression sur des cylindres de béton. 

Ces essais fiirent réalisés pour différentes combinaisons de températures (+20°C à -40°C) 

et de taux de déformation typiques d'événements sismiques (quasi-statique à O. Us). 

La deuxième partie de ce rapport présente les résultats d'un essai quasi-statique 

sur un modèle à grande échelle d'un pilier de pont typique du Québec. 

Finalement, la troisième partie de ce rapport présente les résultats d'essais 

sismiques réalisés sur une série de modèles identiques à celui de I'essai quasi-statique. 

Ces essais firent réalisés à l'aide du simulateur sismique de l'École Polytechnique. 



1. 'INTRODUCTION 

Tris peu de travaux de recherche ont été réalisés afin d'évaluer l'effet combiné 

des basses températures et des taux de déformation élevés sur le comportement 

mécanique du béton et de l'acier d'armature. Ce rapport discute des principaux résultats 

obtenus d'une étude expérimentale realisée à l'École Polytechnique de Montréal visant à 

évaluer le comportement sismique de piliers de ponts en béton anné au Québec sous 

conditions hivernales- 

2.1 Portée 

Un total de 24 essais de traction furent réalisés sur des éprouvettes d'acier 

d'armature pour différentes combinaisons de basses températures et de taux de 

déformation. La plage de taux de déformation considérée est typique d'événements 

sismiques (80x1 O%, 5x 1 o*~/s, O .OUs et O. lk). La plage de température considérée est 

représentative des conditions hivernales et estivales au Québec (+20°C, -20°C, et -40°C). 

2.2 Éprouvettes et montage expérimentai 

Les figures 4.1 et 4.2 (dans le texte) montrent les dimensions des éprouvettes 

machinées ainsi que la machine utilisée pour les essais de traction sur ces éprouvettes. 

Toutes les éprouvettes fbrent machinées à partir de la même barre d'mature 1SM (acier 

CSA G3O. 16). 

Les essais firent réalisés à l'aide d'une machine d'essai servo-hydraulique d'une 

capacité de 100 IEN (hstron, Ltd., U.K-, Modèle 1350). Les deux extrémités des 

éprouvettes fixent vissées directement dans les châssis de la machine d'essai. 



23 Procédure expérimentale 

La charge appliquée fit mesurée par une cellule de charge montée en série avec le 

vérin de la machine d'essai. La déformation unitaire moyenne fiit mesurée sur une 

longueur de référence de 20 mm à l'aide de deux capteurs de déformation (clip gauge) 

montés sur la partie centrale de l'éprouvette. 

Afin de maintenir la température constante pendant les essais, une chambre à 

température contrôlée fut installée autour de l'éprouvette. La température à l'intérieur de 

la chambre était maintenue constante à l'aide d'un débit d'azote liquide sous pression 

contrôlée. L'éprouvette d'essai était accompagnée dans la chambre d'une éprouvette 

témoin instrumentée par un thermocouple placé dans son noyau. L'essai débutait lorsque 

la température de l'éprouvette témoin atteignait la température désirée. 

2.4 Résultats expérimentaux 

Les résultats des essais de traction montrent que l'effet combiné des basses 

températures et des taux de déformation élevés est une augmentation de la limite 

élastique et de la contrainte ultime de l'acier d'armature. La déformation ultime ainsi que 

le module d'élasticité de l'acier d'mature, cependant, ne sont pas afiFectés de façon 

signiscative. 

La figure 4.5 montre la variation de la limite élastique de l'acier d'armature en 

fonction du taux de déformation et de la température. La limité élastique augmente à 

mesure que le taux de déformation augmente et que la température diminue. La limite 

élastique augmente de 22% lorsque le taux de déformation passe de 80 x 106 Is à 0.1 /s 

et que la température passe de +20°C à -40°C. 

Cette variation de la limite élastique de l'acier d'armature en fonction du taux de 



xü 

déformation et de la température peut être estimée par l'équation de régression suivante: 

Dans cette équation: Fm représente la limite élastique dynamique de l'acier 

d'armature pour un taux de déformation I à une température donnée T, FySm représente 

la limite élastique de l'acier d'armature pour une condition de chargement statique (E = 

80 x lob /s) à une température de 20°C, T représente la température en OC (-40 OC < T < 

+20 O C )  et E représente le taux de déformation en s" (80 x lod /s < E < 0.1 /s). Les 

prédictions de l'équation (1) sont aussi montrées sur la figure 4.5. 

Le second terme de droite dans l'équation (1) représente le rapport entre la limite 

élastique dynamique, pour un taux de déformation E et une température T, et la limite 

élastique statique à la même température T. Le premier terme de droite dans l'équation 

(l), tant qu'a lui, représente le rapport entre la limite élastique statique à une température 

T et la limite klastique à une température de 20°C. 

La figure 4.6 montre la variation de la contrainte ultime de l'acier d'armature en 

fonction du taux de déformation et de la température. La contrainte ultime augmente 

aussi à mesure que le taux de déformation augmente et que la température diminue. La 

contrainte ultime augmente de 12% lorsque le taux de déformation passe de 80 x 104 1s à 

0.1 Is et que la température passe de +20°C à -40°C. 

Cette variation de la contrainte ultime de l'acier d'armature en fonction du taux de 

déformation et de la température peut être estimée par L'équation de régression suivante: 



Dans cette équation: Fm représente la contrainte ultime dynamique de l'acier 

d'armature pour un taux de déformation L. a une température dom& T, F- reprbsente 

la contrainte ultime de l'acier d'armature pour une condition de chargement statique ( E  = 

80 x 104 1s) à une température de 20°C' T représente la température en OC (-40 OC < T < 

+20 O C )  et E représente le taux de déformation en s-' (80 x 1 0 ~  /S < E < 0.1 1s). Les 

prédictions de l'équation (2) sont aussi montrées sur la figure 4.6. 

3.1 Portée 

Le programme expérimental sur le béton incluait aussi 24 essais de compression 

avec les mêmes combinaisons de taw de déformation et de températures que lors des 

essais de traction sur l'acier d'armature. 

3.2 Cylindres d'essais 

Afin de respecter la capacité de la machine d'essai (100 IcN), des cylindres de 

béton ayant une diamètre de 38 mm et une hauteur de 76 mm furent choisis pour le 

programme expérimental. Un mélange de béton ayant une résistance en compression 

nominale de 20 MPa fut utilisé pour fabriquer les qlindres d'essais [l]. Tous les cylindres 

fixent fabriqués à partir de la même gâchée. Le mûrissement des cylindres d'essais 

incluait un mûrissement en chambre humide pendant 30 jours et un mûrissement dans une 

chambre à humidité contrôlée (50% d'humidité relative) pendant 15 jours. 



3.3 ~ c é d u r c  expérimentale 

La même machine d'essai servo-hydraulique utilisée lors des essais de traction sur 

l'acier d'armature fut utilisée de nouveau pour les essais de compression sur les cylindres 

de béton. Chaque cylindre fut monté entre les deux châssis de la machine d'essais. Afin 

d'assurer un chargement axial pur, une bille fut insérée entre le châssis inférieur et le 

cylindre d'essai. 

Encore une fois, la charge appliquée était mesurée par une cellule de charge 

montée en série avec le vérin de la machine d'essai. La déformation unitaire moyenne en 

compression était mesurée sur une longueur de référence de 50 mm à t'aide de deux 

capteun de déplacement GVDT). Ces capteurs étaient insérés entre deux anneaux 

circulaires qui étaient fixés à chaque extrémité du cylindre d'essai. 

M n  de maintenir la température constante pendant les essais, la chambre a 

température contrôlée fut de nouveau installée autour du cylindre d'essai. Le cylindre 

d'essai était accompagné dans la chambre d'un cylindre témoin instrumenté par un 

therrnocouple placé dans son noyau. L'essai débutait lorsque la température du cylindre 

témoin atteignait la température désirée. 

3.4 Rtsultats expérimentaux 

Les résultats des essais de compression montrent que l'effet combiné des basses 

températures et des taux de déformation élevés cause une grande augmentation de la 

résistance en compression et du module d'élasticité du béton. La déformation unitaire a 

laqueîle se produit la résistance en compression ultime, cependant, n'est pas affectée de 

façon significative. 

La figure 4.10 montre la variation du module d'élasticité du béton en compression 

en fonction du taux de défonnation et de la température. Pour chaque cylindre d'essai, le 



module d'elasticitb fit mesuré sur une plage de contraintes entre O et 400h de la 

résistance en compression du biton De niçon générale' le module d'élasticité du béton en 

compression augmente à mesure que le taux de déformation augmente et que la 

température diminue- A 20°C, L'augmentation du module d'élasticité est minime sur toute 

la plage des taux de déformation. À -20°C et à -4UoC, l'augmentation du module 

d'élasticité est significative pour des taux de défoxmation supérieurs à 0.02 /S. 

Cette variation du module d'élasticité du béton en compression en fonction du 

taux de déformation et de la température peut être estimée par l'équation de régression 

suivante: 

Dans cette équation: Em représente le module d'élasticité du béton en 

compression pour un taux de déformation E à une température donnée T, Em représente 

le module d'élasticité du béton en compressions pour une condition de chargement 

statique (I = 80 x 106 /s) à une température de 20°C, T représente la température en OC 

(40 O C  < T < +20 O C )  et E représente le taux de déformation en 5' (80 x 104 /s < E < 

0.1 /s). Les prédictions de l'équation (3) sont aussi montrées sur la figure 4.10. 

La figure 4.1 1 montre la variation de la résistance en compression du béton en 

fonction du taux de déformation et de la température. La résistance en compression 

augmente à mesure que le taux de déformation augmente et que la température diiue. 

La résistance en compression augmente de 91% lorsque le taux de déformation passe de 

80 x lod /s à 0.1 /s et que la température passe de +20°C à -40°C. 

Cette variation de la résistance en compression du béton en fonction du taux de 



d 6 f o d o n  et de la température peut être esth& par l'équation de régression suivante: 

Dans cette équation: rear représente la résistance en compression du béton pour 

un taux de déformation E à une tempbîure donnée T, f'- représente la résistance en 

compression du béton pour une condition de chargement statique (E = 80 x 104 /s) à une 

température de 20°C' T représente la température en 'C (-40 OC < T < +20 OC) et B 

représente le taux de déformation en S-' (80 x 104 /s < I < 0.1 /s). Les prédictions de 

l'équation (4) sont aussi montrées sur la figure 4.1 1. 

4. ESSAI QUASI-STATIQUE SUR UN PILIER DE PONT COMPLET 

4.1 DescRption du spécimen 

La figure 5.3 montre les dimensions du spécimen de pilier de pont en béton armé 

qui fut soumis à un essai quasi-statique à température ambiante. Les dimensions du 

spécimen sont représentatives d'un modèle à l'échelle 1/3 d'un pilier de pont en béton 

armé typique au Québec. Le profilé en C permet à des tuyaux de drainage du tablier 

d'être installés dans l'ouverture. On considère qu'un point d'inflexion se produit à mi- 

hauteur du pilier et, par conséquent, seulement la moitié inférieure du pilier (853 mm de 

haut) est reproduite pour l'essai quasi-statique. La semelle de la fondation fût coulée en 

premier avec ses barres d'ancrage. Par la suite, le pilier fut coulé au dessus de la semelle, 

de sorte qu'une longueur de chevauchement de 245 mm fut introduite entre les aciers 

longitudinaux du pilier et les barres d'ancrage de la semelle. 



4.2 Propriétés da béton 

Un mélange de béton avec des agrégats de 6 mm fut utilisé pour couler le pilier. 

La résistance en compression du béton fut mesurée à 36 MPa juste avant l'essai quasi- 

statique- 

4.3 Propriétés de l'acier d'armature 

L'acier longitudinal du pilier était composé de barres #3 américaines d'un 

diamètre de 9.5 mm. La limite élastique de l'acier f i t  mesurée à 450 MPa et la contrainte 

ultime à 690 MPa Des barres lisses de 3 mm de diamètre furent utilisées pour réaliser 

l'armature transversale. La limite élastique de ces barres lisses fut mesurée à 33 0 MPa. 

4.4 Montage expérimental 

Le chargement latéral quasi-statique fit simulé par un mouvement horizontal du 

simulateur sismique de haute performance de l!École Polytechnique. La semelle du 

spécimen fi t  ancrée à la table vibrante, alors que son extrémité supérieure fût fixée, par 

L'intermédiaire d'une rotule, à un support horizontal. Une charge de compression axiale 

de 120 kN, simulant le poids propre du pont, fut appliquée par deux barres de 

précontrainte entre l'extrémité supérieure du pilier et la table vibrante. Le montage 

expérimenta pour l'essai quasi-statique est montré à la figure 5.9. 

4.5 Résultats expérimentaux 

Une rupture prématurée du spécimen est survenue à un facteur de duailité (p) 

compris entre 1 et 2. Le mécanisme de rupture fut caractérisé par un glissement entre les 

barres longitudinales du pilier et les barres d'ancrage de la semelle. Ce glissement fut 

accompagné par une fissuration verticale et un M e m e n t  du béton à la base du pilier, 

comme le montre la figure 9.5. 



La figure 9.6 montre les boucles d'hystérésis entre le cisaillement à la base et le 

déplacement relatif de la tête du pilier par rapport à sa base. L'effort de cisaiflement 

maximai développé par le spicimen n'est que de 2/3 de L'effort de cisaillement 

correspondant à la résistance nominale en ne ion  du pilier. Le comportement du 

spécimen est maiocre avec une dégradation de sa résistance latérale et des boucles 

d7hyst6résis très pincées. 

La figure 9.14 montre deux séquences de dkforrnation unitaire mesurées dans 

l'acier d'armature longitudinale, à une distance de 165 mm au dessus de la face 

supérieure de la semelle. La première séquence correspond à une barre longitudinale du 

pilier. La deuxième séquence correspond à une barre d'ancrage dans la semelie. Cette 

barre d'ancrage est adjacente à la barre longitudinale de la première séquence. On peut 

voir sur le graphique que jusqu'à une ductilité de 2, les deux séquences sont pratiquement 

identiques. Pour des ductilités supérieures à 2, cependant, les déformations unitaires dans 

L'acier longitudiiale sont réduites considérablement. Ce résultat indique clairement que le 

mode de rupture du pilier est bien par glissement. Ce glissement se produit par le manque 

d'adhérence entre les aciers longitudinaux du pilier et les barres d'ancrage. 

6. CONCLUSIONS 

Les résultats d'essais de traction sur des éprouvettes machinées d'acier 

d'armature et d'essais de compression sur des cylindres de béton, sous différentes 

combinaisons de températures (-40°C à +20°C) et de taux de déformation (quasi-statique 

à 0.1 /s), ont permis de quantifier l'effet de ces deux paramètres sur les caractéristiques 

mécaniques de ces deux matériaux de construction. En se basant sur les résultats 

expérimentaux obtenus, on peut tirer les conclusions suivantes : 



0 La déformation ultime ainsi que le module d'élasticité de l'acier d'armature ne sont 

pas très affectés par le taux de défonnation et la température. 

L'effet combiné des taux de déformation élevés et des basses kmpératures est une 

augmentation de la limite élastique et de la contrainte ultime de l'acier d'mature. La 

limite élastique et la contrainte ultime augmentent de 22% et 12% respectivement, 

lorsque le taux de déformation passe de 80 x 104 /s à 0.1 /s et que la température 

passe de +20°C à 40°C. 

L'effet combiné des taux de déformation élevks et des basses températures est une 

forte augmentation du module d'élasticité et de la résistance en compression du béton. 

La résistance en compression du béton augmente de 91% lorsque le taux de 

déformation passe de 80 x lod /s à 0.1 /s et que la température passe de +20°C a - 

40°C. 

Les résultats d'un essai quasi-statique sur un modèle à l'échelle 113 d'un pilier de 

pont en béton armé typique du Québec montrent que le comportement est caractérisé par 

un glissement entre les barres longitudinales du pilier et les barres d'ancrage de la 

semelle. La force de cisaillement maximale développée par le spécimen ne fit que de 2/3 

de la force de cisaillement correspondante à la résistance nominale en flexion du pilier. Il 

est peut probable que les taux de défonnation élevés et les basses températures puissent 

infiuencer sensiblement ce mode de rupture. 
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CHAPTER 1 

INTRODUCTION 

1.1 Earthquakes and Winter Conditions 

Within the 1st  350 years, Easqern North America (ENA) has been faced with a 

number of significant earthquakes, with a magnitude of seven or greater on the Richter 

scale. These important seismic events, which occur in this region, have unique problem 

in that, there is a probability that an earthquake could take place during the winter 

season. During a twelve month period, it is not uncommon to have structures, like 

shows a iists of the major earthquakes which occurred in Eastern Canada having a 

magnitude greater than 5.5. It is evident that a large number of earthquakes had taken 

place during late auhunn or winter. Therefore, the possibility of an earthquake occurring 

at low temperatures must be taken into account when engineers seismically design a 

structure. At very low temperatures, there is a change in the basic material properties of 

reinforced concrete. By changing the basic matenal properties of the reinforcing steel 

and of the concrete, the seismic response of the structure may be altered. 

In other active seismic zones, with concentrated urban population, like regions 

around the Pacific Rim (Le. California, Japan, New Zealand, etc.), temperature is not a 

major concem regarding the seismic response of a structure. Therefore, there has not 

been much research investigation on the combined effect of bath, seismic loading and 

low temperatures. 



Table 1.1 Earthquakes in Eastern Canada having a magnitude greater than 5.5 

Location Date Year Magnitude 

La Malbaie region February sh 1663 -7 

February 24& 1665 -5.5 

December 6" 1791 4 

May 7" 183 l(2) -5 

October 1 7 ~  1860 -6 

October 2 0 ~  1870 -6.5 

September 30' 1924 -5 -5 

February 28" 1925 7 

Montreal September 1 6" 1732 -6 

September 9" 1816 -5.5 

March 23rd 1897(2) -5.5 

Ottawa July 12" 1861 -5.5 

Timis kaming November 1 1935 6.2 

Cornwall-Massena A p d  gh 1944 5.7 

Grand Banks November 1 S~ 1929 7 -2 

Miramichi 1982 5.7 

Saguenay November 25" 1988 6.0 

Its has been stated that low temperatines had a contributing factor in the brittle 

failures of structural members during the Hyogo-Ken Nanbu earthquake of 1995 Park e t  

ai., 19951. An example of this type of failure occurred in a complex of 50 high-rise 

apartments where there was a brittle fracture of the lower Levels of the box colurnns 

forming part of the extemal concentrically braced fiame system. Even though it was a 

relativeiy modem building (constructed in 1980), using 500 MPa yield strength steel for 



the box coliimns, the lower levels suffered brittle failwe in around 10% of the columns, 

Some inspectors thought a reason for these brittle failures may have been that these 

members were below their transition temperatures at the t h e  of the earthquake. In 

ENA, this factor, as weli as the large amount of structures constnicted prior to modem 

seismic provisions in building codes, cannot be overlooked. 

1.2 Objectives and Scope of the Research Project 

The main objective of this research project is to investigate the seismic behaviour 

of reinforced concrete bridge piers in Eastem North America (ENA) under simulated 

winter conditions. Although the quasi-static response of bridge piers has been studied 

1e.s. Mitchell? 1991j, qualincation and seismic tests for these structures in ENA are 

lacking. In order to investigate the performance of these piers, a typical bridge pier fkom 

an existing bridge was chosen. This bridge was constructed during the 1960's, pnor to 

recent seismic changes in the building codes. At that time the engineers' knowledge of 

the seismic performance of concrete was very limited, and as a result, these non-ductile 

reinforced concrete colurnns are considered vulnerable structural elements during 

earthquakes. 

Another aspect of the seismic response of a bridge pier which is located in ENA, 

is the expected ground motion which is quite different than the ground motions 

comrnonly seen in other moderate to high seismic zones. Earthquakes in ENA generally 

have smaller amplitudes and a higher fiequencies content, thus it is not representative to 

apply a western type earthquake to an eastem type structure. Being located in ENA, it is 

possible to experience an earthquake during the winter months, in which the 

temperatures can reach -40°C. Therefore, the combined effect of high strain rate and low 

temperatures can change the basic mechanical properties of the reinforced concrete and 

possibly, alter the seismic behaviour of these structures. 



In this thesis, material tests were performed under various combinations of 

earthquake-type rates (quasi-static to O.l/sec) and temperatures of summer and 

winter conditions in cold urban regions (+20°C to -40°C), in order to evaluate the 

combined effects of these two parameters on the stress-strain curves of concrete and 

reinforcing steel. Regression equations were constructed nom the test resdts and 

formulas were developed. 

Eight identical large-scale reinforced concrete bridge pier specimens, 

incorporating typical details found in ENA construction, were fabricated for this shidy. 

Four of the eight were teçted experimentally under dinerent earthquake gromd motions 

(listoncal and artifïcial earthquakes). The other four specimens were used as a backup 

for the primary tests a . o r  for uncieriamog iuMer siuciies, cispending ori the ~esüiw of 

the initial experimenîs. 

Al1 the material and seismic testing was carried out on the Earthquake Sirnulator 

of the Structural Engineering Laboratory at Ecole Polytechnique, Montreal, Canada. 

The experimentai results were compared to the predictions of non-linear 

dynarnic analyses obtained using the cornputer program RUAUMOKO [Cm, 1 9951. 

1.3 Thesis Organization 

The thesis is divided into eleven chapters, with the e s t  chapter being the 

introduction. The second chapter presents the seismic performance and behaviour of 

bridge piers, in which different failure modes, observations and retrofit methods are 

discussed. 



The third chapter 

effect of strain rate and 

is related to pnor research that was completed reiating the 

temperature on reinforcing steel and concrete. The fourth 

chapter discusses the experimental study on the s t r e s s - 6  behaviour of these materials 

under seisrnic strain rate and low temperatures. Results nom the regression formulas are 

developed to capture these behaviours for structural analysis. 

In chapter five, the basic computer modelling of the test specimen, along with the 

description of the test set-up are discussed First, there is a brief description of the 

prototype of which the model was scded, as weU as the scaling laws which were applied. 

Then, a cornparison is made between the model and the prototype by irnplementing the 

simulation requirements . 

-C Chapter six contains the preiiminary anaiysis of the modei specimen. me mode1 

was analysed with the computer programs RESPONSE and RUAUMOKO and the 

results are given. Also, the dirnensioning of the test set-up, including the bridge pier, 

foundation and the steel testing £kame, are discussed. Various earthquakes representative 

of different regions (East and West) of Nor* Amerka are used in non-iïnear analyses to 

determine the final selection of the earthquakes. 

In the seventh chapter, the material properties are given for concrete and steel 

used in the experimental tests. The resdts of the tensile tests of the longitudinal and 

transversal reinforcement are given. A description of the concrete m k  of the foundation 

and the coïumn and their respective compressive strengths discussed. 

Chapter eight introduces the fabrication methods of the specimens and the 

experimental set-up. Also, there is a brief description of the type and placement of the 

instrumentation used to obtain the test results. This chapter also describes the different 



experimental set-ups which were used for the vanous seismic tests performed on the 

shake table. 

Chapter nine and ten contain the experirnental tests results. The resdts were 

separated by chapters, with the quasi-static test results in chapter nine and the seismic 

tests results in chapter ten. The performance of the shake table was verified with their 

correspondhg input data. The performance and the behaviour of the specimen are 

discussed, including: maximum dispIacements, maximum accelerations, maximum base 

shear, variation of the mechanicd characteristics (damping, e e s s  and period). The 

Merent hysteresis c w e s  comparing moment-curvature and base shear-relative 

displacements are also studied. A complete analysis was not completed on the each 

seismic test, rather general observations and comments were can-ied out and similarities 

ciiscusseci between the quas i -dc  anci seismic tesS. 

Chapter eleven explains the final numerical rnodelliug of the specimen. The 

RUAUMOKO cornputer model is described dong with the choice of the hysteretic 

model. The final selection of the modei and the type of non-iinear analysis are also 

discussed. With the use of this model, analytical results were found and were compared 

to the experirnentaily found results. S everal hysteresis and time-histo ry curves are given 

and discussed. 

Finally, the conclusion and recommendations on the matenal behaviour and the 

seismic performance of bridge piers in ENA are given in chapter twelve. 



CHAPTER 2 

SETSMIC PERFORMANCE AND BEHAVIOUR OF BRIDGE PIERS 

2.1 Introduction 

A large number of bndge structures were constnicted in eastem Canada during 

the 1960's [Grienc et al., 19961. At that time, the typical design of bridges did not 

incorporate the ability for energy absorption and ductility under lateral loads. The failure 

of a column, or a group of columns, can result in at least a partial collapse of the 

structure. Damage to bndge structures as a result of the 1971 San Fernando, 1987 

Whitter Narrows, the 1989 Loma Pneta and the 1994 Northndge earthquakes have 

shown that the design and detailing methods of older concrete piers are not adequate and 

there is a need to assess the performance of bridge piers in moderate and hi& seismic 

regions. 

It was found that the major problem with these older designs, was that the piers 

had inadequate ductility and shear strength. This led to different modes of failures, 

including : shear and flexurd failures. 

Considerable progress has been made with the use of retrofit techniques to 

upgrade the seismic resistance of bridge piers. Two of the most widely used retrofit 

techniques include the use of steel jackets and composite material jackets of 

fibreglasslepoxy or carbon fibre/epoxy. The use of these methods is becoming common 

and this retrofit technology has now developed to the stage that design approaches are 

available for enhancement of seismic performance. 



2.2 Reinforced Concrete Bridge Piers 

2.2.1 Assessrnent of Reinforced Concrete Bridge Piers 

Two major problerns are associated with the seismic performance of older non- 

ductile reinforced concrete columns. 

0 Insunicient transverse reinforcement or spiral ties within the column for adequate 

concrete confinement and seismic shear strength. - Insufncient embedment and splice lengths of the column dowels to develop the 

strength of the reinforcement, which c m  lead to slippage. 

These two major deficiencies iimii ihe iaierd sirt;ngA& aûd düc=~- cf i?iâïiy- &kï 

reinforced concrete piers. 

In older design codes the shear resistance was not based on the shear force 

associated with the development of the flexural capacity of the columns. Therefore, 

there was inadequate shear strength of members due to Uisufficient transverse 

reinforcement. Furthemore, the transverse reinforcement was usually anchored into the 

concrete cover with 90' hooks, which tend to open after the concrete cover spalls off 

under severe cyclic loading. Such transverse reinforcement does not provide adequate 

ductility and shear strength of potential hinge regions of members, because the lack of 

transverse reinforcement does not provide sufncient confinement of compressed 

concrete [Park et ai., 19931. The failure to provide adequate transverse steel, as with the 

majority of piers constructed in the 196OYs, gives inelastic cyclic response with poor 

energy dissipation, rapid strength, -ess and physical degradation, which may lead to 

brittle shear failure with Limited displacement ductilities [Chai and Priestly, 19921. 



The other major deficiency is lap splice failure. During the 1960's lap splices of 

iongitudirial reinforcement were typically designed with a length of about 20 bar 

diameters and were often located in potential plastic regîons. Besides their Iength being 

short and located in a critical region, the lap splices were poorly confined by transverse 

reinforcement. There was also a possibility of bar buckting on load reversals and bond 

failure of the lap splice due to yielding of the reinforcement over a small length resuiting 

in extremely high strains [Griezic et al., 19961. It was observed that piers that were 

detailed with a splice length of 20 db (bar diameters) showed a significant pinching of 

the hysteresis loops beyond a displacement ductility of 1.5 as weIl as a rapid loss of 

lateral load canying capacity and very linle energy dissipation (Chai and Priestley, 

19921. 

2.2.2 Failure Modes o f  Reinforced Concrete Bridge Piers 

One of the modes of failure that is often seen with older bridge piers is failure 

due to the lack of flexural strength and ductility. For columns with continuous 

reinforcement, flexural failure in the plastic hinge region was observed because of 

insu£ficient confinement. The column was unable to develop the necessary ductility at 

inelastic displacements caused by the seismic loading. The detenoration of the plastic 

hinge is followed by horizontal flexural cracks, spalling of the concrete cover, rupture of 

the stimps, buckiing of the longitudinal reinforcement and thus, crushg of the concrete 

core. 

The ruptures of the plastic hinges generalIy occur during a certain level of 

ductïlity and displacement (p = 4), or large inelastic deformatons. It is commonly seen 

that these fdures occur at predictable locations in the column, but it is possible to have 

the migration of plastic hinges into non-designed regions of the column. This type of 



fadure is mainly seen in tapered columns or where there was a drastic change in the 

column profile, largely due to the loss of confinement in these regions. 

For piers with dowel bars at the column-footing connection, flexural failure 

happens due to ins&icient stirrup reinforcement, which leads to a lack of confinement 

within the plastic hinges. Thus, the ultimate f l e d  resistance of the column cannot be 

obtained due to slipping between the longitudinal and dowel bars. This slippage causes 

the formation of vertical micro-cracking in the concrete core. This phenornenon is 

amplined by the propagation of vertical cracks, which eventually leads to crushing of the 

concrete core. This loss of f l e d  strength usually occurs at low ductilities levels (p 5 

2). It should be noted that slipping could take place pnor to yielding (i.e. p a 1). 

Shear failure is another mode that has been noticed in many of the damageci 

bridge piers. This type of failure is mostly seen in short, stout columns with a high 

moment of interia. A shear failure is usually sudden due to the drarnatic loss of strength. 

These columns are unable to reach inelastic shear deformations because of their poor 

ductility (lack of confinement). These short columns are particdarly sensitive to shear 

fàilure because they have a higher resistance in flexure compared to shear for a given 

horizontal load. 

There are two types of shear failures, one being a pure shear failure, while the 

other is a failure due to a combination of shear and flexure. Pure shear failure is usually 

observed when there is a large diagonal crack produced over the height of the column. 

On the other hand, the combination of shear and flexural fdure is generally formed 

because ofthe migration of plastic hinges. 



2.3 Ductility 

2.3.1 Importance of Ductility 

It is almost economically impossible to design a structure which can withstand 

the design lateral seismic forces in the elastic range of the material. Therefore, the 

practice which is generaily used is to design for a lower force Ievel and detail the 

structure so that it can undergo substantial inelastic deformation at nearly constant lateral 

force levels, without s u f f e ~ g  any excess damage or loss of strength whiie the structure 

is seismically loaded during an earthquake. 

For a bridge system, the substnicture, which includes piers and foundations, must 
v- 3 1 -1- - - - -  *t- -Lc;--cl rrlrie+;c h;+ic*@ rp&nnc & be stronger than the coiumn. rigurs L.I S W W ~  UIG U G Z U ~ ~ U  piwur rvv.s A - ~ W -  

columns. For simple span structure the plastic hinge will usually be formed at the base, 

but if the structure is continuous, there is a possibility of plastic hinges to be formed also 

at the top of the column w c h e i l  199 11. 

Plastic hinges for 
continuous structures 1 I I 

hinge 

Figure 2.1 Plastic Hinge Region in Single Column (adapted from Mitchell, 1991) 



2.33 Achieving Ducoüty in Bridge Colurnns 

The design and detailing of the column is very significant in order to achieve the 

required ductility within the plastic hinge region. A number of important aspects are 

discussed beiow. 

2.3.2.1 Buckling of Longitudinal Bars 

The doser the transverse reinforcement is placed, the fower is the iïkelihood of 

buckling of the longitudinal reinforcement. The current Canadian specincation states 

that the transverse reinforcement shall be spaced at a distance not exceeding [CSA 

stanaark, iYY4j: 

one quarter of the minimum member dimension; 

4 10omm; 

6 times the diameter of the smaliest Iongitudinal bar, or 

the requirement for shear design. 

2.3.2.2 Confinement by Reinforcement 

Priestley and Park 119871 have found that the behaviour of concrete columns 

under seismic loadings is related to the confinement of the concrete. It was discovered 

that, as the conilnement improves, the compressive strength also increases and, thus, 

causing a signincant improvement in the ductility of the concrete. Figure 2.2 shows a 

cornparison between the stress-strain cuves of confined concrete and the curve for 

identical, but unconhned concrete. 



Figure 2.2 Compressive Response of Confined and Unconfined Concrete 

Priestley and Park has also investigated the relationship between axial load and 

confinement. It was found that as the axial load increases, there was a need for more 

c o ~ e r n e n t  priestly and Park, 19871. This c m  be seen in figure 2.3, as the axial load 

increases the neutral axis depth aiso increases. The lack of confinement can cause the 

concrete cover to spall off and therefore the flexural strength and ductility becomes more 

dependent on the compression block within the core ~ t c h e l l ,  199 11. 

The spacing and geometry of reinforcement are important variables that influence 

the concrete confinement and hence the ductiiity of the column. As c m  be seen in 

Figure 2.4 as the spacing between the stirrups increases, it results in larger regions of 

unconfïned concrete. 



concrete 

desirable confinement 

V Iow confinement 

Figure 2.3 Influence on the LeveI of Confinement on the Flexural Response 

(adapted from Park, 1986) 

Section 1-1 

Section 2-2 

Section 1-1 

Section 2-2 

Figure 2.4 Influence of Hoop Spacing on the Confinement of the Concrete Core 

(adapted from Mitchell, 1991) 



2.3.2.3 Shear Design 

When flexural hinging develops in the column, it is necessary to ensure that the 

shear capacity exceeds the shear demand which corresponds to the flexural strength in 

orcler to prevent shear failures. The resdting shear capacities required are a fimction of 

the probable moment capacity at the hinges wtcheli, 199 11. 

In the transverse direction: 

In the longituduid direction: 

In these equations Mpb and Mpt are the probable moments at the bottom and top 

respectively. Also, L is the height fiom the base to the centre of mass and L, is the clear 

height of the column. The probable moments must take into consideration three 

governing criteria: 

The in-situ strength of concrete and reinforcing steel is greater than the specified 

level. 

The ability of the stress level of the reinforcement to increase due to strain hardening. 

a The increase strength and ductility of the concrete due to the confinement. 

There are equaîions given by Chai [Chai and Priestley, 19921 in which the shear 

strength of the existing column is calculated and the improvements given as a result of 

using dinerent retrofit techniques. The shear strength depends on whether spiral 

reinforcement is used or normal ties and the spacing, axial load, and the length of the 

plastic hinge. 



2.3.2.4 Hoop Anchorage 

It is very important to effectively anchor the transverse reinforcement so that if 

the concrete cover spalls off, the hoops will give adequate confinement of the concrete. 

It is generaily accepte4 that the hoop reinforcement in a bridge column be made with 

135' bend anchorages with the fkee end extensions having sufficient anchorage into the 

concrete core. 

It has been found by CALTRANS (California Transportation Dept.) that spiral 

reinforcement provides greater efficiency in confinement when compared to hoop 

oIn.forc.eme-flt, C-UTRANS have developed equations to determine the amount of 

transverse reinforcement needed as a fimction of the axial load. More recently, the use 

of interlocking spiral reinforcement has been used for reinforcing bridge columns, to 

increase confinement within the column. In order to improve the composite action, there 

is a Iimit on the maximum spacing of the spirds and at least four longitudinal ban must 

be in the interlocking region of the spirals. 

There have been many research advancements in the concrete coiumn design due 

to recent earthquakes. Due to the large number of columns which have inadequate 

transverse steel, as with the pre-1970 design, there is a hi& nsk of brittle shear failure 

due to limited displacement ductilities. In order to reduce this rïsk, retrofit techniques 

were developed to provide confinement which enhances the shear strength of the 

column. A satisfactory retrofit of the column would increase the f l e d  response and 

increase the shear strength to avoid brittie shear failure. One of the most popular 



methods of retrofitting is to place a cylindrical or elliptiml jacket around the concrete 

columns. The most common techniques implemented on bridge columns to date have 

been steel jacketing and composite matenal jackets. 

2.4.1 Steel Jackets 

Steel jackets, either circufar or elliptical are the most common type of column 

retrofit currentty in use. A properly designed circdar jacket c m  provide the confinement 

to sustain a displacement ductility of seven or eight, which easily meets a typical design 

reqkement of four or five [Priestly and Park 1987; Chai and Priestley,1992]. The 

elliptical jackets commonly used for rectanguiar columns provides roughly the same 
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hoop stress in the jacket and thus are a very effective section for confinement. Also, 

because of their circdar shape, the jacket provides equal confinement in ail directions. 

For rectanguiar columns, it is recommended to use an elliptical jacket (rather than 

rectariguiar jackets) because it produces a continuous confining action similar to the 

circular jackets, but due to the varying curvature of the jacket, the connning stresses also 

Vary around the circumference of the jacket. Figure 2.5 shows the confinement of the 

columns by steel jackets. 



steel jacket 

grout 

steel jacket 

concrete infill 

Figure 2.5 Confinement of Columns by Steel Jackets (Circular and EUiptical) 

The steel jacket is placed over the potential hinge regions by welding two half 

shells of steel over the column on site. For ease of construction, the steel jacket is made 

slightly oversize, for the cKcular pier section. Later, the gap between the existing 

concrete and the steel shell (usuaily 251n.m) is fiiled with a cernent-based grout, f i e r  

flushing with water. As for rectangular coIumns, the gap is filled with normal concrete, 

rather than grout. Typically, a vertical space of about 50mm is provided between the 

jacket and any supporting members (footing or cap beam) to ensure that only 

confinement is provided to the column concrete. Without leaving a gap at the base of 

the column, the jacket would increase the size of the critical section which may lead to 

an increase in the moment capacity and overload the footing and increase the shear 

demand. This gap is also provided to avoid the possibility of the jacket acting as 

compression reinforcement by contacting the supporting member at large drift angles. 

The length of the steel jacket is often detemiined by shear since in a ductile column the 

shear is constant (column plastic moment capacity divided by length). 



Columns tested by Chai, [Chai and Priestley, 19921 comparing the lateral force- 

displacement response of an as-built column to steel-jacketed retrofitted column showed 

signifïcant improvements in its flexural strength. The as-buiit columns did not reach 

their flexural strength due to bond fdure. The peak lateral force was noted at p=lS 

which corresponds to 97% of their theoretical ided flexural capacity. After a p=lS 

there was severe pinchhg of the hysteretic loops and a reduction in the shear force. On 

the other han& the retrofitted column showed a ductïfe behaviour and did not experience 

bond failure. The response showed stable condition (hysteresis loops up to p=7). By 

comparing the performance of the two specimens, it can be seen that the use of a grouted 

steel jacket greatly improve the seismic performance of the column. 

Composite jackets are used in the same manner as the steel jackets. The 

composite (fibreglass/epoxy) jackets have proved to be particularly effective in shear 

retrofit applications for short columns, where flexural ductility requirements are 

secondary to the need for brittle fdure. The jackets are manufactured with hi& strength 

fibreglass fibres in orthogonal directions, which allows for dioerent strength properties 

in each direction. Confinement is induced in the reinforced concrete column by applying 

epoxy or cernent based grout in the gap between the column and the jacket, with the 

epoxy being the most popular. Methods of application include the lay-up of a epoxy- 

impregnated fibreglass fabnc, and machine winding with carbon fibre tows, also 

impregnated with epoxy. Commonly, for the cernent based grout a pressure of between 

0.7 and 1.4 MPa is used for this procedure. 

Typical bridge columns were tested by Preistley Priestley and Seible, 19911. 

These tests compared the results of as-built columns to the results of retrofitted columns. 

The columns were tested for confined lap-splices in the vertical reinforcing steel at the 



bottom flexural area of the bridge columns (typical pre-1970 design). The deflection 

curve before repair showed a p=3 with the ductility decreasing aiter p=2. With the 

retrofitted columns, a glass-polyaramide-epoxy was used and stressed by injecting 

cernent gmut into the gap. The results showed increased strengt with ductilities of over 

8 with no increase in stifbess. 

2.4.3 Cornparison Beiween Steel and Composite Material Jackets 

Tests on circular columns retrofitted with composite materials jackets to improve 

ductility indicate that the confinement effectiveness is more efficient than with steel 

jackets [SEQAD Consulting Engineers]. The reason for this is thought to be because o f  
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materid has an essentially hear  stress strain characteristics up to f~ lure ,  therefore, with 

successive cycles of displacement there is no increases in hoop strain. On the other 

hand, with steel jackets, yield under hoop tension may occur early in seismic response. 

On unloading, residual plastic strains remain in the jackets, reducing its effectiveness for 

the next cycle and thus increasing the hoop strains. Another advantage of the composite 

material is that it increases the strength and ductiiity of the columns without increasing 

its stifniess. Tests have also proved that the composite matenal is non-corrosive, 

durable and there was no evidence of failure modes when tested at a temperature of - 
5S°C. Also, because the composite matenal is more flexible compared to steel, it is 

possible to place the jacket in smaller places. 

In the application of the jacket, the steel jacket does not need the sarne amount o f  

expertise as compared to the composite materid jackets therefore reducing the 

retrofitting tirne and expenditures. Also, because steel is a common material it has an 

economical advantage over the composite material and it c m  be easily produced 



2.5 Summary 

Although in recent decades there have been a number of experirnental shidies and 

investigations on the seismic performance of columns constructed in the 19603, further 

research is still nseded to enhance their seismic loading and/or deformatonal capacities. 

The major hdings, as to the failure of these columns, were their inabiIity to deform 

beyond the elastic range and respond in a ductile manner. A main component to increase 

the ductility of concrete members is the amount of confinement, increasing the 

confinement increases the strength and the ductility of the concrete. New technologies 

and retrofit methods, such as jacketing, has proved to signiscantly improve the ductility 

of the concrete. 

It has been seen that temperature has a direct effect on the ductility of material 

properties, therefore, questions have been raised about the seismic performance of bridge 

columns which are exposed to winter conditions. On account of the climate conditions 

found in ENA, information is needed on the behaviour of reinforcing steel and concrete 

subjected to high strain rates and low temperatUres. 



CBAPTER3 

PREVIOUS STUDIES ON STRAIN RATE AND TEMPERATURE EFFECTS 

3.1 Introduction 

Most engineering matends subjected to hi& rates of loading and Iow 

temperatures usuaUy associated with ENA earthquakes, typically one hudred thousand 

times faster than the static loading case and -40°C, will exhibit some changes in their 

response. Matenal properties such as strength, e e s s  and ductility can be affected by 

both, the loading rate and temperatme. These changes usually enhance the material's 

strength behaviours, but may diminish the material's ductility response, thw changing 

the material's seismic response. 

Knowledge on the combined effects of strain rates and low temperature on the 

behaviour of reinforcing steel and concrete is rather limited. Mainly, the research has 

been focused on observed strength increases of either strain rate or temperature, with 

little or no attention paid to changes to the deformational behaviour. Therefore, a 

thorough knowledge of the effects of strain rate and temperature are needed on material 

behaviour to properly design a structure for al1 types of loading Lkely to be encountered 

during the design MetUne. 

3.2 Strain Rate Effects on Steel 

As reported by Davis [Davis 19381, Ludwik in 1909, was possibly the first 

researcher to observe the effects of varying strain rates on the mechanical properties of 

metals. Manjoine [Manjoine, 19441 conducted a thorough investigation of the influence 



of strain rates on the tensile behaviour of mild steel. Test results indicated that the yield 

stress increases with increasing strain rate, but to a lesser extent in higher strength steels. 

Within the Iast few decades, a large number of research efforts have k e n  devoted 

on the behaviour of steel mernbers under earthquake-type strain rates [wakabayashi et 

al., 2984 ; Udagawa et al., 1984 ; Kaneta et al., 1986 ; Nagataki et al., 1988 ; Suita et al. 

1992 ; 19961. Most of these investigations reporîed that the yield strength and tensile 

(ultimate) strength of steel increase linearly with loganithmically increasing strain rate. 

For example, the results of dynamic and quasi-static tests on round steel bars, conducted 

by Wakabayashi wakabayashi et al. 19841, have lead to the following expression to 

estimate the increase of yield strength with strain rate : 

where Fyd is the dynamic yieid strength for a strain rate É and F, is the quasi-static yield 

strength under a strain rate E, = 50 x lod /S. Similar expressions were also proposed by 

others [Suita et al., 1 996 ; Ammanu and Nussbaurner, 1995 ; CEB 1988 ; Mander et al., 

1984 ; Mirza and M?%regor, 1979 ; Mahin and Bertero, 19721. 

Wakabayashi [wakabayashi et ai., 19841 also recognised that the strain rate had 

negligible effect on the elastic modulus and the s ~ e s s  in the strain-hardening range. It 

was aiso observed that, as the straul rate increases, the ratio between the ultimate stress 

and the yield stress decreases, and higher strength steels are less susceptible to strain rate 

eEects compared to lower strength steel pestrepo-Posada 1993 ; Restrepo-Posada et al. 

19941. 



3.3 Low Temperature EBects on Steel 

Stmctural steel materials are sensitive to temperature. As temperature decreases, 

the materid behaviour migrates progressively fiom a ductile to a brittle behaviour. Loss 

of ductility in metal can be observed by exarnining the low temperature stress-strain 

relatiomhip. As the temperature is lowered, both the yield point (where ductility begios) 

and ultimate strength point (where failure occurs) may shift ta a higher stress value, but 

hcture may begin at a lower strain value. The temperature at which dramatic brittle 

failure is observed is descnbed as the transition temperahne. The Charpy notch- 

toughness test was developed to evaluate this transition temperature based on the energy 

absorbed by a standard notch steel specimen when it is impacted. A single blow is 

applied to the middle of the specimen, opposite to the notch ; as the impactor swings 

through, the specimen breaks and a recording dial indicates the absorbed energy. The 

rnajority of the research compiled on the effects of low temperature on steel have been 

related to the Charpy test. Therefore, the howledge of the stress-strain behaviour of 

low temperate for steel is Limited, with emphasis placed mainly on the observed notch 

toughness (energy). 

The transition fiom a relatively ductile to a relative brittle mode of fdure  is 

believed to occur because of the very rapid Bse in molecular viscosity with decreasing 

temperature. As with steel, the flow stress is low at hi& temperatures. On the other 

hand, at low temperatures, the molecular yield stress for slip is hi& so that defonnation 

will start by microcracking and subsequent brittle hcture putta, 1988 ; M%lintock and 

Ali, 19661. 

A discussion on the mechanical properties of steel at temperatures colder than 

room temperature has been presented by Bruneau [Bruneau et al., 19971. Results of 

monotonie tensile tests on ASTM A572 G~ade 50 steel plates (approx. 25 mm thick) 



indicated that, as temperature reduces, the yield and tende strengths also increases, 

while the ultimate strain decreases. On the other han& the elastic modulus of steel 

seems unaffected by a decrease in temperature. Furthemore, a large nurnber of these 

investigations have been conducted by steel producers and are not readily available to 

the general public. 

3.4 Combined Effects of Strain Rate and Low Temperature on steel 

Very Limited research has been carried out on the combined effects of strain rate 

and low temperature on steel. From the Limited information available, it appears that the 

change in mechanical properties observed under high strain rates is accentuated at low 

temperatures For example, an investioation on the Arctic -de steel mucher et al. 

19871 has dernonstrated that the yield strength between 400 and 700 MPa can be 

obtained fiom the following relationship : 

for 

where F,, is the yield strength expressed in MPa, T is the temperature in degrees Kelvin 

and E is the strain rate in se'. 

It was also proposed to mode1 the combined effects of strain rate and Iow 

temperatures on the h c t u r e  behaviour of steel by using the results of standard C h q y  

tests with a transition temperature shifted towards higher temperatures as strain rate 

increases [Barsorn, 1975 ; Roberts et al., 1974 ; Barsom and Rofle, 1 9701. 



3.5 Strain Rate and Low Temperature Effects on Concrete 

Despite the widespread use of concrete, there is a lack of knowledge concerning 

the strain-rate effects on the behaviour of concrete. Furthermore, most of these studies 

have been carried out for impact conditions, with strain rate several magnitudes above 

earthquake-type strain rates, thereby, these tests are not directly applicable. Most of the 

research completed followed the general trends of increase in elastic modulus, tensile 

strength, flexural strength and compressive strengîh with decrease in temperahne. 

Bischoff and Peny [Bischoff and Perry, 1991 ; Bischoff and Perry, 19951 investigated 

the strain-rate effects on the behaviour of concrete, and showed significant merences 

between the impact and static behaviour of plain concrete in uniaxial compression. It 

was observed that the Young's modulus of concrete in compression increases with strain 

rate. The influence of strain rate on Young's modulus of concrete in tension is smailer 

than for compression. It was also found that the compressive strength of concrete 

increases with strain rate, but the innuence of strain rate decreases for higher strength 

concrete. Furthermore, the ultimate compressive strain of concrete (strain which 

corresponds to the maximum stress) increases with strain rate. 

Low temperature behaviour of concrete is related to the extent of curing, but 

more importantly, to the rnoisture content when the specimens are cooled [Berkovitch 

19811. Berkovitch also stated several general trends which were found for in-situ 

concrete cooled to low temperatures. It was observed that the compressive strength 

increased signincady, and the tensile strength increased margiuauy. This in tum, 

increases the flexural strength of the concrete. In addition, there was also an increase 

with respect to the Young's modulus. 



Findy, information concerning the combined effects of drain rates and low 

temperatures on the compressive stress-- behaviour of concrete is, to the author's 

knowtedge, not available. 



cHAIpTER4 

EXPERIMENTAL S'IWDY ON THE STRESS-STRAIN BEHAVIOUR OF 

REINFORCING STEEL AND CONCRETE UNDER SEISMIC STRAIN RATES 

AND LOW TEMPERATURES 

4.1 Introduction and Scope 

Very iimited research has been carried out on the combined effects of strain rates 

and low temperatures. Therefore, as part of this thesis, an experimental programme, 

aimed at studying the combined effects of earthquake-type strain rates and low 

temperatures on the mechanical properties of reinforcing steel and concrete, was 

conducted. 

As shown in Table 4.1, a total of 24 different monotonie tensile tests were 

performed on reinforcing steel coupons for various combinations of strain rates and 

temperatures. The strain rates considered (80,5 000,20 000 and 100 000 microstrainds) 

encompass the various loading rates typical of earthquake excitations, with 80 

microstrains being representative of a quasi-static loading rate and 100 000 microstrains 

being an upper bound for earthquakes strain rates. Also, three different temperatures, 

+20°C, -20°C and -40°C, were considered to reproduce srmimer, moderate winter 

conditions and extrerne winter conditions, respectively. For conformation of the testing 

results, two specirnens were tested for each set of strain rate and temperature. 

The test programme on concrete cylinders also included 24 different compressive 

tests, with the same combination of strain rates and temperatures used in the test 

programme for the reinforcing steel. 



Table 4.1 Test Programme on Reinforcing Steel and Concrete 

Temperature 

(OC)  

Number of Specirnens 

Test Programme on Reinforcing Steel 

4.2.1 Test Coupons 

Figure 4.1 shows the dimensions of the machined steel coupons tested in the 

experimental programme. In order to ensure that al1 of the steel specimen belonged to 

the same heat, the coupons were machined fiom a single 12 meter long, 15M (16 mm 

diameter) deformed reinforcing bar. The reinforcing steel 

grade (CSA G30.16), typically used for construction in 

specimens had a nnished section diameter of 6 mm, wîth 

was common commercial 

Canada. The machined 

a length of 40 mm- The 



specimens were fabricated with threads at each end, in order to facilitate mounting in the 

testing apparatus. 

Note: AI1 dimensions in mm 

Figure 4.1 Dimensions of Machined Steel Coupons Tested 

4.23 Experimental Set-up and Procedure 

Figure 4.2 shows photogxaphs of the loading fiame used for testing the steel 

coupons. The tests were conducted on a 100 kN, self-contained, closed-loop, servo- 

hydraulic, dynamic testhg machine (Instron Ltd., U.K., Mode1 1350). The two ends of 

the steel coupons were threaded directly in the cross-heads of the loading fiame to 

eliminate slippage of the specimen during testing. A load celi was placed in series with 

the actuator and the testing machine, to d o w  for precise measurements of the applied 

load. Two clip gauges were placed on either side of the specimen to measure the 



Figure 4.2 Experimental Set-up and Loading System 

average tensile s e  of the steel. The clip gauges were supported by two rings on the 

central portion of the specimen, giving a gauge length of 20 mm. These clip gauges had 

the ability to measure strain up to 25% in tension with acceptable resolution. For each 

test, the complete stress-strain cuve of the steel was recorded by a high speed data 

acquisition system. The sampling rate was adjusted for the respective strain rates in 

order that approximately 500 points were obtained for each set of cuves. Preluninary 

tests were performed in the elastic range of the steel to alIow for calibration of the 

machine's speed in order to obtain the desired strain rate in the insîrumented gauge 

length. 

A temperahw controlled chamber, approximately 0.5 m x 0.5 m x 0.5 rn, was 

installed around the specimen to maintain a constant temperature for each test. The 

temperature was controlied by alIowing liquid nitrogen to flow inside the chamber by the 

use of air pressure. Each steel coupon was accompanied in the chamber by a dummy 

coupon instnunented with a themocouple placed in its core. The air temperature 

smounding the specimen was measured by placing another thennocouple within the 



chamber. The tests were performed when both, the temperature b i d e  the dummy 

coupon and the chamber's intemal air temperature, reached the desired thermal reading. 

4.2.3 Test Results 

Table 4.2 presents the resuh of the material properties for the various tests 

performed on the reinforcing steel. Figure 4.3 presents the tensile stress-strain curves of 

two steel coupons under the two most extreme conditions considered : one tested at a 

temperature of +20°C with a çtrain rate of 80 x 10% (quasi-static condition), and the 

other, tested at a temperature of -40°C with a straul rate of O.l/s (extreme seismic 

condition). It was seen that the combined effects of strain rate and low temperature, 

a hcrsse bû~&, +& y-+iZ *aGgU\ md +A3 -d~--,~t~ mQZg& Û f + k c  xsûxAg 

Figure 4.3 Tensiie Stress-Strain Curves from two Tests on Steel Coupons 



Table 4.2 Test b u l t s  on Reinforcing Steel 

Stress 
Temp. 
(OC) 

Strain Rate 
& 

(X 1 0%) 

Test 
No. 

Young's Yield 
Stress 
FY 

O 
464 



steel. On the other hand, the ultimate tende strain and Young's modulus were not 

significantly af3ected by the strain rate and temperature. 

The variation of Young's modulus of reinforcing steel with shain rate and 

temperature is shown in Figure 4.4 for the complete range of test variables. The 

Young's modulus was found by measuring the dope of the stress-strain curve, up to 50% 

of the yield stress for each test specimen. When comparing the Young's modulus to the 

change in strain rate and temperature, it was noticed that these variables had littie affect, 

with the values remaining constant at about 200 000 MPa. 

I 100 10000 1000000 

Strain Rate (1 oa /s) 

Figure 4.4 Variation of Young's Modulus of Reinforcing Steel with Strain Rate 

and Temperature (Mean Value of Two Tests at Each Temperature) 



The variation of yield stress with strain rate and temperature is shown in Figure 

4.5. It was seen, that as the temperature decreases the yield strength increases. A 22% 

increase in the yield strength was observed when the strain rate increased fiom 80 x 104 

/S to 0.1/s and while the temperature decreased nom +20°C to -40°C. This variation of 

the yield strength of the reinforcing steel c m  be modelled by the following fonnula 

based on a multiple regression analysis of the experimental results: 

where FyDT is the dynamic yield strength of reinforcing steel for a strain rate É at a given 

temperature T, Fyszo is the quasi-static yield strength of reinforcing steel ( F =80 x 1 0-6 1s) 

at a temperature of +20°C, T is the temperature in OC (-40°C S T 9 +20°C) and E is the 

strain rate in S-' (80 x 10" Is < T 1 0.1 Is). Equation 14.11 is plotted in Figure 4.5 for the 

dinerent strain rates and temperatures. The fist  term on the right-hand-side of Equation 

[4.1 J gives the ratio between the quasi-static strength at a given temperature to the quasi- 

static strength at +20°C. The second term on the right-hand-side of the equation 

represents the ratio of the dynamic yield strength for a strain rate ti and a temperature T, 

to the quasi-static yield strength at the same temperature, T. 
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Figure 4.5 Variation of Yield Strength of Reinforcing Steel with Strain Rate and 

Temperature (Mean Value of Two Tests for Each Temperature and Strain Rate) 

Figure 4.6 shows the variation of tensile strength of reinforcing steel with strain 

rate and temperature. The tensile strength of the steel increased as the strain rate 

increases and the temperature is lowered. Although there was an inrrease in the tensile 

sûength, it was not as drastic cornpared to the yield strength. The tende strength 

increased by 12% when the strain rate increased fiom 80 x 10 -~  /s to 0.1 /s and the 

temperature fell fiom +20°C to -40°C. Again, as was seen above, this variation of the 

tensile strength of the reinforcing steel can be modelled by the following formula based 

on a multiple regression analysis of the experimental results : 



where FvDT is the dynamic tensile strengîh of reinforcing steel for a strain rate E at a 

given temperature T, FUSZ0 is the quasi-static tensile strength of reinforcing steel (É = 80 

x loa 1s) at a temperature of +20°C, T is the temperature in OC (-40°C S T 5 +20°C) and 

E is the strah rate in S-' (80 x 1 0 ~ ~  /s 5 T I 0.1 /s). The predictions of Equation [4.2] are 

shown in Figure 4.6. 

Figure 4.7 shows the variation of the ultimate tensile strain of reinforcing steel 

with strain rate and temperature. The tensile strain reduces slightly when the strain rate 

increases (E  2 0.02 /s). However, no correlation could be observed between the 

variation of the tensile strain of reinforcing steel and the temperature. 

1 100 10000 1000000 
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Figure 4.6 Tende Strength of Reinforcing Steel with Strain Rate and Temperature 

(Mean Value of Two Tests for Each Temperature and Strain Rate) 
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Figure 4.7 Ultimate Tensile Strain of Reinforcing Steel with Strain Rate and 

Temperature (Mean Value of Two Tests for Each Temperature and Strain Rate) 

4.3 Test Programme on Concrete 

4.3.1 Test Cylinders 

The maximum capacity of the testing machine was 100 kN, therefore, the size of 

the concrete test cylinders were Iimited to a diameter of 38 mm and a height of 76 mm 

for the test programme. Table 4.3 presents the concrete mix (nominal compressive 

strength of 20 MPa) used to cast the cyhders. It should also be noted that all cylinders 

were caçt fiom a single concrete batch to minimi;l:e the variations in material properties. 

The cylinders were cured in a moisture room (100% relative humidity) for 30 days, and 

then, they were placed in an environmentally-contioued room, at a relative humidity of 

50%, for 15 days  pnor to testing. 



Table 4.3 Concrete Mix Used for Test Cylinders 
- -  - 

Material I Dosage 

4.3.2 Experimental Setup and Procedure 

Type 30 cement 

Water 

Sand 

6 mm aggregate 

Watedcement ratio 

The test programme for the concrete cylinders followed the same outline as was 

%e.i fnr t!x ?=%le aac f̂ r the rrhffixckg n g , d  s m e  !~zdhg f i a z e  wm &Q used 

to perform the compressive tests. Prior to testing, each test cylinder were measured and 

their precise dimensions were recorded. To ensure that a pure axial compressive load 

was appiied to each test cylinder, the specimens were centraIiy placed between the cross- 

heads of the machine. A spherical bearbg was also inserted between two steel plates 

and placed under the cylinder to protect against uneven loading. 

210 kdm3 

170 kg/m3 

1130 kgfm3 

800 kg/m3 

0.80 

Again, the applied load was measured with the use of a load ce11 placed in series 

with the actuator of the testing machine. The tende strain of the concrete was measured 

by two displacement transducers (LVDTs) on each side of the cylinder. Figure 4.8 

shows a schematic of the test cylinder. The LVDTs had a gauge length of 50 mm and 

were inserted between two circular rings, which were attached at each end of the 

cylinder. Again for each test, the complete compressive stress-strain curve of the 

concrete was recorded by a high speed data acquisition system. The sampling rate was 

adjusted for each strain rate in order to obtain approximateiy 500 points for each set of 

Cumes. Preliminary tests, in the elastic range of the concrete (stress less than 0.4f3 

altowed for the calibration of the machine's speed to obtain the desired strain rate. 



These prelirninary tests also gave the ability to centre the cylinders, based on the 

readings of the two LVDTs. 

LVDTs 

u 
Figure 4.8 Concrete Test Cylinder 

To maintain a constant temperatine duRng each test, the temperature controlied 

chamber was again installeci around the specirnen. Each concrete cylinder tested was 

accompanied in the chamber by a dumrny cylinder instnunented with a thennocouple in 

its core. Again, a thermocouple was placed within the chamber to measme its intemal 

temperature. The tests were performed when both of the thermocouple readings were 

stabilized at the desired temperature. 

4.3.3 Test Results 

Table 4.4 presents the results of the matenal properiies from the compressive 

concrete tests. Figure 4.9 presents the complete compressive stress-strain curves of two 

concrete cylinders obtained fiom tests under the two most extrerne testing conditions : 

one tested at a temperature of +20°C and under a strain rate of 80 x 10" (quasi-static 



Figure 4.9 Compressive Stress-Strain Curves of Two Tests on Concrete Cylinders 

condition), and the other, tested at a temperature of -40°C and under a strain rate of 0.1 1s 

(extreme seismic condition). The combined effects of strain rate and low temperature 

caused considerable încreases in the compressive strength (f J and Young's modulus of 

the concrete. On the other hand, there was no evidence that the ultimate compressive 

strain at peak stress (sîraïn which occurs at maximum stress) is af5ected by combinùig 

strain rate and temperature. The peak stress occurred lower than the expected value of 

0.2% strain, which can be explained due to the size effect of the concrete cylinders. 

The variation of Young's modulus of concrete with strain rate and temperature is 

shown in Figure 4.10, for the complete range of test variables. For each test cylinder, the 

Young's moddus was found by measuring the slope of the stress-straîn curve £iom O 



Table 4.4 Test Results on Concrete Cyiinder 

Ultimate 
Compressive 

StraiIl 

- 
Test 
No. 

Young's 
Moduius 

E 
(GPa) 
31.6 

Compressive Temp. 
cc, 

Strain Rate 
& 

(x 1 0%) 



Figure 4.10 Variation of Young's Modulus of Concrete with Strain Rate and 

Temperature (Mean Value of Two Tests for Each Temperature and Strain Rate) 

to 40% of the compressive strength of the concrete. It was seen that the Young's 

modulus generally increases as the strah rate increases and the temperature Lowers. 

The test results showed that, at +20°C, the Young's modulus increases marginally 

over the complete range of strain rates. However, at -20°C and -40°C, signincant 

increases in the Young's modulus was seen when the straïn rates were at 0.02 /s and 

higher. This variation of Young's modulus of concrete can be approximated by the 

foilowing regression formula : 



where Em is the dynamic Young's modulus of concrete for a strain rate E at a given 

temperature T, Eszo is the quasi-static Young's modulus of concrete ( É =80 x 1 0 ~  /s) at a 

temperature of +20°C, T is the temperature in OC (-40°C I T < +20°C) and E is the strain 

rate in S.' (80 x 104 /s < T < 0.1 /s). Equation [4.3] is plotted in Figure 4.1 0 for the 

different strain rates and temperatures. 

Figure 4.1 1 presents the variation of the compressive strength of concrete with 

strain rate and temperatme. The compressive strength increases substantialiy as the 

strain rate increases and temperature decreases. A 9 1% increase was observed when the 

strain rate incxeased fÎorn 80 x 1 0 ~  /s to 0.1 /s and the temperature was lowered fiom 

+20°C to -40°C. This variation of the compressive strength of the concrete c m  be 

modeiled by the following formula based on a multiple regression analysis of the 

experimental resultç : 

where f sDT is the dynamic compressive strength of concrete for a strain rate É at a given 

temperature T, f is the quasi-static compressive strength of concrete ( & = 80 x 1 o4 
/s) at a temperature of +20°C, T is the temperature in OC (-40°C S T S +20°C) and E is 

the strain rate in s-' (80 x 10" /s 5 T s 0.1 /s). The predictions of Equation 14.41 are 

shown in Figure 4.1 1. 



1 100 1 O000 1000000 
Strain Rate (104 1s) 

Figure 4.11 Variation of the compressive Strengrh of Concrete with S h i n  =ie 

and Temperature (Mean Value of Two Tests for Each Temperature and Strain 

Ra te) 

4.4 Discussion 

The results of tensile tests on machine reinforcing steel coupons and compressive 

tests on concrete cylinders, under earthquake-type strain rates (quasi-static to 0.1 /s) and 

at temperatures representative of winter and summer conditions in cold regions (-40°C to 

+20°C), gave the ability to q u a n e  the combined effects of these two parameters on the 

basic stress-drain behaviour of these two construction materials. Based on the resdts 

obtained, the foilowing observations can be made : 

a The ultimate tensile strain and Young's modulus of reinforcing steel are not 

significantly iduenced by the combined effect of strain rate and temperature. 



The combined effects of strain rate and low temperatures causes an increase in both, 

the yield and ultimate stress of the reinforcing steel. The yield and ultimate stresses 

increased by 22% and 12%, respectively, when the strain rate increased fkom 80 x 10- 

ci 1s to 0.1 1s and the temperature decreased fiom +20°C to -40°C. 

The combined effect of strain rate and low temperature caused a substantial increase 

in the compressive strength and Young's modulus of the concrete. An increase of 

9 1% was observed when the strain rate increased fiom 80 x 1 0 ~  1s to 0.1 /s and the 

temperature decreased fkom +20°C to -40°C. 

4.5 Recommendations 

A l+h~~-rrh th& e-rr4m~rrir~l c+iiA.rr helm=A th k t i m m  fnrth infnnnntirin cnncernino 
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the combined effect of high strain rates and low temperature and cast some light on the 

materid propeaies of reinforcing steel and concrete, more research is stiIi warranted. In 

respect to the effect of strain rate and temperature on reinforced bridge structures located 

in active seismic cold regions, information is needed on the following : 

The size effects (aggregate size, cylinder diameter, concrete strength, bar diameter, 

etc.) on the results obtained in this study. 

The combined effects of strain rate and low temperature on the cyclic behaviour of 

reuifarcing steel and concrete. 

The influence of moisture content in concrete. 

The extrapolation of the basic monotonie and cyclic stress-strain behaviours of 

reinforcing steel and concrete to the complete responses of reinforced concrete 

members under earthquake-type excitations at low temperatures. 



CEAPTER 5 

DESCRIPTION OF BRIDGE PIER SPECIMENS 

5.1 Introduction 

A large number of bndge piers in ENA were constnicted during the 1 9609s, prior 

to recent seismic provisions in buildings codes. The majority of these columns were 

designed with flexure as their goveming criteria, leaving them VUlneabIe to shear 

failmes. The lack of transversal reinforcement is directly proportional to insacient 

ductility of the columns. 'Inis, dong with the column's behaviour at low temperatures, 

misex! que,sms a h - f  the pier's aeiamiç perhmmw in an ENA enviranment. 

h order to address these concems, large scale reinforced concrete bridge pier 

specimens, typical of ENA construction, were fabricated at Ecole Polytechnique in 

Montreal, Canada, as part of this research project. These specimens were modelled nom 

an existing bridge pier, so that the behaviour of the realistic bridge pier could be 

interpreted fiom experimental test results. 

5.2 Description of Prototype Bridge Pier 

The prototype bridge pier, shown in Figure 5.1 was provided by the Quebec 

Ministry of Transport, the column has a channeled cross-section (1320 mm x 8 13 mm) 

to allow for drainage pipes to be installed in the opening. The clear height of the 

column, from the foundation cap to the bridge deck was 6100 mm. The pier which was 

chosen, supports a bridge deck such that the tributary area gives a dead load of 1600 W. 

The bridge pier was constructed in two distinct parts, the h t  king the foundation, and 



the second king the column, attached to each other by dowel bars. The dowel bas and 

the longitudinal bars were connected with a lap splice length of 915 mm. The pier used 

No. 8 and No. 1 1, U.S. deformed bars for longitudinal reinforcement (25.4 mm and 35.8 

mm diameter, respectively), and No. 4, U.S. deformed bars for the transversal 

reinforcement (12.7 mm diameter), with a spacing of 305 mm. The cross-section 

contains 35 longitudinal bars, with the two interior bars being No. 8, while the remaining 

bars are No. 11. The lapsplice contains 29 bars, al1 king of type No. 11. It was 

assumed that longitudinai and transversal reinforcement had a strength of 400 MPa and 

350 MPa, respectively. The bridge pier dso used a typical concrete mivture and despite 

the age of the column, the concrete strength was assumed to be 35 MPa. 

No- 11 
(W.) \ 

No. 8 

'Section A-A ' 

I I 

Figure 5.1 Schematic of existing bridge pier 



5.3 Description of Mode1 Pier 

In the rnajonty of the bridge piers which were damaged due to earthquakes, the 

principle area of failure was at the foundation-column comection, due to the presence of 

the lapsplice. Therefore, the lower section of the column was focused on for this 

research project. 

Four columns in the transverse direction supported the prototype bridge pier 

deck. Therefore, it could be reasonably assumed that for seismic loading in the 

-verse direction, the presence of the bridge deck would act as a tramfer beam, thus 

causing a fixed comection at the interface of the bridge deck and the column. It was 

assumed that the column wodd experience double curvatlire in the transversal direction, 

as shown in Figure 5.2. This would cause a zero moment to occur at the infiexion point 

(mid-height) of the column. To represent this phenornenon, and to make the model as 

close to reality, the model was scaled to portray half of the prototype, and a pin was 

place on top of the model to account for the zero moment. 

Figure 5.2 Curvature and Moment of Bridge Pier 



From the limitations of the Iaboratory, a scale factor of 3.65 between the hear 

dimensions of the prototype and the mode1 was selected. The modelled bridge pier, 

show in Figure 5.3, also had a channelled cross-section (362 mm x 223 mm), with a 

square opening (83.5 mm x 83.5 mm). The clear height fiom the foundation to the 

centre of the pin was chosen as 853 mm. The specimen was cast in two sections, fht  

king the foundation, and the second king the pier, comected together by dowel bars. 

A lap splice (250 mm long) was introduced between the dowel bars of the foundation 

and the longitudinal bars of the pier. 

Note: AlI cfnriensions are in mn 1 
-L 

Figure 5.3 Modeïled Bridge Pier Specimen 



The layout for the reinforcement was the same as for the prototype. For the 

longitudinal reinforcement, No. 3 US. (diameter 9.5 mm) deformed bar, with a yield and 

ultimate strength of 450 MPa and 690 MPa respectively, were used. A plain 3.6 mm 

round bar was used for the transverse reinforcement, with a yield strength of 330 MPa. 

A concrete mix with a maximum aggregate size of 6 mm was used to cast the pier, with 

a compressive strength of 35 MPa at the time of testing. 

A HSS beam (203 mm x 152 mm x 13 mm) was placed between the top of the 

concrete and pin, as part of the prestressing system. The HSS was used to support two 

high strength threaded rods, which simulated the dead load on the structure. By 

attaching these rods fkom the shake table to the HSS, it was possible to apply an 

compressive axial load of 120 kN, on the column. 

5.4 Dimensional Analysis 

Experimental investigations and techniques have aiways been a vital part of 

advanced engineering design. The ability to experimentally test a structurai model, 

improves the existing knowledge and provides an alternative in the evaluation of the 

adequacy of proposed and existing designs. Mode1 analysis in earthquake engineering 

gives the ability to predict the dynarnic response of a prototype structure from taboratory 

tests on a physical model. 

Modelhg theory establishes the d e s  according to which the geometry, material 

properties, initial conditions, boundary conditions and environmental effects (loading) of 

the model and the prototype have to be related so that the behaviour of one cm be 

expressed as a function of the behaviour of the other. Therefore, theones of similitude 

(commonly known as scaling laws) were developed, based on a complete set of 

correlation fùnctions, which relates the model to the prototype. In general, most of the 



structural modelhg problems are mechanical ; thus the measures of length, force and 

t h e  are the principle cntena used in structural modebg.  

The theory of dimensions can be summarised by a general theorem stated by 

Buckingham in 19 14, as the follows : 

' 'Any dimensionally homogeneous equation involving certain 
physicai quantities can be reduced to an equivalent equation 
involving a complete set of dimensionless products". 

In order to develop the necessary mathematical relationships between the 

characteristics of a prototype and the correspondhg mode1 must be constructed. This 

theorem states that the solution equation for some physicai quantity of interest, cm be 

written as : 

where F is a mathematical k c t i o n  and n is the total number of physical quantities 

involved in the phenornenon. It can also be seen in Equation [5.1], that the expressions 

x2 to xn are dependent upon xi. According to the Buckingham Pi theorem, every 

dirnensionally homogeneous equation can equivalently be expressed in the form ; 

where f i s  another mathematical function and the Pi terms are dimensionless products of 

the physical quantities xi to x.. Generally , it can be stated that the number N represents 

the rank of hdarnental measures, which is usuaily equal to the number of basic units 

needed to describe the physicd quantities. 



The main question to be resolved in applying the Buckingham Pi theorem 

peNUnç to the formation of the appropnate number of Pi t e m .  In order to correctly 

spec* ail of the important terms, insight is required into the physical problem which is 

to be studied. There are several methods and techniques used in the gathering the Pi 

terms, one of the Less forma1 techniques involves the following steps: 

Choose the number of fimdamental measures (n-N) which are dimensionally 

independent, required to express all variables of the problem. In other words, if a 

problem involves the dimensions of force F, length L, and t h e  T, then the three 

variables chosen must collectively have dimensions which include F, L and T, but no 

two variables cm have the same dimensions. Variables that are in themselves 

dimensionless (strain, Poisson's ratio, angles) cannot be chosen in the set of 

fiuidamental measures. 

Form the Pi terms by taking the remaining variables (N) and grouping them with the 

(n-N) variables such that al1 groups are dimensionless, thus producing a set of 

independent, dirnensionless t e m .  

To investigate the performance of a vibrating structure, it is evident that in 

addition to length, L, and force, F, which are considered in static loading situations, t h e ,  

T must also be included as one of the fundamental quantities in the dimensional analysis. 

An excellent illustration is given in Filiatrault [1985] showing the detemiination 

of scaling laws, where the vibration conditions of an elastic structure constructed fiom a 

homogeneous isotropie material, is considered. A typicd length in the structure is 

designated by P and a typical force by Q. The materials for both the prototype and the 

mode1 are defïned by the material constants, which include : the modulus of elasticity E, 

the Poisson's ratio v, and the mass density p. The important parameters to be 

detennined fiom the structural shape are the deflected shape 6, the natural fkequency f ,  



and the dynamic stresses, o. The acceleration due to gravity g, is also considered 

because it is common in both mode1 and prototype structure. The dimensions of the 

goveming variables in both absolute and common engineering are shown in Table 5.1. 

This table shows the differences in the units by comparing the commody used 

engineering LU& (F, T and L) to the absolute uni6 (M, L and T) 

Table 5.1 Dimensions of Governing Variables for Vibration of Elastic Structures 

(adopted from Sabnis et al., 1983) 

Dimensions 

Qmti~ Absolute System Engineering System 

Force, Q MLT~ 

Modulus of elasticity, E ML-'T~ 

Poissods ratio, v - - 
Mass density, p ML3 FT'L-~ 

Deflection, S L L 

Stress, O 

Frequency, f 

Acceleration, g 

Applying the Buckingham Pi theorern, the number of variables and dimensions 

are: 

n = 9 variables (t, Q, E, v, p, 6, o, f ,  g) 

n-N = 3 dimensions (F, L, T) 

therefore, the number of Pi tenns that can be formed is then: 



Then three variables are chosen which includes the three dimensions of the 

problem (F, L, T), hence e (L), E m2) and g (LT'). Foilowing the laws of the 

Buckingham Pi theorem, the remaining six variables (6, o, v, p, Q, f) are grouped with 

the primary variables (P, Ey g), such that ail groups are dimemiodess. The 

dimensionless parameters that govern the behaviour for a true model is: 

By forcing the dimensionless variables in Equation [5.3] to be identicai in the 

mode1 and the protoSrpe, it is possible to determine the dynamic characteristics of the 

modelled structure. In order to impose these restrictions on the model design, it is 

no& to relate the climensional analysis with scaling factors, as a h c t i o n  of length and 

moddus of elasticity. A ratio is formed so that the unit of the model is divided by the 

unit of the prototype, as follows : 

length of model P m  
S, = -- 

& 

length of prototype d , 

- modulus of elasticity of model E, -- - 
'E - modulus of elasticity of prototype E, 

As is summarized in Table 5.2, the implied scale factors whkh govem these 

relationships, are expressed as a function of S, and SE. 



It is seen fiom this Table, that the density scale is equal to SE/S, for a true elastic 

model and is usually different than one. Therefore, true replica models are extremely 

difncult to redise because of problems in matenal simulation. In practice this is usually 

very expensive, consequently models are ofien scaled without the effed of gravity 

forces. It should be noted that an exact replication of all parameters affecthg the 

response of structures under dynamic actions can rareiy ever be achieved It is usually 

up to the model designer's judgement to decide whether or not the errors introduced by 

neglecting gravity effects are acceptable. 

Table 5.2 Similitude Requirements for Vibration of Elastic Structure (adopted 

from Sabnis et al., 1983) 

Scale Factors 

Group Qmti~ Dimension True Replica Gravity Forces 

(Engineering Units) Neglected 

Loading Force, Q F SES: SES: 

Gravitational accel., g L T ~  1 1 

Horizontal accel, g L T ~  1 st 
T h e ,  t T s , ' ~  st 

Geometry Linear dimension, .f? L s t s t 
Displacement, 6 L st st 

Frequency, f r1 s , - ' ~  s;' 

Material Modulus, E FL-~ SE SE 

properties Stress, a FL-~ SE SE 

PoissonYs ratio, v - I 1 

Density, p FL3 SE& Neglected 



in the above table, the time scale is equal to s,lR for a true elastic model and to Sc 

in the case of a model where gravi@ loading effects c m  be neglected. This means that 

an actual earthquake record should have a different time scale when used as the input for 

the test of a model. Furthermore, the fiequency of vibration is inversely proportional to 

the period, will be siln and s;' considering and neglecting gravity, respectively. 

Therefore, the model will have higher fkequencies than the prototype structure. 

5.5 Cornparisons Between Prototype and Mode1 

Due to the feasibility and rime constraints, it was decided to negiect the gravity 

effects to sirnplify the model. This approach is acceptable since the gravity loads on the 

pier modei is apphed by extemai premessing. ay dohg i8is, ii enabieci concrete io be 

used as the material for the model. This in him forces SE, the Young's modulus of the 

model divided by the Young's modulus of prototype, to be equal to one. Considering the 

laboratory limitations, a scale factor of 3.65 was selected for the length. Thus : 

For a tme replica model, the scaling factor for the density should be : 

Therefore, in theory, the density of the material should of had been 3.65 times of 

the normal density of concrete. Practicdy, this could be achieved by atîaching a large 



number of lumped mass to the specimen, but it was determined that the benefits wouid 

not be worthwhile for this project. Discussions found that it was not necessary to 

represent an exact mode1 since the main goal of this study was to compare the 

performance of bridge piers at low temperatines. 

Table 5.3 shows the merences between the prototype and the mode1 for the 

various similitude requirements with gravity forces neglected. It cm be seen fiom this 

table, that al l  of the quantities foilow the scaling laws except for the naturd fkquency. 

Due to the laboratory constraints, the concrete blocks used to simulate the bridge deck 

had a mass of 30 kN/block, therefore, it was decided to used the closest amount of mass 

to achieve the best fiequency, by following the similitude requirements. ALthough the 

fiequency did not match the prototype exactly, the overall behaviour generally represents 
1*AY?- -,,-r ---1-2-- G-" &A-.. -6 2 A< the the proioiype wiih ioi~rctbit: u l u ~ r i i o .  NSÜ, k iippjuia ô Ur vr -- 

strain rate is 3.65 higher than in the prototype. Figure 5.4 presents the increase due to 

increase strain rate. Al1 values were below 2%, with the exception being the 

compressive strength of concrete, which varied fiom 8.2-5.7%. Therefore, by 

implementing the scaling laws, there is litlle idluence on the structure. 

Strain Rate 

Figure 5.4 Increase Caused by Strain Rate Effects 



Table 5.3 Cornparison Between Prototype and Model 

Scaling Prototype Theoretical Achial Percent DiE. (%) 

Factors Values Mode1 Mode1 (theoretical-model) 

Values Values 

Gravitational 1 lg Ig 0.0 

accel., g 

Horizontal s t lg 0.274 g 0.274 g 0.0 

accel., g 

Column s, 3048mm 835mm 853 mm 2.0 

height, k' 

Column cross- s t 1321mmx 362mmx 362mmx 0-0 

section, l 828 mm 223 mm 223 mm 

Long, bar st 35.8 mm 9.8 mm 9.5 mm 3.2 

diameters, k' 

Lapsplice s t 913mm 250mm 250 mm 0.0 

spacing, k' 

Dead load, 4 s : 1594 WJ 120 kN 120 kN 0.0 

Time, t st 1 s 0.274 s 0.274 s 0.0 

Force, Q SES: 1kN 0.075 kN 0.075 kN 0.0 

Displacement, st 1mm 0.274 mm 0.274 mm 0.0 

8 

Frequency, f si1  3.5 Wi 12.6 Hz 9.1 Hz 29.0 

Modulus, E SE 26600 MPa 26600 M'Pa 26600 MPa 0.0 

Density, p Neglected - - - 0-0 



5.6 Dimensioning the Test Set-up 

The test set-up includes three different aspects ; (1) the bridge pier (2) the 

foundation (3) the steel frame. Each component is discussed and the dimensionhg 

requirements are explained. 

5.6.1 Dimensioning the Bridge Pier 

The experimental specimen is a 1:3.65 scde model of an existing bridge pier. 

Figure 5.5 shows the plan view of the cross section for the tested specimens. The 

column height was 853 mm, fiom the top of the foundation to the centre of the pin. 

Excluding the mechanical prestressing system and the pin, the concrete column had a 

height of 592 mm. 

0 dowel bars 

Longitudinal bars 

Figure 5.5 Cross Section and Dimensioning of the Bridge Pier Specimen 



To respect the scaling laws, No. 3 U.S., deformed bars (9.5 mm diameter) were 

used for the longitudinal reinforcement, and 3.6 mm diameter plain bars were used for 

the transversal reinforcement. The stimps spacing was equal to 83.5 mm, therefore, 

seven stimrps were placed in the column. The stimips were tied to the longitudinal 

reuiforcement by using typical tying wire. A 13 mm thick steel plate, with the 

dimensions correspondhg to the column, was fked to the top of the column. This 

aliowed the longitudinal bars to be welded to the steel plate to ensure proper anchorage 

of the reinforcement, and to attach the ASS beam to the top of the column. 

The dowel bars, which also used No. 3 U.S. deformed bars, had a scaied lap slice 

length of 245 mm fiom the base of the column. The compression development length 

had a length of 200 mm, and had an embedment length of 150 mm, which was in 

accordance with Clause 15.6 of CSA Standard A23.3-94. A 90' hook was used for the 

dowel bars to take into account the possibilities of tension and compression forces. The 

dowel bars were also attached to the longitudinal bars with tying wires. Figure 5.6 

shows a photograph depicting the reinforcing cage of the column. 



Figure 5.6 Column Reinforcing Cage and Foundation 

5.6.2 Dimensioning the Foundation 

Several parameters were considered when dimensioning the foundations. To 

ensure the possibilities of the formation of plastic hinges at the base of the pier, the 

column had to be properly anchored to the foundation. The width of the foundation 

beam was restricted to 584 mm, due to the placement of the anchorage keyholes in the 

shake table. The design must ensure that the foundation rernains elastic throughout the 

experimental tests. 



The foundation beam had a length of 1826 mm, a width of 584 mm and a height 

of 362 mm. The fomdation was designed in agreement with CSA Standard A23.3-94, 

so that yielding would not occur under a maximum probable moment in the column of 

215 kN-m. Figure 5.7 shows the detailing for the longitudinal and transversal 

reinforcment. Six 25M deformed reinforcing bars ( k e e  in the upper and lower halves) 

were placed in the foundation for tension and compression reinforcement, while 15M 

stimips were used for shear reinforcements. Eleven stimips were placed in each 

foundation at a spacing of 180 mm. 

25M reinforcing bars 15M stimps 

Figure 5.7 Cross Section and Dimensioning of the Foundation 

The specimen was fixed to the shake table through the foundation. In order to 

ensure no slipping of the specimen, the n o d  force (N) multiplied by a coefficient of 

static fiction (b) mwt be greater than the maximum base shea. (V-). Vmax is the sum 



of the shear forces caused by the maximum probable moments of the column. The base 

shear was found to be 33 1 kN (increased by a factor of safety of 1.5). Therefore, N 

multiplied by the factor, must be grater than 331 kN, where I(, equals 0.1 

(conservative value for wood-concrete and wood-steel surfaces). It was found that 

eleven rods were needed to meet these requirements, and prevent yielding of the rods. 

Therefore, to reduce the size of the foudation, 3.4 m long angle sections (1 52 mm x 152 

mm x 6.4 mm) were placed on either side of the foundation. By comecting these angles 

to the sides of the foundation, and to the surface of the shake table, it was possible to 

increase the number of rods to twenty-No, which greatly exceeds the specifications. A 

schematic of the bridge pier specimen with the correspondhg dimensions are shown in 

Figure 5.8. 

Figure 5.8 Connection System of Bridge Pier 



5.6.3 Dimensioning of the Steel Frame 

A previously constnicted steel h e  was modined to represent the bridge deck. 

The steel h e  supported two concrete blocks (30 kN each) which simulated the mass 

of the superstructure. These concrete blocks were supported by a peripheral h e ,  

which surrounded the pier specimen. The steel h e  supported aU the vertical loads 

fiom the concrete blocks, in such a manner, that the bridge pier carrïed only the lateral 

inertia loads. This peripheral fiame was completely pinned in the direction of the shake 

table motion and braced in the opposite direction (perpendicular to the table motion) to 

prohibit any rnovement ofthe specimen in t h i s  direction. 

To accommodate the scaled bridge pier specimen, HSS (127 mm x 64 mm x 6.4 

mm) columns were fabricated for the penpheral fiame, which brought the total height of 

the fiame, including the masses to approximately 1600 mm. Security bracing with 

slotted holes were installed, in the direction of the table motion, to prevent against large 

unexpected displacements. Figure 5.9 shows a schematic of the steel fbme set-up. 

5.7 Description of the Bridge Pier Specimens 

The final assemblage of the specimen and the experimental set-up on the shake 

table is shown in Figure 5.10. The threaded rod in the rniddle of the column shows the 

prestressing system. Pins were fabricated to be positioned at the base of the rods to 

minimise the bending during testing. The prestressing rods were supported at the top by 

a HSS section. To increase the s-ess of the HSS section, concrete was placed withh 

its core. Strain gauges were placed on the rods and calibrated so that the correct amount 

of torque could be applied to the rods. 



Threaded bar (m.) 

Shake Table 3.4 m x 3.4 m 

Excitation Direction - 
Figure 5.9 Steel Frame Set-Up 

Figure 5.10 Photo of Specimen and Experimental Set-up 



Figure 5.1 1 shows the prestressing system and the pin connecîion. The pin was 

comected on top of the HSS section with rods which were threaded into the steel plate at 

the top siilface of the column. Two 25 mm thick steel plates were used to comect the 

upper portion of the pin to each of the concrete blocks. These concrete blocks were then 

attached to the steel frame. 

Figure 5.11 Assemblage of the Prestressing and Pin Connection 

The experimental set-up was modined in order to perforrn the quasi-static tests. 

A reaction beam was designed and fabricated to inhibit the movement of the concrete 

blocks, thus fixing the pin position, but allowing the motion of the shake table. To 

ensure zero moment, a pin was placed between the reaction beam and the concrete 

blocks. The reaction beam was fabricated fiom a HSS member (152 mm x 152 mm x 13 

mm) with a length of 1.2 m, which was then attached to a prefabricated reaction h e .  

A load cell was placed at the end of the HSS member to maure  the force applied to the 

column. Figure 5.12 shows a photograph of the reaction beam attached to the steel 

fkme and the reaction fiame. 



Figure 5.12 Assemblage of the Reaction Beam 



CHAPTER 6 

PRELEMINARY ANALYSES 

6.1 Cornputer Modehg  using RESPONSE 

The computer program RESPONSE [Collins and Mitchell, 19911 was used to 

determine the moment-curvature response of a concrete cross section subjected to 

moment, axial load and shear. RESPONSE is  a complex program compiled using 

TURBO C for personal cornputers. This program was developed as an educational tool, 

but due to recent upgrades, RESPONSE is now a popular program for an understanding 

of the behaviour of concrete structures. The program offers several options in the 

modeliîng of reinforced and prestressed concrete structures. The ~ S P O N S E  program 

provides the user the ability to combine different types of loading to f h d  the theoretical 

response of the structure (i.e. axial and moment loading to fhd  the cwature response). 

The program offers possibilities to configure several options, including concrete stress- 

stmh (high-strength or parabolic model), shear model and strength reduction factors. 

Also the program allows the user to set convergence limits, thus setting the level of 

accuracy of the results. RESPONSE is accompanied with a graphics program which 

permit5 several displays of the model cross-section and graphical stress-strain behaviours 

of concrete and reidorcing steel. 

The RESPONSE computer program was used in the preliminary analyses to h d  

interaction curves (axial load-moment) and moment-curvature diagrams. In both cases, 

analyses of the prototype and the model were performed. By applying the scaling laws 

and c o m p a ~ g  the results, it was possible to see the conespondence between propeaies 

of the model and the prototype. 



6.1.1 Description of the Model Used with RESPONSE 

Figure 6.1 illustrates the model of the cross section whidi was used in the 

RESPONSE program. The cornputer program is limited in its the capacity to model the 

geometry of the cross section by trapezoidal layers, therefore the RESPONSE model 

does not directly resemble the actual specimen. All of the layers are forced to be 

symmetrical around the vertical axis, therefore, the drainage opening was accounted for 

by placing the concrete for this section symmetrically about the y-axis, a s  shown in Fig 

6.1. The placement of the reinforcing bars are again defined in terms of layers, therefore, 

the steel at a certain level were placed together. These minor changes in the model, 

caused some approximations in the thal results, but these differences were insignificant 

and could be ignored. 

steel layers 

Actual cross-section 

Note : al1 dimensions are in mm RESPONSE model 

Figure 6.1 RESPONSE Computer Model 



The same material properties for the prototype and the model were entered into 

the program. The Young's modulus used was equal to Ec = 4500Jfi = 26600 MPa 

which is given in Clause 8.6.2.3 fiom the CSA A23.3-94 Standard. Also, the steel was 

assumed of typical Grade 400 MPa with a corresponding yield s t m h  of 2000 p. 

6.2 Results Obtained from RESPONSE 

Various aspects were analysed with the use of the RESPONSE pro-. 

Interaction diagrams (P-M) and moment-cmature analyses were carried out to find the 

strength capacity of the section. Analyses were computed in parallel with the prototype 

and the model, and by applying scaling laws, the resdts could be compared. 

6.2.1 interaction Diagrams 

Interaction diagrams (P-M) were constnicted for both the prototype and the 

model. For each column, two different cross-sections were andysed, one was within the 

lap splice region, which included the longitudinal and dowel bars, while the other was 

above the lap splice, which only accounts for the longitudinal bars. Three different 

resistance levels were also rrialysed by changing the material performance factors; 

factored (& =0.6, & = 0.85), nominal (& 4.0 ,  & = 1.0), probable (+c =M, & = 1.25). 

The factored moments are used to ensure that the flexurd resistance of each member is 

equal or greater than the factored loads on the member. The nominal moments are used 

to ensure that in a beam-column comection, the coliunns are more resistant than the 

bûams. The probable moments correspond to the maximum possible flexural resistance 

the element can obtain considering the uncertainty of the yieldhg LUnit, f,, and the 

possibility of strain hardening in the reinforcing steel. Figures 6.2 and 6.3 show 

interaction diagrams of the scaled column model, one being above the lapsplice and the 



other being withi. the lapsplice region. Figures 6.4 to 6.5 give a cornparison between 

the mode1 and prototype in the prototype domain. 

- Factored (-vc) - Factoled (+ve) 

-- Nominai (-vc) -- Nominal (+ve) 

- - - - Probabie (-ve) 

- - - Robable (+ve) - 

-200 -100 O 100 200 
Moment (kN-m) 

Figure 6.2 Interaction Diagram for Model Above LapSplice 

-300 -200 -100 O 100 200 300 
Moment w - m )  

- Factored (-ve) - Factored ( h e )  

-- Nominal (-ve) 

-- Nominal (+ve) 

O O - - Probable (-ve) 

- - - - Probable (*e) - . - - -- - . - - - -- - - - . 

Figure 6.3 Interaction Diagram for Model Within Lap-Splice 
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Prototype Domain 
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- Pro to type  Nominal (-ve) 
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Model Factored (-ve) 

Model Factored (+ve) 

--- Mode1 Nominal (-ve) 

--- Mode1 Nominal (+ve) 

Figure 6.5 Interaction Diagram (P-M) Prototype and Model - Within Lap Splice in 

Prototype Domain 



Table 6.1 presents the absolute values of the dBerent flexural resistance, which 

correspond to the dead load on each of the respected structures (i.e. 120 kN for the 

mode1 and 1600 kN for the prototype). Cornparison are gWen between the prototype and 

the scaled mode1 (multiplied by a factor of SA to show the close correlation of the two 

structures. 

Table 6.1 Cornparison Between prototype and Model at Different Loadings 

Design Levef 

Factored 

Nominal 

6.2.2 Moment-Curvature Diagrams 

Mode1 Mode1 scaled Prototype Percent 

(P=120 kN) (P= 1600 kN) (P=1600 kN) Difference 

Above Lap-Splice 

83 kN-m 4036 kN-m 4250 kN-m 5.3 % 

101 kN-m 49 1 1 kN-m 5020 kN-m 2.2 % 

Factored 

Nominal 

Probable 

Moment-curvature diagrams for the mode1 and prototype columns were also 

found with the use of RESPONSE. Due to the fact that the sections were not 

symmetrical about its x-axis, positive and negative moment analyses were performed. In 

each set of diagraIns, the curves were plotted according to four different points (labelled 

A, B, C and D, originating fiom the centre). 

Probable 1 122 kN-rn 5932 W-m 6080 kN-m 2.5 % 

Within LapSplice 

134 kN-m 6516 kN-m 6520 kN-m 0.1 % 

165 kN-m 8023 kN-rn 7950 kN-m 0.9 % 

200 kN-m 9725 kN-m 9420 kN-m 3.2 % 



Figures 6.6 and 6.7 presents two moment-curvature diagrams of the model above 

and within the lapsplice, respectively, with a axial dead load of 120 M. To simpl* the 

hysteresis model, the slopes of the post-cracking moment and the post-spWg moments 

were projected in order to locate an actual yielding co-ordinate. The two variables, a 

and r, correspond to the relation of these slopes as a function of the initial e e s s  of the 

column. The variable a is the ratio between the post-cracking stiffiness to the initiai 

m e s s ,  while the variable r gives the ratio between the post-yielding e e s s  to the 

initiai e e s s .  

The method used in fhding the values of each of these points (A, B, C and D) is 

described as follows: 

Point A - the cracking moment of the section, analysed with RESPONSE when the 

concrete cover reaches a tensile strain of 75 p~ corresponding to a concrete 

compressive strength of 3 5 MPa. 

Point B - the yield moment of the section, anaiysed with RESPONSE when the 

reinforcing steel (at a distance d fkom the face) reaches a tensile strain of 2000 p 

corresponding to a steel stress of 400 MPa. 

Point C - the concrete spalling moment of the section, analysed with RESPONSE 

when the concrete at the face of the section reaches a compressive strain of 3500 p. 

Point D - the ultimate reduced section moment, analytically fiom empirical formulas 

when the compressed concrete at the core of the section reaches E, for the confined 

section. The equation used for estimating the value of E, [Corley, 19661 when the 

section is confîned by rectangular reinforcement is; 



where fuh = yield strength of the stirnips (MPa) 

[C = distance between the critical section (maximum moment) and 

the inflexion point (zero moment) 

b = width of the section 

ph, = steel volume ratio of confinement to the volumne of c o h e d  

concrete 

Figures 6.8 and 6.9 give a graphical cornparison , where the model's values are related to 

the prototype's value in the prototype domain by the use of scaling laws. 

Table 6.2 shows a sumrnary of the various cracking, yieldhg and ultimate 

moments which corresponds to each of the different structures. Although both negative 

and positive moment analyses were performed, only the positive values are given due to 

the relatively close correlation between the two sets of data. 

Figure 6.6 Moment-Curvature Diagram for Mode1 Above Lap-Splice with Dead 

Load of 120 kN 



Figure 6.7 Moment-Curvature Diagram for Model Within LapSpiice with Dead 

Load of 120 kN 

Curva ture (rad/l000 m) 

. -- - - - - - .- -- 
-c- prototype 

Figure 6.8 Moment-Curvature Diagram for Model and Prototype Above Lap- 

Splice with Dead Load of 1600 kN 



Curvature (racV1000 m) 

-- 
+ prototype 

Figure 6.9 Moment-Curvature Diagram for Model and Prototype Within L a p  

Splice with Dead Load of 1600 kN 

Table 6.2 Summary of the Moments and Corresponding Curvatures 

Moment I Mode1 Mode1 scaled ProtoSpe 

Moment Curvature Moment Curvature Moment Cwature 

I Above Lap-Splice 

Cracking 1 16.6 1.54 807 0.42 803.1 0.43 

Yielding 1 108.1 21.0 5257 5.8 5362 5 -8 

Within Lap-Splice 

Yielding 1 169.4 21.6 8237 5.9 8600 5.7 

Cracking 18.5 1.44 900 0.39 921 0.40 



6.3 Computer ModeIlhg using RUAUMOKO 

The RUAUMOKO program [Carr 19951 is well recognized for non-hear 

dynarnic analysis in earthquake engineering. RUAUMOKO is designed to produce a 

piece-wise tirne-history response of a non-linear, two-dimensional h e  structure to 

ground accelerations or time varying force excitations. The program uses Newmark- 

Beta algorithms with p = 0.25. The program uses a modifïed Newmark scheme to 

ensure the maintenance of equilibrium at each tirne step. RUAUMOKO also d o w s  the 

user the option to consider P-A effects in the analyses. Several damping models are 

available, including : Rayleigh and variation of the damping ratio (linear, constant and 

tri-linear damping). Many different hysteresis d e s  cm be used within the 

RUAUMOKO program to represent the inelastic behaviour of fiame and spring 

members. These hysteresis models range fiom simple elasto-plastic and bi-linear d e s ,  

to very cornplex models using large numbers of variables to represent the changing 

sMhesses. 

The program before the modal analysis considers the static loads so that the 

effects of the axial forces acting k the columns can be taken into account during the 

modal analysis. The static analysis is the starting point for the dynamic analysis as this 

ensures that al l  members start with the correct force distribution before starting the time- 

history analysis. For dynamic analyses, the loading of the structure is specified in terms 

of a ground acceleration history (in units of g), where the forces Vary with respect to 

tirne. During the analysis, the relative displacements, velocities and accelerations are 

computed. Absolute accelerations can be generated by the post-processing program 

DYNAPLOT [Cm, 1 9951. 

The RUAUMOKO program offers several practicd modelling applications which 

can be applied to represent different realistic comection and construction rnethods, 



including : four-hinge beam members, rigid links at ends of members, spring members, 

structural-wall members, constant force members, contact members, etc. The program 

also aliows the user to perfom pushover test by using a slow ramp loading fiindon. 

The post-processing unit, DYNAPLOT, gives the user the ability to graphically visualise 

the displacements and the formation of plastic hinges during the dynamic analyses. 

6.3.1 Eysteresis Models 

Figure 6.10 shows the MUT0 plut0 et al., 19731 degrading tri-linear hysteresis 

d e  which was used as the moment-curvature model in the analyses of the bridge pier. 

The initial dope 06) corresponds to the stifniess (EI$ of the section before cracking 

occurs. AAer cracking of the structure. the slope changes due to the decrease in the 

stif3kess (EZ;). The post-cracking slope is related to the initiai slope by a factor a. The 

MUT0 degrading tri-linear model foliows an origin-centre philosophy, therefore, after 

cracking has occurred, the model comes back through the origin with a slope, ku. The 

third dope corresponds to the post-yielding of the structure. Again, this post-yielding 

slope is related to the initial dope by a factor r. During the reverse loading, the model 

returns again with a slope, b. Once the loading crosses the abscissa, the slopes changes 

again according if opposite yielding has occurred. This model is suitable for reinforced 

concrete members because it follows a realistic understanding of the behaviour of 

loading and d o a d h g  with strength degradation. The envelopes of the first cycle (CO- 

ordinates of the cracking and yielding moments and their correspondhg stiffnesses) were 

obtained fiom results of moment-curvature analyses with the use of the RESPONSE 

program. 
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Figure 6.10 Muto Degrading Tri-ünear Hysteresis 

6.3.2 Description of the Initial Model 

The structure was modelled in the RUAUMOKO program as show in Figure 

6.1 1. The mode1 consisted of four nodes and three elements, with the total height of 835 

mm and a fked connection at the base. Node 3 represents the position of the lap-splice, 

while node 2 represents the mid-way point between the base of the column and the top of 

the dowel bars. 



Figure 6.11 Initial Mode1 of Column ic RUAUMOKO 

It was stated by Griezic [ûriezic et al., 19961, that due to the deîailing of the l a p  

splice, the predicted moment capacity of the column would follow a triangular 

distribution in this zone as shown in the above figure. It was assurned that presence of 

the dowel bars would increase the column's capacity at the middle of the lap-splice, 

while having little Muence at the base or the top of the lapsplice. These assumptions 

were based on the flexural response of the member, therefore strength reduction caused 

by inadequate development length was not considered. Therefore, for the 'malyses 

performed with the RESPONSE program, yielding moments of 108 IcN-m and 170 kN-m 

were found (see Table 6.2) as the values for sections with the effect of the iap-splice and 

without the effect of the lap-splice, respectively. Therefore, these values were used to 

determine the hystencd model. Table 6.3 gives a smmmy of the moment-curvature 

properties used in the RUAUMOKO program. 

When considering the current code practices, the adequate development length is 

386 mm. The length of the dowel provided in the specimen was equai to 245 mm, which 



corresponds to a ratio of 63%. Therefore, only 63% of the flexural strength can be 

developed due to poor confinement of the lapsplice. 

Plastic hinges were allow to form within the length of the member 1 and up to 

half-way within the length of member 2. This small predicted length of the plastic 

hinging was chosen due to the prediction of low ductility levels. A rigid link with a 

length of 248.7 mm, was also placed at the top of the column to represent the pin and the 

prestressing mechanisms. A typical volumetric density of 24 kWm3 for reinforced 

concrete was used to calculate the column's weight per unit length giving a mass 

distribution of 0.00183 kN/m. The RUAUMOKO mode1 also incorporated the loading 

system that represented the actual loading, by applying an inertia mass of 60 kN and a 

compressive load of 120 lùrl at node 3, to reproduce the concrete block and the 

prestressing system, respectively. 

Table 6.3 Summary of the Moment-Curvature Properties 

Above Lap-Splice 

Model(+ve) 10.8x106 0.435 O 16.6 108.1 1.54 21.0 

Mode1 (-ve) 10.6 x 106 0.453 O 14.5 107.8 1.39 20.6 

Prototype (+ve) 1867 x 106 0.462 O 803 5362 0.43 5.8 

Prototype (-ve) 1864 x 1 o6 0.437 O 708 5266 0.38 6.0 

Within Lapsplice 

Mode1 (+ve) 12.8 x 10' 0.586 0.0005 18.5 169.4 1.44 2 1.6 

Mode1 (-ve) 12.5 x 106 0.632 O 16.4 170.8 1.31 21.3 

Prototype (+ve) 2302 x 106 0.606 0.0 12 921 8600 0.40 5.7 

Prototype (-ve) 2258 x 106 0.629 O 813 8440 0.44 5.7 



6.3.3 Results O btained from RUAUMOKO 

Aoalyses were performed with the RUAUMOKO program to produce various 

time-histones responses nom a non-linear two-dimensional model of the prototype and 

model columns. Numerous ground accelerations were used to excite the structure in 

order to examine the column's responses under different types of earthquake loadings. 

Different categories of Eastern and Western type earthquakes were also investigated, due 

to their distinct charactenstics. Due to the lack of historicd data for Eastern 

earthquakes, amficidy generated ground motions, symbolic of typical accelerations 

fiom ENA were also examined. Table 6.4 gives a Listing of the type and location of 

ground motions which were analysed, almg with their corresponding PHA @eak 

horizontal acceleration) and PHV @eak horizontal velocity). 

Table 6.4 Ground Motions and Locations 

Region E/Q Type Event, Station and Component PHA PHV 
(a) (m/s) 

Eastern Historical Whittier 1987, Hollywood Strg., LA 360 0.20 0.09 

Historical Irneperial Vailey Aftershock, 1 979, El Centro 23 0 0.1 7 0.09 

Historical Adak 1971, Navel Base West 0.19 0.08 

Histoncal Saguenay 1988, Chicoutimi-North 0.44 0.13 

Eastern Artificial Atkinson S32, Mr=5 @ 50 km 0.02 - 
Artificial Atkinson S61 ML=6 @ 50 km 0.05 - 
Artifkial Atkinson S8 1, ML=7 @ 20 km 0.52 -- 
Arîifïcial Atkinson S92, ML=7 @ 50 Imi 0.13 - 
Artificial Atkinson S102, ML=7 @ 80 km 0.07 - 

Western Historical Coahga, Aftershock 1983, Oil Field Fire Sta., 270 0.22 0.16 

Historical Whittier 1987, Union Oil Yard, 90 0.22 0.16 

Historical Morgan HiIl 1984, San Ysidro Sch. 270 0.22 0.19 



Estoncal Puget Sound 1949, Hwy Test Lab 0.16 0.21 

Histoncal San Fernando 197 1, Hollywood St., SOOW 0.17 0.17 

Historical San Fernando 197 1, Hollywood St., N90E 0.21 0.21 

Historical Mexico City 1985, La Union, N90W 0.17 - 

The ground motion accelerogram for each earthquake is presented in Appendix 

A. To respect the laws of similitude, each earthquake record was rnodined according to 

their appropriate scaiing law, thus, the t h e  was decreased, and the amplitude was 

increased by a factor of 3.65. For each of the histoncai ground motions, the unscaled 

acceleration was dso normalized to a value of 0.21 g, which corresponds to the NBCC 

(National Building Code of Canada), design value for a 475-year return period. The 

related spectnmis were calculated nom the acceierograms witb the use of -&SAS 

prograxn [Sarrazin and Filiatxault, 19931 (spectral acceleration, Sa (g) versus the natural 

periods) for a damping of 2 and 5%. 

Each earthquake record was analyzed with the use of the RUAUMOKO program 

to detemiine which ground motion would be suitable for shake table testing. For each 

analysis, the pin displacement, pin acceleration and the moment-curvature at the base 

and at the top of the lap-splice were examined. Table 6.5 presents a summary of the 

maximum absolute values which were found during these analyses. 



Table 6.5 Summary of Results from Preüminary Analyses with RUAUMOKO 

Ground Drift at Pin Curvature Cwature 

Motion Pin Level Accel. Dudiây Factor Ductility Factor 14 

(%) (g) (base)* (Iap-spIice)* * 
Whitîier LA, 360 0.33 1.25 0.57 

Imperial Valley 0.43 1.59 0.77 

Adak 0.58 2.05 0.90 

Saguenay 0.18 0.74 0.64 

Atkinson ML=5, 50 km 0.03 0.17 0.05 O .O4 

Atkinson ML=6, 50 km 0.06 0.32 0.13 0.07 

Atkinson ML=7, 20 km 0.47 1.68 0.9 1 0.62 

Atkinson ML=7, 50 km 0.22 0.80 0.43 0.28 

Atkinson ML=7, 80 km 0.10 0.41 0.19 0.1 1 

Coalinga 0.50 1.66 0.95 0.65 

Whittier Union, 90 O .O2 2.10 1.54 0.86 

Morgan Hill 0.73 2.16 1.78 0.86 

Puget Sound 0.79 2.1 1 2.40 0.82 

San Fernando SOOW 0.93 1.19 0.9 1 0.82 

San Fernando N90E 0.74 2.16 1.1 1 0.89 

Mexico City 0.68 2.10 1.52 0.84 

~lr cracking and yielding occurs at a curvature ductility of 1.5 and 20.8 r a d s h  
** cracking and yielding occurs at a curvature ductility of 1.4 and 21.5 radslkm 

Pushover tests were perfomed to obtain the maximum base shear and pin 

displacement of the experimental column. Pushovers tests involves applying a 

constantly increasing load to the top of the structure to fbd its flexurai resistance. It was 

found that the mode1 column had a base shear capacity of 124 kN, under a negative 

moment, with a relative displacement of 5 mm, giving a drift of 0.60 % at the pin level. 



6.4 Final Selection of Ground Motions 

To encompass al l  of the categories, Western and Eastem North Amenca, and 

historical and artificial earthquakes, it was decided to select three different groimd 

motions for shake table testing. These earthquakes included two fkom Eastern (a 

historical and an artScid), and one fiom Western North America. 

For the Eastern histoncal earthquake, Adak, 1971 was chosen because the 

RUAUMOKO mode1 experienced the greatest maximum pin acceleration and 

displacement cornpared to the other earthquake for this region. No yielding at the base 

cf th- c s b m  YES ~een f i r  thrr ~ d y s k  cf estem exthqua!ke..~ Alth~ugh Adak is 

located in Alaska, it resembles an eastem type earthquake due to its high frequency, 

therefore it was classified in this region. For the artificial earthquakes produced by 

Atkinson, the ground motion with a magnitude 7 at a distance 20 km was retained. This 

earthquake was selected because it produced the greatest displacement and acceleration, 

and it was the only earthquake in which the column experienced yielding at the base. 

Morgan Hill, 1984 was chosen as the ground motion to represent Western North 

America. Although Morgan Hill did not cause the colurnn to experience the greatest 

maximum pin displacement or acceleration, it was chosen because the moment-cumature 

diagram at the base of the column experienced the most post-yielding cycles compared 

to other Western based earthquakes. 

Figures 6.12, 6.13 and 6.14 give the scaled accelerograms for the three chosen 

earthquakes ; Adak 1971 (Eastern - historïcal), Atkinson ML=7 at 20 Imi (Eastern - 
artincial) and Morgan Hill (Western - historical). The three gaphs are given in mits of 

g, and t h e  in seconds. 



There was a concem that due to the scaled ground motion (decreased t h e  and 

increase amplitude), the shake table capabmes were not certain, therefore, preliminary 

tests were performed to determine the performance of the shake table. The acceleration 

feedback waç recorded so that a cornparison could be made between the true acceleration 

and the table's acceleration. A close correlation was seen between the spectra nom the 

shake table's acceleration and the original input data, therefore, it was determined that 

the table's acceleration gave a reasonable representation of the actual recorded ground 

motion, as discussed in Section 10.2- 

Figures 6.15, 6.16 and 6.17 represents the spectra for the corresponding 

earthquakes which were selected for the experimental testing. In each of the p p h s ,  the 

spectra for both the mode1 (scaled accelerogram) and the prototype (origind 

accelerogram) are compared. For clarity, the graphs were plotted in the units of g and 

with a logarithmic time scale in seconds. The fundamental period of 0.0821 s, found 

with RUAUMOKO, is also plotted with the spectra to indicate the expected response the 

column would experience. 

Time (sec) 

Figure 6.12 Scaled Ground Motion AcceIerogram for Adak 1971 



Ti (sec) 

Figure 6.13 Scaled Ground Motion Accelerogram for Atkinson M L = ~  @ 20 km 

Time (sec) 

Figure 6.14 Scaled Ground Motion Accelerogram for Morgan Hiii 1984 



---- prototype 
-LA - -  -- 

0.001 

Figure 6.15 

0.01 o. 1 1 10 

Penod (sec) 

Model and Prototype Spectra for Adak 1971,5% Damping 

- mdel 
---- prototype 

Period (sec) 

Figure 6.16 Model and Prototype Spectra for Atkinson M p 7  @ 20 km, 5% 

Damping 
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Figure 6.17 Mode1 and Prototype Spectra for Morgan Hill 1984,s % Damping 



CHAPTER 7 

EVALUATION OF MATERIAL PROPERTIES 

7.1 Tensiie Tests on Steel Reinforcement 

The properties of the steel reinforcernent used in the fabrication of the specimens 

were determined by tensile tests which compiied to the CSA G30.12-M77 standard 

[CSA, 19771. The resistance of the 16 mm diameter threaded bar used in the 

prestressing system was also verified by tensile tests. The results of these test are 

described in the foilowing sections. The mean values of the dBerent test results were 

utilized for the non-linear dynamic analyses to be discussed in detail in later sections. 

7.1.1 Longitudinal Reinforcement 

In the fabrication of the specimens, the same relliforcement was used for the 

longitudinal and dowel bars. In order to respect the scaling laws, No. 3 US deformed 

bars were used for the column's reinforcement. Therefore, to determine the materid 

properties of the reinforcing steel, tensile tests were perfomed on four 500 mm long 

samples randomly chosen fiom the given reinforcement. A hydraulic Amsler tensiie 

testing machine was used for the testing of the simples. This machine was equipped 

with adaptable clamps designed to resist against slippage of the specimen samples. A 

dynamometer, attached to the testing apparatus, was used to record the stress-çtrain 

curves of each specimen during testing. 



The yield strength (f,) and the ultimate strength (f,) of the dowel and longitudinal 

reinforcement were detemiined by cornputing the mean values obtained f?om the four 

tests. Initiai and final measurernents were recorded for each specimen, with the use of 

calipers, to ascertain the percentage of uitimate strain. The yield and ultimate loads were 

read directly fiom the loading dial on the testhg apparatus for the longitudinal 

reinforcement. 

Table 7.1 Properües of the Longitudinal Reinforcement (#3 US bars) 

Sample Yield Strength, Ultimate Strength, Initial Length Finai Length Utha te  

No. f~ fu (-1 (mm) Strain, E~ 

( M W  ( m a )  (%) 

7.1.2 Transverse Reinforcement 

For the transverse reinforcement, plain 3.6 mm diameter wires were used to 

represent the stimips. Tensile tests were performed on two 300 mm long wire samples 

randomly selected f?om the supplied material. It was decided to test oniy two bars 

because the transverse reinforcement was used in lesser quantities compared to the 

longitudinal reinforcement. The smdl bar diameters prevented the use of the hydraulic 

tensile machine, therefore, a smailer electrical testing apparatus was used for the tensile 

tests. This machine was again outfitted with adaptable clamps to prevent slippage during 

testing. 



Figure 7.1 shows a graph depicting stress versus displacement for one of the 

tested samples for the transverse reinforcement. A summary of the results is given in 

Table 7.2. 

20 40 

Displacement (mm) 

Figure 7.1 Stress-Displacement Curve for Transversal Reinforcement (3.6 mm 

diameter plain wire) 

Table 7.2 Properties of the Transverse Reinforcement 

Sample No. Yield Strength f, m a )  Ultimate Strength f. (Ml?a) 



7.1.3 Prestressing Bars 

To minirnize the effect of the prestressing bars on the lateral movement of the 

bridge piers, the srnailest bar diameter was chosen so that the prestressing bars couid 

bend with the least resistance during dynarnic testing, but still remain elastic. Therefore, 

a preliminary tensile test was completed on a 16 mm diameter threaded rod to detemine 

its yielding and ultimate strength capacities. The testhg method followed the same 

procedure as was discussed for the longitudinal steel. The tende tests followed a typical 

stress-strain behaviour with a yield strength 602 MPa and an uitimate strength of 719 

MPa. These value were used to v e w  if the prestressing bars wodd remain elastic 

under the expected loading, in accordance with the CANKSA-S16.1-94 code [CSA 

1994b3. 

7.2 Concrete Mlx 

Two similar concrete mixtures were used for casting the specimens, with the only 

exception being the amount of superplasticizer used in the mix. Both mixtures were 

designed to have a compressive seven-day strength of 35 MPa. Superplasticizer F A  

19) was added into the concrete mix for the column to produce a more fluidic mixture to 

ease in the placement ofthe concrete between the longitudinal reinforcement. Cernent of 

type 30 was used to produce a high initial strength and crushed aggregate with a 

maximum diarneter of 6mm was used in tàe mixture. The water to cernent ratio was 

0.56 for both mixtures. The concrete was mixed and cast in accordance with the CSA 

AB. 1-h490 Standard [CSA, IWO]. Table 7.3 indicates the concrete mixture used for the 

fouadations and the columns. 



Table 7.3 Concrete Mixtures 

Materiai 

Cernent (type 30) 

Water 

Sand 

Aggregate (6 mm) 

Foundation Column 

7 3  Compression Tests on Concrete Cylinden 

S uperplasticizer 

Compression tests were cornpieteu on concreie cyiinoers nom h e  concreit: m;k 

of the foundations and the columns. The tests were pediormed in accordance with the 

ASTM C-39 Standard [ASTM 19861. The cylinders weie cast in typical molds having a 

diameter of 150 mm and a height of 300 mm. A sulphur compound was used to cap both 

ends of the cylinders to ensure d o r m  axial stress. A hydraulic Arnsler compressive 

testing machine, equipped with a dynamometer to measure the axial Ioad, was used to 

test these cylinders. The testing apparatus had a precision of withui + 1% of the 

corresponding measuring scale. Once again, the mean values of these tests were used for 

the non-linear analyses. 

- 

- -- 1000 ml 1 1 O0 kg cernent 

7.3.1 Concrete of the Foundation 

The compressive strength (f 3 of the foundation was determined by calculating 

the mean strength values of six concrete cylinders which were cast dong with the 

fomdation. Since a similar mixture would be used for the columns, the results were 

used to foresee the compressive resistance of the more critical bridge pier. Two different 



casts were performed to reduce the amount of formwork construction and to decrease the 

required casting area. The cylinders fkom each set of foundation were tested seven days 

after casting. Table 7.4 shows a summary of the given concrete resistance. 

Table 7.4 Compressive Strength of Foundation Concrete 

C ylinder Batch No. Compressive Strength, f, @Pa) 

I 1 30.5 

7.3.2 Concrete of the Columns 

The maximum compressive strength (f 3 of the columnç were also computed by 

calculating the mean strength value of ~ r o  cylinders for each column. To reduce the 

strength variation between the columns, al1 eight specimens were cast together with their 

corresponding batch numbers for each column and cylinder recorded. Consequently, 

when the bridge pier specimens were tested, two corresponding cylinders were tested to 

detemine the compressive strength of each particdar coiumn at the time of testing. 

Table 7.5 gives the compressive strengths for the various columns. 



Table 7.5 Compressive Strength of Concrete Column 

Compressive Strength, f, (MPa) 

Specimen 1 Specimen 2 Specimen 3 

Quasi-static Dynamicl and 2 Dynamic 3 

Specimen 4 

Dynamic 4 



CZUFTER 8 

DESCRXPTTON OF THE SHAKE TABLE TESTS 

8.1 Introduction 

This chapter descnbes the fabrication of the model bridge pier specimens which 

includes the construction of the fomdations and the columns. The type and placement 

of the instrumentation are explained and distinguished between the Merent tests. The 

experimental set-ups and the types of tests performed are also explained in the 

proceeding sections. 

8.2 Fabrication of Specimens 

Eight specimens in total were fabricated. As with realistic bridge pier 

construction, the model specimens were fabncated in two separate steps, first king the 

foundation and the second k ing  the colunm. Dowel bars placed in the fomdation 

comected the two sections, which were tied directly to the longitudinal bars of the 

column. Both sections are explained in detail in the following sections. 

8.2.1 Fabrication of Foundations 

The fabrication of the foundations were completed in several steps. First, the 

transversal reinforcement required were cut and bent to their correct dimensions. Due to 

the fact that 15M bars were used for the stimps, the normal bar bender of the laboratory 

did not have the capacity to form the bars, therefore, a special apparatus was devised 

which used an electrical pump to bend the reinforcing bars to the correct shape. 



Subsequently, the longitudinal bars were cut and the reinforcing cage was fabricated by 

attaching the stimips at the correct locations. The transversal reinforcements were 

attached wittr the use of steel wires to resist movement during concrete placement, 

Dowel bars were then fabncated, with the correct scaling laws implemented above the 

surface of the foudation. A special template was designed and used to maintain the 

correct position of the dowel bars also during casting. Three strain gauges were placed 

on two dowel bars (six in total) to provide measurements during the experimental tests. 

The type and placement of these gauges will be M e r  discussed in Section 8.3.1. 

Subsequently, the formwork for the foundations were constructed. To reduce the 

amount of construction, four wooden forms were fabricated, which were to be used 

twice to provide the eight specimens. Furthermore, the casting area was contined thus 

limiting the amount of fomdations to be cast to four. Concrete with a compressive 

strength of 35 MPa was used to cast the fomdation. Wooden braces were used to ensure 

against buckling of the side walls of the founhtion forms. The formwork for the 

foundation and the reinforcing cage are shown in Figure 8.1. 

Figure 8.1 Formwork and Reinforcing Cage for the Foundations 



8.2.2 Fabrication of Coiumns 

The fabrication of the columns commenced by cutting and bending the transverse 

reinforcement. This was followed by cutting the longitudinal reinforcement to the 

desired length. Subsequently, a 13 mm thick steel plate, with the same dimensions as 

the columns, were fabricated for each column with four threaded holes in each plate to 

be used as part of the prestressing system, as shown in Fig. 5.5. The longitudinal bars 

were then welded to these steel plates to ensure proper anchorage. The reinforcing cages 

were completed by attacbg the stimps at their correct locations. The columns were 

anchored to the foundation by attachiug the dowel bars fiom the foundation to the 
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photo of the assemblage of the reinforcing cage of the column section. 

Figure 8.2 Construction of the Column Reinforcing Cage 



To minimize the strength variances between the columns, al1 eight specimens 

were cast coincidentally. Consequently, eight separate forms had to be conçtnicted. 

Since there was a steel plate placed on top of the columns, the conventional method of 

casting f?om the top had to be modified so that the concrete was placed though the side 

of the column. Again, concrete having a compressive strength of 35 MPa was used for 

casting the columns. Due to the close spacing between the longitudinal bars, vibration of 

the concrete was completed by extemal vibrators and by roddllig the concrete by hand. 

Proper placement of the concrete was diEcult to achieve due to the horizontal position 

of the column dong with the large quantity of reinforcement. Minor patching of the 

concrete was performed after the removal of the forms. 

8.2.3 Fabrication of the Cooling Chamber 

A chamber was designed to encase the column, which would contain liquid 

nitrogen to allowed experimental test to be perfomed at low temperatures. The chamber 

was buiit in two separate sections to allow for accessible removal at the t h e  of testing. 

To ailow for proper distribution of the liquid nitrogen gas, the chamber was designed 

with a 50 mm air space around the circderence of the section. The chamber was 

constructed in three layers, with the outside being of 19 mm thick plywood the center 

portion was packed with typical insulation materiai and then a 50 mm thick rigid 

industriai insulation material (R = 20) was used for the inner layer. With the use of air 

pressure, a controlled fIow of iiquid nitrogen could be achieved, thus allowing the 

regulation of the temperature. Thennocouples were used to measure and record the 

temperatures within the concrete core and the intemal air temperature of the chamber. 

Preliminary tests were performed to monitor the chambers ability and it was seen that the 

chamber could maintain a temperatwe of -60°C, which was sufncient for the desired 

temperature of -40°C. The design of the chamber enabled enough t h e  to decrease the 



temperame and the quick renoval of the box, so the specimen could be observed during 

testing at low temperatures. Figure 8.3 shows a photograph of the cooling chamber 

placed around the specimen. 

Figure 8.3 Cooling Chamber and Specimen 

8.3 Instrumentation 

8.3.1 Introduction 

The mode1 bridge pier was instrumented with electronic main gauges, linear 

motion tramducers, accelerometer, thermocouples and linear voltage displacement 

tramducen (LVDTs). Figure 8.4 illustrates the instrumentation used throughout the 

different experimental tests. Three positions were instnunented with LVDTs, these 

instruments were located at 55 mm, 110 mm and 165 mm h m  the base of the column, 



labeled Section 1,2 and 3, respectively. Four positions were instrumented and measured 

with accelerometers and linear motion transducers, Iabeled A, B, C and D, which 

correspond to the concrete block, pin, top of the concrete column and the centre of the 

concrete coliimn respectively. The control system of the shake table also had the 

capacity to measure the displacement feedback, acceleration feedback, force feedback 

and the base shear feedback of the table. These readings were used as the basis for 

sequencing the other two data acquisition systems. 

The electronic strain gauges were placed at various positions to provide 

information pertaining to the strain levels of the different reinforcement. The locations 

were chosen based on various criteria, including; the probable plastic hinge region of the 

column, investigation of the possibility of slippage between the dowel and the 
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measurement of the strain gauges indicates the local deformation of the reinforcements 

during the experimental tests. Therefore, for a given section containhg two strain 

gauges on two opposing bars, it is possible to evaluate the cwature of this region. 

! ! I I 
U '  u m  

Figure 8.4 Layout for Instrumentation 



8.3.2 Electronic Strain Gauges 

Ten straïn gauges were used in total for each of the specimens, with their 

positions as shown in Figure 8.5. Six strain gauges were attached to the dowel bars, one 

was placed on a longitudinal bar and the remaining three strain gauges were positioned 

on the lower two transversal reinforcements. 

Strain gauges with the capacity for large deformation (+ 20%) were used to 

ensure reliable resdts dirring the progression of the seismic tests. The positions of each 

strain gauge was carefully measured and the surface of the reinforcing bars were grinded 

and sanded to assure proper bonding. A protective coating was placed over each gauge 

to safeguard against possible damage during casting of the specimens. 

Strain gauges 

Figure 8.5 Placement of Skain Gauges 



8.3.3 Linear Motion Transducers 

The linear motion transducers served to detennine the absolute horizontal 

displacements of the shake table, top of the concrete column, pin and center of the 

concrete blocks. These instruments are designed with s p ~ g  loaded cords which 

measure the displacement at each selected time step. These cor& were connected to the 

specimen with the use of concrete anchorage screws to ensure proper attachent. The 

base for each h e a r  motion transducers was attached to a rigid anchorage system 

independent of the shake table to ensure reliable resdts. By ushg the table 

displacements as the base displacement values, the relative displacements for each 

recorded location could be evaluated. 

8.3.4 Accelerometers 

To evaluate the absolute horizontal acceleration of the spechens, the shake 

table, top of the concrete column, pin and the center of the concrete blocks were 

instnimented with accelerometers. The accelerometers were bonded to the faces of the 

concrete col- and blocks and to the center of the pin. An accelerometer was also 

placed at the center of the foundation which was considered rigidly fixed to the shake 

table. By doing this, the slippage of the foundation can be venfied by comparing the 

acceleration of the shake table to the measurements recorded by the foundation 

accelerometer for a given ground motion. It was seen that these two accelerograms were 

vimially identical, therefore, it was stated that there was no evidence of siippage between 

the foundation and the shake table. 



8.3.5 Thermocouples 

Thermocoupies were placed within the core of the concrete specimens to measure 

the interior temperature of the column. Three different positions were chosen to gauge 

the specimen's temperature, which are : within the foundation at the base of the column, 

center of the lapsplice and at the top of the lapsplice. During the low temperature 

seismic tests, the thermocouple readings allowed the specimen to be tested at the desired 

temperature. 

8.3.6 Linear Voltage Displacement Transducers (LVDTs) 
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measure the column's rotation during the experirnent tests. The LVDTs were positioned 

through aluminum angles and bonded with epoxy on the concrete surface with a spacing 

of 55 mm which corresponds to d/4, d/2 and 3d4, where d represents the distance fiom 

the extreme compression fibre to the centroid of the tension reinforcement. Each LVDT 

measured the change in displacement, relative to the Lower LVDT, which was positioned 

directly below the other instrument. The curvatures of the specimen were able to be 

calculated by knowing the measurements and the position of two correspondhg LVDTs. 

These curvatures were used to plot moment-curvature diagrams for each Uistnimented 

position. 

With the use of a forklift and a Crane, the specimens were placed and fixed on the 

shake table. The foundation was securely attached to the table with threaded rods as 

described in Section 5.6.2. Due to the small variances in the height of each of the 



columns, the pin-block connection was designed such that s m d  adjustments could be 

made by placing srnail shims between the upper portion of the p i .  and the steel plates. 

Therefore, the connection system could be adapted for each specimen to be properly 

fastened to the inertia mas.  

The strain gauges, LVDTs, accelerometers and linear motion tramducers were 

then attached to two data acquisition systems. Video and photographie cameras were 

positioned to record the behaviour of the column during the experimental teçting. 

The following sections describe in detail the shake table and the data acquisition 

systems which were used for the tests. Figure 8.6 shows a photograph of the complete 

experimental set-up. 

Figure 8.6 Experimental Set-up on the Earthquake Simulator 



8.4.1 Shake Table Description 

The earthquake simulator at Ecole Polytechnique has the ability to reproduce 

dinerent excitations including seismic, harmonie or random vibrations. The shake table 

gives researchers the ability to seismically test large scale çtnicturaI systems, thus giving 

better insight into their behaviour and performance. The earthquake simulator was 

designed such that the input data could be expressed in either displacements or 

accelerations. The shake table is capable of producing fiequencies within the range of O 

to 50 Hz. The maximum limitations for the acceleration and velocity are 3 g and 800 

d s ,  respectively, with a maximum stroke of + 125 mm. The structure of the table is 

composed of severai steel components, with its base comected tu a strong floor, 

allowing for a maximum payload capacity of 1 5 tons. 

The sirrface of the shake table has a plan dimension of 3.4 m x 3.4 m. Ten shear 

keys are located within the table dong with a grid of 25.4 mm diameters threaded 

keyholes at 406 mm o/c, dowing the specimens to be securely anchored to the table's 

surface, with high strength threaded rods. 

The shake table i s  powered by a hydraulic jack having a dynamic capacity of 300 

kN and a -tic capacity of 400 kN, with a stroke of 250 mm. Hydrostatic bearing 

supports ensure a horizontal movement of the table with a maximum friction of 0.6 kN. 

The hydraulic supports are equipped with two 200 hp (150 IcN) and a 40 hp (30 kN) 

overload motor, producing an oil discharge of 730 literdminute at a pressure of 3000 psi. 

The shake table is accornpanied with a digital control system. The control system 

is designed with three variable control, giving favorable responses for displacement for 

Iow fiequencies, acceleration for high fiequencies and velocity for intemediate 

fiequencies. The system dso uses two methods for compensating the dyoamic influence 



of the system (table and specimen) : by using the dynamic influence of the systern (table 

and specimen) or, by using adaptive nIters for compensation and an on-line time 

iteration method Wliatradt et al., 19961. 

8.4.2 Data Acquisition Systems 

Two hi& speed data acquisition systems were used to record the readings form 

the quasi-static and dynarnic tests. Each of the data acquisition system could record 

ixiformation with twelve bit resolution. A ftequency of 50 Hz was chosen for the 

acquisition system to ensure a proper sarnpling rate during the tests. Both the two 

systems relied on personal cornputers and speciahed software programs to record the 

A-+- -+ +ho cnm-rlc T ~ P  t ~ n  ctrnin gzuge, fie six LVDTs and the  veIocity meter UCIU ur -YS- uap dp---- A-- --- --- 
were c o ~ e c t e d  to one data acquisition system (17 channels), while the other 

accelerometers and the linear motion transducers were connected to another data 

acquisition system (8 charnels). 

The f ist  data acquisition system had a precision of the deformation for the strain 

gauges of + 25 p, and a precision of i 0.01 mm for the LVDTs. The second data 

acquisition system recorded the hear motion transducers had a precision of + 0.03 mm. 

The accelerations were also recorded with a precision of less than 0.005 g. 



8.5 Types of Tests 

Several tests were performed to h d  certain mechanical properties and observe 

the seismic behaviour of the reuiforced concrete bridge pier specimens. A quasi-static 

test was perfomed on the h t  of the four specimens to determine the basic lateral load - 
displacement hysteretic behaviour of the pier - footing assembly, includkig the column's 

strength, stifniess and ductility. A total of 16 seismic tests were performed which 

encompassed three different ground motions of varying intensities and two different 

temperatures (+20°C and -40°C). White noise tests were completed prior to each test to 

determine the naturd frequency of the structure before testing. Also, foregoing testing, 

damping tests were performed to calculate the amount of damping within the structure. 

The extent of cracking of the column was recorded prior to testing and after each seismic 

test. During the quasi-static testing, the loading cycle was intenupted at the end of each 

cycle in order that photographs and cracking patterns could be documented before the 

recommencing of the loading cycles. These properties are used in the modelling of the 

non-linear dynamic analyses, which will be discussed in later sections. Each type of 

testing is explaineci in detail in the following sections. Table 8.1 present a summary of 

the shake table test, ground motion, specimen number and the temperature at which the 

specimen was tested. 

8.5.1 White Noise Tests 

White noise tests were performed to evaluate the fiindamental periods of the 

structures. The shake table was programmed to carry out white noise tests, in which the 

table outputs a imiform power spectral density function of intensity over the entire 

fiequency range between O and 50 Hz for a duration of approximately three minutes. 

The displacements, accelerations and deformation of the strain gauges were measured by 

the data acquisitions systems as a provision against excessive loading during the 



prelimlliary tests. The testing parameters included a Nyquest fiequency (fNuq) of 50 Hz 

which conesponds to a sampling rate (At) of 0.01 seconds. 

Table 8.1 Summary of Shake Table Tests 

Ground Motion 

Quasi-static 

Adak 100% 

Adak 200% 

Morgan Hill 100% 

Morgan HU 200% 

Morgan HU 400% 

Specimen No. 1 Temperature PC) 

Atkinson 100% 

Atkinson 200% 

Atkinson 300% 

Atkinson 400% 

Adak 100% 

Adak 200% 

Atkinson 100% 

Atkinson 200% 

Atkinson 300% 

Atkinson 400% 

Atkiinson 500% 

Atkinson 600% 

The recorded readings were analyzed with the use of the U2 program @DIy 

19931. This program divides the recorded signal into several intervals with equal thne 

steps, and produces a Fourier spectrurn for each given interval. Subsequently, the power 

spectral density is d e t e d e d  by calculating the average of the Fourier spectra, thus 



indicating the fundamental fiequency of the structure to be tested. The U2 program used 

2048 points per interval to obtain an average accmcy. Eight intervals of 20.48 seconds 

were used which corresponds to a fkquency resolution of Af= 0.0488 Hz. 

To record the degradation of the structure's stifniess, white noise tests were 

perfonned before each test. During these tests, the accelerometer was positioned at the 

top of the concrete to enhance the instrument's response. Table 8.2 gives a summary of 

the natural periods of the four specimens tested under dynamic conditions dong with 

their corresponding lateral stifkess ratio. The ratio represents the column's çtifniess 

caiculated fiom the relationship between the specimen's stifniess to the initial 

specimen's experimental stiflhess, expressed as a percentage. Appendix B gives the 

power spectral density graphs for each test pe&ormed. In several plots, a second mode 

of approximately 28 Hz could be observed. 

Furthermore, the mean value of the measured naturaI period of the initial 

specimens was found to be 0.120 s (8.3 Hz), compared to the theoretical natural period 

of 0.083 s (12.0 Hz), obtain fkom the preliminary RUAUMOKO anaiysis. The decrease 

in the fiequency was considered to be nom the lack of stif3kess in the pin connection. 

Also, the specimen was theoretically modelied with a fixed link to represent the 

prestressing system which may not be entirely accurate. 



Table 8.2 Summary of the Fundamental Periods of the Structure 

Specimen Sequence Period (sec) (+ 0.00 I) Lateral Stiffness Ratio 

No. 

2 Before 100% Adak 0.124 100 

After 100% Adak O. 126 97 

Afier 200% Adak 0.136 83 

2 after 100% Morgan Hill 0.138 81 

afler 200% Morgan Hill 0.149 69 

after 400% Morgan Hill not measured N/A 

3 Before 100% Atkinson 0.1 17 1 O0 

after 100% Atkinson 0.123 90 

afier 200% Atkinson 0.141 69 

d e r  300% Atkinson 0.164 51 

after 400% Atkinson 0.230 26 

4 Low temperature not measured N/A 

8.5.2 Damping Tests 

The level of equivalent viscous damping for the structure was determined by fiee 

vibration tests. Each specimen was excited with a sinusoidal input at its fundamental 

natural fiequency. Once the specimen reached resonance, the input fiom the shake table 

was Uiterrupted and the decrease of the specimen's acceleration was recorded with 

respect to time. The shake table was programmed with a sinusoidal harmonic motion to 

produce a peak acceleration of 0.2 g at the top of the specimen, which was cdculated to 

be less than the cracking moment of the structure, The damping ratio (<) was cdculated 

by using logarittimic degradation (6) which is obtained fiom the nahiral logarithmic 



relation between the amplitudes of two concurrent cycles ( x ~ - x ~ ~ / x * ~ - x ~ ~ ) ,  as seen in 

Equation [8.2]. The calcdation is illustrated in Figure 8.7. This figure shows the resdts 

fiom the initial white noise test for specimen # 2 d e r  the readings were analyzed with a 

low-pass filter between the range of 0-25 Hz. Subseguently, the damping of the 

structure was determùied fiom the average of the calculated damping for ali the cycles. 

Table 8.3 gives a summary of the calculated damping ratios. Appendix C gives the 

damping ratio graphs and the calculations for each test performed. 

where 

4.20 - 

Time (sec) 

Figure 8.7 Evaluation of the Damping 



Table 8.3 Summary of the Damping Ratios of the Structure 

Specimen No. Sequence Damping Ratio 

before 100% Adak 

after 100% Adak 

after 200% Adak 

after 100% Morgan Hill 

after 200% Morgan Hill 

after 400% Morgan Hill 

3 before 1 00% Atkinson 16.7 

d e r  100% Atkinson 10.3 

after 200% Atkinson 10-4 

&er 300% Atkinson 8.9 

d e r  400% Atkinson 7.7 

4 low temperature NIA 

8.5.3 Quasi-Static Test 

A quasi-static test was performed on one of the specimens to obtain information 

conceming the strength, rigidity and the ductility of the specimen to help predict the 

structural behaviour of the prototype. The quasi-static test replaces the inertia forces 

generated on a structure by an earthquake with equivalent static forces. A reaction beam 

was used to resist the movement of the steel frame, thus fixing the position of the pin as 

described in Section 5.7 and shown in Fig. 5.1 1. The New Zeaiand protocol [Cheung et 

al., 19841, as seen in Figure 8.8, was used as the loading procedure during the quasi- 

static test with a loading rate of A= 0.05 mmk. Preliminary results with the 

RESPONSE program aUowed for the calculation of the nominal yield moment and a 



yield displacement (Ay) of 7 mm, which corresponds to a displacement ductility factor 

(PI of 1- 

Due to the displacement of the top of the column during the quasi-static test, the 

threaded rods were consequently stressed, therefore the prestressing load was adjusted to 

maintain the predetennined load of 120 kN on the column. 

8 
Semicycles (load mm) --+ 17 

Displacement Semicycies 

Figure 8.8 New Zeaiand Quasi-Static Loading Procedure 

8.54 Seismic Simulations 

Experimental tests were performed on the earthquake simulator to direotly 

simulate the seismic forces on the bridge specimens. The shake table was prugrammed 

to reproduce histoncal and artinciai ground motions. Sixteen seismic tests were 



performed in total on the bridge pier specimem to reproduce three different ground 

motions at varying intensities and temperatures. The obtained results permitted the 

evaluation of the non-linear behaviour and modes of failure of the structurai system in a 

realistic seismic environment. 

8.5.5 Crack Identification 

For crack identification purposes, each specimen was painted with a coat of a 

water based, white latex paint. Subsequently, d l  of the apparent cracks were identined 

d e r  the specimens were placed in position and the prestressing forces were applied to 

the coiumn. During the quasi-static testing, the loading was briefly intemrpted at the end 
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colours were used to indicate if the cracking was observed prior to testing and to sipi@ 

the direction of force applied to the column. After each seismic test, the level of 

cracking was noted and the cracking pattern was traced and photographed. 



CHAPTER 9 

QUASI-STATIC TEST RESULTS 

9.1 Introduction 

A quasi-static test was performed on the nrst of the four specimens to determine 

the basic lateral load - displacement hysteretic behaviour of the pier - footing assembly, 

including the column's strength, stifiess and ductility. The test column was subjected 

to the same Lateral displacement pattern as described in Section 8.5.3 until a dud i ty  of 

6 was reached. An experimental relative yield displacement (Ay) between the center of 

the hinge and the top of the foundation was assumed at 7 mm based on the results of an 

analysis using the RESPONSE cornputer program [Collins and Mitchell, 199 11. This 

yield displacement corresponded to a nominal flexural resistance of 124 kN. 

Al1 applied loads were measured by a calibrated load cell, while linear motion 

transducer were used to measure the deflections. In additions, vertical LVDTs were 

placed on each side of the column which allowed for curvature measurements within the 

plastic hinge region. Strains in the reinforcement were measured by means of electrical 

resistance strain gauges. The placement and characteristics of the instrumentation are 

described in Section 8.3. 

In this section, the characteristics of the reinforced concrete bridge pier under 

quasi-static condition are described. Various parameters including base shear-relative 

displacement, moment-curvatures, main gauge measurements and bond failmes were 

investigated and are discussed in the proceeding sections. 



9.2 General Observations 

Diminutive amounts of cracking were observed during the first four semi-cycles 

at a ductility (p) of 0.5. Important slippage and flexural cracks were first observed at the 

base of the column during the £Zth semi-cycle at 70 kN and subsequently vertical 

slippage cracks were observed and spread to the total height of the column when the load 

reached 80 kN (p=1 .O), as shown in Figure 9.1. The flexud cracks were formed at 

near-regular intervals of 80 mm and appeared to be influenced by the transverse stimrp 

spacing. Slippage cracks were closely spaced at the base of the column indîcating 

slippage between the longitudinal bars and the starter bars. At the end of semi-cycle 6-7 

f - - 1 1 lm--- ~ r a & e - , l  e r ~ ~ e b k r ~  ~ ~ - f i ~ a r r a t m I J  Gn- the hace *f thp rnliimn 
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signaling bond failure. As loading continued (ductility (p) of 2 and 4), the vertical 

cracking advanced fiom the base of the column shown in Figures 9.2 and 9.3. A vertical 

gap of approximately 15 mm was also noticed under the longitudinal bars as a results of 

slipping of the bars. Spalling of the cover concrete occurred on the tension faces during 

a ductility (p) of 4. Throughout the Ioading there was no observed cracking in the 

foundation. Failure of the column was caused by slippage between the longitudinal 

reinforcement and the starter bars in conjunction with spalling of the cover concrete in 

the Iap-splice rsgion due to large displacement reversais, as seen in Figures 9.4 and 9.5. 



Figure 9.1 Photograph of Specimen at Ductïiity (p) = 1 

Figure 9.2 Photograph of Specirnen at Ductility (p) = 2 



Figure 9.3 Photograph of Specimen at Ductiüty (p) = 4 

. . 
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Figure 9.4 Photograph of Specimen at Ductiiity (p) = 6 



Figure 9.5 Photograph of Specimen after Testing (DuctiIity (p) = 6) 

9.3 Base Shear - Relative Displacement 

The base shear versus relative displacement hysteresis loops of the concrete 

column obtained fiom the quasi-static test are show in Figure 9.6. In this plot, the 

theoretical ideal flexural capacity of the column is represented by the dashed iine. This 

figure shows that the column's hysteresis loops degrade rapidly between a ductility ratio 

(p) of 1 and 2. A maximum lateral load of 80 kN was noted at a ductility (p) of 1.0 

which corresponds to approximately 2/3 of the nominai flexural resistance of the 

reinforced concrete section, which corresponds to 63% of the adequate development 

length. The strength envelope is seen to degrade asymptotically d e r  p = 1.5. The 
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degradation followed a common pinched hysteretic behaviour with very poor energy 

dissipation capacities. 

-&UV 

Relative Displacement (mm) 

Figure 9.6 Global Shear Force - Relative Displacement Hysteresis Loops from 

Quasi-S tatic Test. 

9.4 Moment-Cuwature 

Figure 9.7, 9.8 and 9.9 present moment-curvature plots for three sections within 

the lap-splice region of the concrete column. The applied moment was calculated from 

the load ceii placed at the end of the reaction beam. The placement of the LVDTs on the 

extreme tension/compression faces of the column allows an average curvature at the 

section to be estimated as given in Equation [9.1] by : 



where AN and & are relative vertical displacements between adjacent curvature readings 

on the extreme faces on opposite sides of the column. The variable h,, corresponds to 

the vertical displacements between the adjacent LVDTs, and I,  is the horizontal distance 

between the pair of LVDTs (325 mm). 

Three sections were investigated, 55 mm, 1 10 mm and 165 mm fkom the base of 

the column which corresponds to d14, d/2 and 3d4, where d is the distance fiom the 

extreme compression fibre of the concrete face to the centroid of tension =inforcement. 

In comparing the three graphs (figures 9.7,9.8 and 9.9), it can be seen that the curvatures 

are distributed over the plastic hinge region, with a noticeabie reduction at 110 mm fiom 

the base which approximately corresponds to the mid-height of the lap-slice. A 

maximum absolute curvature of 423 r a d h ,  122 radkm and 69 radkm were observed 

for each of the three sections at 55, 110 and 165 mm fiom the base of the concrete 

column, respectively. Therefore, resulting in a decrease of 71% and 69% of the 

curvature for sections 2 and 3 when comparing their respective values to those 

corresponding to section 1. The increased curvatures at the base of the column were due 

to the zppearance of the main flexural cracks, which occurred at that point. Furthemore, 

the dowel bars in the plastic hinge region suffered bond failwe prior to reaching their 

nominal f l e m d  strength causing rapid strength degradation, as seen in the decrease in 

the curvature between section 1 and 2. 
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Cuwa ture (ra d5n) 

E r d r e  9 7  Mem~-f-C~wahl?- Diasmm for Section 1 (55 mm fmm the Base of 

Column) 

Figure 9.8 Momenbcuwature Diagram for Section 2 (110 mm from the Base of 

Column) 



Figure 9.9 Moment-Curvature Diagram for Section 3 (165 mm from the Base of 

Coiumn j 

9.5 Strain Gauge Measurements 

Strain gauges were placed on reinforcing bars givhg the ability to rnonitor the 

level of strains at various positions within the structure during the quasi-static test. 

Figures 9.10, 9.1 1 and 9.12 compare maximum strains recorded during the test with 

respect to the corresponding ductiiity sequence. Although each specirnen was 

instnunented with ten strain gauges as described in Section 8.3, o d y  seven strain gauges 

functioned properly. Figure 9.10 represents four strain gauges, three placed on the dowel 

bars in sections 2 and 3 (1 10 mm and 165 mm above the base of the column), one placed 

on the longitudinal bar at 165 m . .  For clarity, the sixain gauge measurements fiom 

section 1 (55 mm fiom the base of the column) are presented in Figure 9.1 1. Figure 9.12 

represents the results fimm a strain gauge placed on a stirrup, 83.5 mm f?om the base of 

the column, perpendicular to the direction of motion. 



-+ 165 mm East 

+ 110 mm East 

long. West 

Ductility Sequence 

Fipre 9.10 Strain Gauge Measurernents from Section 2 and 3 (110 mm and 165 

mm from the Base of the Coturnn) 

Ductility Sequence 

Fipre 9.11 Strain Gauge Measurements from Section 1 (55 mm from the Base of 

the Coturnn) 



DuctiLity Sequence 

Figure 9.12 Strain Gauge Measurements from Base Stirrup (à3.3 mm from tne 

Base of the Column, Perpendieular to the Direction of Motion) 

For each plot, an ascertained yield lirnit of 2500 p z  was presented as a dashed line 

to demonstrate the possibility of yielding within the reinforcement. It was evident that 

slight yielding occurred at section 1 (d/4 or 55 mm) fiom the base of the column, while 

other strain gauge measurernents recorded at d/2 and 3dl4 (1 10 mm and 165 mm, 

respectively) showed lower strain levels. Therefore, indicating high stress concentrations 

at the base of the lap-splice. In the majonty of the readings, the maximum value occurs 

at a ductility level of 1.5, which corresponds to the bond faïiure of the reuiforcement. 

Furthemore, higher levels of strains were observed in tension compared to the equivalent 

compression readings because of the cracked section of the colurnn, thus causing the 

neutral axis to be shifted fiom the center, generating higher strains at the opposite 

extreme face. 



Figure 9.13 presents the average of the maximum stlains measured in tension 

over the height of the dowel bar. The graph clearly illustrates the increase stresses at the 

lower portion of the dowel bars with a maximum tende strain of 4700 j . ~  compared to 

1400 p and 1700 pz for section 2 and 3, respectively. 

O 1OOO m 3000 4000 5000 
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Figure 9.13 Maximum Average Tende Strain in Starter Bars 

9.6 Bond Failure 

In order to examine the response of the dowel and longitudinal bars during the 

quasi-static loading, a strain gauge was placed on the longitudinal bar located adjacent- to 

the instnunented dowel bar, as described in Section 8.3. Both strain gauges (dowel and 

longitudinal bar), were located at 3d4 (165 mm) h m  the base of the column, allowing 

for direct cornparisons between the reinforcement. Figure 9.14 presents the strain 



sequences from the strain gauge reading of the longitudinal bar and dowel bar. This 

figure demonstrates that the specimen with lapped dowel bars in the plastic hinge region 

suffered bond failure, by the drastic decrease in the strain levels of the dowel bar at a 

ductility (p) of 2. During the fust three cycles of the loading pattern, the starter bar 

foilowed the same pattern and level of strain as the longitudinal, but during the forth 

cycle (ductility (p.) of 2), a decrease in the level of stmh was observed indicating 

slippage between the two bars. 

Ductility Sequence 

- bng. bar 

- dowel bar 
- .  

Figure 9.14 Strain Histories of Strain Gauges from Longitudinal Bar and Dowel 

Bar 

9.7 Discussion 

The quasi-static test results indicated that failure of the pier specimen was 

characterized by bond failure of the longitudinal reinforcement of the concrete column 

relative to the starter bars of the foundation. As a consequence, the maximum shear 



force of the specimen was ody 2/3 of the shear force corresponding to the nominal 

flexural strength with rapid flexural strength degradation under cyclic loading. This 

value corresponds to the value of 63% of the adequate development length, as described 

in Section 6.2.2. Furthemore, moment-curvature plots showed large curvatures at the 

base of the column, with decreasing curvatures for sections farther £iom the base. A 

high strain level at the base of the column implies yielding of the dowel bars at a 

ductility of 1.5 which corresponds to the bond failure of the reinforcement. Lack of 

confinement was also observed over the spliced region due to insufflcient transverse 

reinforcement. As a result, the ultimate curvature developed within the plastic hinge 

region was limited by the strain at which the cover concrete beguis to spaU (0.5% strain). 



CEUPTEx 10 

DYNAMlC TEST RESULTS 

O .  Introduction 

In this chapter, the results fiom the seismic tests are presented. General 

observations are made on the behaviour and performance of the structure under seismic 

loading and low temperatures. Complete analyses were not canied out on each test due 

to the limitations of this project, rather a general oveMew was performed on the general 

behviour of the columns under seismic loading and cornparisons were drawn between 

the failure modes of the quasi-static test and the seismic tests. Also, unforeseen 

problems in the experimental set-up caused slippage at the pin connection causing 

uncertain results fiom the higher intensity ground motions. Appendix D presents tables 

giving the peak recorded values for each seismic test. Time-histories of all recorded 

channels are dso  given in Appendix D for each seismic test. 

For each completed test, the results fkom the two dinerent data acquisition 

systems were synchronized to correspond to the recorded data fkom the shake table's 

control system. The recorded readings were subsequently filtered with a low-pass filter 

at 25 Hz with the use of the U2 cornputer program w, 19931, thus removing all the 

frequencies which appeared higher than 25 Hz. This process was performed to eliminate 

the low-level noise produced by the measuring instruments, to give more representative 

results. 



10.2 Performance of the Shake Table 

With the use of the RESAS cornputer program [Sarrazin and Fffatrault, 19931, 

the spectral accelerations of the three ground motions (Adak, Atkinson and Morgan W) 

were obtained for the 100% intensity. The shake table's spectral accelerations were also 

analyzed with RESAS from the m u t  accelerations for each of the three ground motions. 

In order to v e m  the performance of the shake table, cornparisons were made between 

two spectra (the given ground motion spectrum and the shake table spectrum). Figures 

10.1, 10.2 and 10.3 present these spectra for each ground motion at an intensity of 100% 

and with 5% critical damping. These ground motions plotted below are scaled with a 

scaling factor equal to 3 -65 in the t h e  domain. In each figure, the specimen' s measured 

fùndamentai period is plotted by a vertical line. 

0.00 1 0.01 O. 1 1 IO 

Period (sec) 

! -  Adak 1971 1 1 -shake table / 

Figure 10.1 Spectral Acceleration for Shake Table and Adak (1971) at 100% with 

5% Critical Damping 



Atkinson 
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0.00 1 0.0 1 o. 1 1 1 O 
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Figure 10.2 Spectral Accelemtion for Shake Table and Atkinson (M=7 @ 20 km) at 

100% with 5% Critical Damping 

Period (sec) 

Figure 10.3 Spectral Acceleration for Shake Table and Morgan HiII (1984) at 

100% with 5% Critical Damping 



The cornparison of the above spectra shows that the earthquake simulator has the 

ability to reproduce the registered ground motions With satisfactory accuracy, with the 

exception being the high fi-equencies of the artincial earthquake fiom Atkinson. For the 

Atkinson ground motion, the implementation of the scaling laws produced high 

fiequencies beyond the capacity of the earthquake simulator which resulted in deviation 

between the given ground motion and the shake table results. The lateral stifniess of the 

specimen decreases from one test to another, causing the specimen's fundamental period 

to increase. As the level of intensity increases, the structure's fundamental period 

subsequently Uicreases, therefore resulting in a closer correlation between the two 

dBerent spectra. 

10.3 General Behaviour of Specimens 

In this section, the behaviour during simulated Ioading of a typical pre-1971 

reinforced concrete bridge pier is investigated by experimental tests on the earthquake 

simulator. Various parameters were exarnined, including : maximum slip at the block - 
pin connection, drift ratio, pin acceleration, measured curvatures, maximum tende strain 

in the aimips and tende strain in the starter bars. Furthemore, cornparison between 

ambient and low temperatures (+20°C and -40°C) are discussed. Hysteresis curves are 

also presented demonstrating the observed behaviour of the specimens during testing. 

which were latter used in the numeric modeiiing of the structures. 

Table 10.1 give a surnmary of the seismic tests and the basic observation and 

comments which correspond to each test. 



Table 10.1 Seismic Test Summary 

Specimen 

No. 

Ground Motion 

(Temperature) 

Adak 100% (+20°C) 

Adak 200% (+20°C) 

Morgan W 100% (+20°C) 

Morgan Hill 200% (+20°C) 

Morgan W 400% (+20°C) 

Atkinson 100% (+20°C) 

Atkinson 200% (+20°C) 

Atkinson 300% (+20°C) 

Atkinson 400% (+20°C) 

Adak 100% (-40°C) 

Adak 200% (-40°C) 

Atkinson 100% (-40°C) 

Atkinson 200% (-40°C) 

Atkinson 300% (-40°C) 

Atkinson 400% (-40°C) 

Atkinson 500% (-40°C) 

-- 

Comment~ and Observation 

connection (2 mm)- 
Diminutive amounts of cracking (horizontal) at the base of 
both faces, little effect on the fkquency (decrease of 17%). 
therefore decide to use Morgan Hill with same specimen. 
Minor amount of crack propagation h m  the base (vertical 
cracking), smdl  arnomt of slippage at pin connection (5 
-1 - 
Enlargement of vertical cracks in the Iap-spIice and at the 
base, horizontal crack at the perimeter of colurnn at the 
base, slippage at pin connection increased (8 mm). 
Total structural failure, large amounts of vertical cracking 
over entire lapsplice, large amounts of spalling of the 
cancrete at the base, vertical gap between longitudinal and 
dowel bars (15 mm), large arnount of slippage at the pin 
comection (12 mm). 
No noticeable cracking, small amounts of siippage at the 
connection (4 mm). 
Diminutive amounts of cracking (horizontal) at the base of 
both faces and at mid-height of1apsplicee 
Crack propagation, small flexure cracks appear through 
out Iap-splice on both faces, increasing amounts of 
slippage at pin co~ect ion  (6 mm). 
Total stmctural failure, large amounts OF vertical cracking 
over entire lap-splice, srna11 amount of spalling of the 
concrete at the base, vertical gap between longitudinal and 
dowel bars (15 mm), decrease in the amount of slippage at 
the pin connection (5 mm). 
No cracking noticed, large amount or slippage at 
connection was noticed (6 mm). 
Minor amount of crack propagation Eorn the base (vertical 
and horizontal cracking), decrease in the arnount of 
slippage at pin co~ect ion  (3 mm). 
No advancement in crack propagation, arnount of slippage 
at pin connection rwiained constant (3 mm). 
No advancement in crack propagaûos mors in data 
acquisition. 
Little increase in cracking, large amounts of slippage at the 
pin connection (10 mm). 
No increase in cracking, large amounts of slippage at the 
pin connection (10 mm). 
Small vertical cracks formed at the base of the column, 
littie increase in crack propagation, very large amounts of 
slippage at the pin connection (16 mm). 
Extreme amount of slippage at pin connection (17 mm), no 
major cracking or failure n o t i d  



10.3.1 Drift Ratios 

Lïnear motion transducers measuring the horizontal displacement of the table and 

at the center of the pin allowed the cdculation of the maximum relative displacement for 

each seismic test. As a result, a peak drift ratio expressed as a funaion of the percentage 

of the column's height was calculated and plotted with respect to the measured peak table 

acceleration, as shown in Figure 10.4. The two specimens tested to failure, Morgan Hill 

+20°C and Atkuison +20°C, both tested at an intensity of 4OO%, experienced the greatest 

drift ratio with values of 7.3% and 4.7%, respectively. The drift ratios corresponding to 

the high intensity seismic tests from Atkinson 40°C ground motions, indicated with 

circled data points, had values that were less than expected as a result of the slipping of 

the block - pin connection during the seismic tests, thus biasing the tme percentage of the 

drift ratios. 

O 1 2 3 4 
Table Acceleratiodg (nominal) 

+ Adak +20°C 
+ Morgan Hiil +20°C 

+ Atkinson +20°C 
* Adak -40°C 

+ Atkinson -40°C 

Figure 10.4 Maximum Peak Drift Ratios for Seismic Tests 



An indication ofthe effect of temperature was evident in the cornparisons between 

the two Adak tests performed at +20°C and -40°C. It was observed that drift ratios 

corresponding to the sequence of tests performed at -40°C were lower than the similar 

sequence of tests perfomed at +20°C. An explanation of this trend cm be given fiom the 

discussion made in Section 4.3. Within the graph, each point on the line represent a 

specinc intensity of their respective earthquake. Also, due to variations in measuring, the 

peak values nom two different tests are not identical (i-e Adak +20°C and 40°C). Ln this 

section, the results fiom experimental tests performed on concrete cylinders indicated a 

substantial increase in the Young's modulus and the unconfined compressive strength of 

concrete under the combined effects of high strain rates and low temperatures. These 

results indicated that at a temperature of -40°C and under seismic loading, the concrete 

coiumn would experience an increase of the Young's modulus in the order of 50%, 

compared to the concrete specimens tested at +20°C, subsequently resulting in an 

increase in the stf iess of the column, thus resulting in lower drift ratios for the 

specimens tested at low temperatures. 

10.3.2 Pin Acceleration 

An accelerometer placed at the pin center allowed for the measurement of the 

acceleration during each of the seismic tests. From these results, the maximum absolute 

pin acceleration was ploîted as a finction of the measured peak table acceleration for 

each temperature and ground motion. The results from these measured readings are 

normalized and plotted in Figure 10.5. A dashed line at 45" is plotted to indicate 

acceleration amplification of the pin. In this figure, the Morgan W series of tests 

represents a reasonably linear line of increasing pin acceleration, as expected. In 

cornparhg the effect of temperature, there is a general trend of increased pin acceieration 

for the series of tests performed at low temperatures. An explanation of this trend could 



be offered fkom the results found 5om the experirnental tests, desaibed in Section 4.3, on 

concrete cyhders at high strain rates and low temperatures. As the Young's modulus of 

the concrete increases, the stBhess of the specimen consequently increases, resulting in 

higher fiequencies at lower temperatures. Also, as the f ,  increases due to low 

temperature and high strah rates, the concrete would have a better bond capacity. These 

phenomenon explains the increase seen in the pin acceleration in the series of tests 

performed at -40°C compared to the similar tests perfomed +20°C for the Adak ground 

motion. 

, I 
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Table acceleration/g (nominal) 

Figure 10.5 Measured Pin Acceleration for Seismic Tests 

10.3.3 Maximum Tensile Strain in Dowel Bars 

Three straui gauges were placed on two adjacent dowel bars to record the 

induced forces in the reinforcement during the seismic teas. For each bar, strain gauges 

were placed at d/2, d/4 and 3d4, corresponding to 55 mm, 1 10 mm and 165 mm from 

the base of the column as explained in section 8.3. The maximum tende strain was 



plotted with respect to the gauge's position, expressed as a percentage of the totai height 

of the co1um.11, as shown in Figure 10.6. A dashed iine plotted at 2000 p gives an 

assumed level of yielding for the reinforcement. This graph demonstrates that ody three 

ground motions, Morgan W 400% (+20°C), Atkinson 400% (+20°C) and Atkinson 

600% (-40°C), produced yielding in the dowel bars, which corresponds to the seismic 

tests in which the specimens were tested to failure. This figure clearly illustrates that 

outside fiorn these three seismic tests, insignificant arnounts of strains were recorded for 

the remaining tests. The results fiom this figure indicates that the governing failure mode 

is characterized by a slip between the longitudinal bars of the pier and the dowel bars at 

the foundation level due to the low level of strains in the reinforcement. Furthemore, in 

the majority of the tests, the level of strains were fairly consistent over the measured 

height of the starter bars, indicating that there was no concentration of stresses, also 

indicative of a bond failure ofthe specimens. 

O 1000 2000 3000 4000 5000 6000 

Max. TensiIe Strain (pz )  
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-e- Adak 100% (+7O0C) 

+ Adak 200% (+2OQC) 1 
*Morgan Hill LûûOh (~20°C) 1 
++ Morgan Hill 200°/o (+20°C) 

&Morgan Hill 4000/0 (+3OCC) 1 

l + Atkïnson 100% (+20°C) , 
-c Atkinson 2000/0 (c20°C) 1 - Atkinson 300% (+20°C) 

4 Atkinson 400% (+20°C) 1 
+ Adak 100% (-40°C) I 

+ Adak 2 0 %  (40°C) 

+ Atlrinoon LW!O (-40°C) 1 
+ AUunson 300./0 (-40°C) 1 
-fit- Ahinson 400% (-40°C) 1 
+Atkinson 500% (-40°C) 

+ Atkinson 600% (-40°C) 

Figure 10.6 Maximum Teasile Strain of Dowel Bars 



10.3.4 Maximum Tensile Strain in Stirrups 

niree strain gauges were positioned on two separate stirrups to measure the 

strain levels during the seismic tests. Two gauges were placed on the stimp located at 

83.5 mm f?om the base, while the other was placed on the above stimip, positioned at 

167 mm h m  the base, as descnbed in Section 8.3. The maximum recorded tensile 

strains in the stimps were plotted against the table acceleration for each of the seisrnic 

tests, as shown in Figure 10.7. A dashed line located at 2000 p~ indicates the assurned 

level of yielding for the transversal reinforcing. This graph clearly illustrates the low 

levels of strains measured in the stimips with the exception being Atkinson 400% 

(+20°C) in which the colurnn experienced total stmctural couapse. These measurements 

indicate the Little infiuence and effectiveness of lateral confining steel in the  plastic hinge 

region to increase the columns ductility. The insufncient transverse reinforcement caused 

a jack of confinement which consequently lead ro bond fdure of the reinforcement at 

levels less t han their nominal flexural strength. 
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Table Acceleratiodg (nominal) 

+ Adak +20°C (section 1) 

+ Morgan Hill +20°C (section 
1) 

jCAtk inson  +20°C (section 1) 

+Adak -40°C (section 1) 

+Atkinson -40°C (section 1) 

+ Ad& +20°C (section 2) 

-Morgan Hiil +20°C (section 
2)  - Atkinson +20°C (section 2) 

Adak (section 2) 

Figure 10.7 Maximum Tensile Strain in Stirrups 



10.3.5 Curvature 

Curvatures within the plastic hinge region were measured at three locations using 

pairs of LVDTs which were mounted on the extrerne tension/compression faces of the 

concrete column. The LVDTs were located at d/4, dl2 and 3dl4 which corresponds to 55 

mm, 110 mm and 165 mm from the base of the column, as described in Section 8.3. A 

separate graph for each of the different ground motions displays the measured curvatures 

plotted against the LMT's  position expressed as the percentage of the total colurnn 

height. Figures 10.8, 10.9 and 10.10 present the measured curvatures for Adak, Morgan 

Hill and Atkinson ground motions, respectively. The same scale was used for each of the 

tkee gound moiioiia î" Osier cümpa-e &e lzIxi ~ f ~ ~ r a r ; ; ~  -ûr#du A*.&-cr U U A  . I A ~  t o ~ t k o  c ~ Q c ~ ~ ~ -  

In each case, it is evident that iittle or no cunrature was recorded above section 1, 

which corresponds to 55 mm fiom the base of the colurnn. The recorded strains levels 

were similar ( les than 0.005 radkm) for ail three ground motions, with the exception 

being Morgan W at 400% and Atkinson at 4000/, where the specimens expenenced 

total structural failure. Also, the vaIues recorded at high intensities tests for the Atkinson 

tests at 40°C were Iess than expected due to the slipping at the concrete block - pin 

connection. In all the seismic tests, the recorded curvatures between the tests conducted 

at +20°C and -40°C were consistent, concluding that the temperature had Iittle infiuence 

in the curvature response. The recorded curvature values coincide with the strain 

distribution seen in the quasi-static tests, with higher strain levels recorded in section 1 of 

the dowel bars with respect to sections 2 and 3, thus proving bond failures of the 

reinforcement as the mode of failure during the seismic tests. The lower curvatures 

values above section 1 indicate that the column did not bend as an end loaded cantilever 

column with a fixed base connection. Rather, the column behaved approxhately as a 
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rigid structure indicating the presence of slippkg of the longitudinal bars with respect to 

the starter bars during the seismic tests. 

-0.0024 -0.0016 -0.0008 O 0.0008 0.0016 0.0024 

Curvature ( r a d h )  

Figure 10.8 Measured Curvature for the Adak Ground Motions 



Figure 10.9 Measured Curvature for the Morgan Hill Ground Motions 

Figure 10.10 Measured Curvature for the Atkinson Ground Motion 



10.3.6 Block - Pin Slippage and Measurexnents 

To accommodate the pre-existing assemblages, the concrete blocks were 

c o ~ e c t e d  to the pin by means of two steel plates (710 mm x 420 mm x 25 mm) which 

transmitted the forces fkom the concrete blocks to the ph.  Although aeps were taken to 

ensure proper fixed connections which would aliow realistic modeIlhg charactenstics, 

unforeseen slipping occurred between the concrete blocks and the pin comection. This 

movernent was most likely caused by the irnproper tightening of bolts which comected 

the concrete blocks to the ph. The positioning of h e a r  motion transducers gave the 

abiIity to monitor and record the level or relative horizontal movement of these 

components during testing. By having instruments positioned at the top of the coiumn, 

the pin and the concrete blocks, it was possible to measure the level of displacement with 

respect to the applied force, giving the ability to numerically rnodel this phenornenon. 

Figure 10.11 presents the maximum slip observed for each of the seismic tests 

correspondmg to the measured peak table acceleration. In comparing the maximum slip 

with the calculated dnR ratios, the results from seismic tests with a maximum slip greater 

than 7 mm ( p l )  are suspect to their validity, principaliy the Atkinson -40°C tests 

performed at intensities of 400%, 500 % and 600%, which are identified with a circle 

around the data point. Although general trends can be observed, it must be recowed 

that the values fkom these tests rnay have skewed results due to the amount of slipping in 

the experimental set-up. 
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Figure 10.11 Maximum Slip Between the Block and Pin for Seismic Tests 

The slippage (movement) of the comection was able to be measured by placing 

linear motion transducers at the top of the concrete column and at the center of the pin, 

thus allowing the relative displacement between these two cornponents tu be measured. 

When these values are plotted against the base shear, as seen in Figures 1 0.12 and 1 0.1 3, 

a calculation of the stf iess of the comection c m  be made. The base shear was 

calculated £kom the pin acceleration which kvas measured during each test. Figures 10.12 

and 10.13 presents the hysteresis curves of the relative displacement between the pin and 

the top of the concrete for Morgan Ki11 for intensities of 100% and 200%, respectively. 

In order to determine the stfiess of the comection, a regression line going through the 

ongin was estimated fkom the data. For the seismic tests, a s tf iess of 27 kN-mm was 

calculated by interpolating the dope of this line. In figures displayed below, base shear 

value of 54 kN corresponded to a relative displacement of 2 mm. Therefore, this stifniess 

value of 27 kN enabled the pin connection to be numencally modelled and the validation 

of the results to be performed. Chapter 11 discusses the numencal modehg procedure. 



Relative Dis placement Pin - Top of Concrete (mm) 

Figure 10.12 Hysteresis Curve of the Relative Displacement Between the Pin and 

the Top of Concrete for Morgan Hiil 100% 

- L d . 2  

Relative Dis placement Pin - Top of Concre te (mm) 

Figure 10.13 Hysteresis Curve of the Relative Displacement Between the Pin and 

the Top of Concrete for Morgan Hiii 200% 



11.1 Introduction 

Numerical modehg  was performed with the use of the RUAUMOKO computer 

program [Cm, 19951 to validate the seisrnic response nom the experimental results of 

the reinforced concrete bridge piers. In this chapter, the methodology and the 

development of the final models that were considered in the numerical analyses are 

discussed. Furthemore, the resdts fiom the computer models are investigated and 

compared to the correspondhg measured values of the tested specimens. By perfomhg 

numerical modelling, a better understanding of the behaviour of the reinforced concrete 

bridge column can be drawn. Numerical modelling also gives researchers an ability to 

reaiistically simdate the existing structures. 

11.2 Non-Iinear Dynamic Analyses 

In this section, a description of the numerical modelling performed on the 

reinforced concrete bridge pier is described which best represented the experimentally 

tested structure. The modifications used in the RUAUMOKO model are briefly 

described and the hysteresis model used is presented. The parameters used in the 

hysteresis model including moment, cuwature and initial e e s s  factors are also given. 

Furthemore, the different modincations that were introduced fiom the existing model 

are explained and discussed. Changes, in regard to the measured na- fiequency of 

the structure, are described and the numencd values used in the model are justified. 



11.2.1 Hysteretic Modet 

The RUAUMOKO cornputer program was used to investigate the non-linear 

response of the reùiforced bridge pier specimen. By using the recorded table acceleration 

as the excitation, a piece-wise the-history response of a non-linear, two dimensional 

fiame structure could be calcuiated which simulated the experirnental results. Figure 1 1.1 

shows the MUT0 Mut0 et al., 19731 degradiing tri-linear hysteresis d e  which was used 

for the non-linear analyses. The Muto degrading tri-linear hysteresis d e ,  show below, 

is the equivalent of the moment - curvature mode1 used in the preliminary analysis, as 

described in Section 6.2.1. 

With no 
opposite yield 

Figure 11.1 Muto Degrading Tri-linear Hysteresis Mode1 

The envelope for the hysteresis mode1 was adapted from the base shear - relative 

displacement hysteresis loops &om the quasi-static test. Verification of the initial 



fiom LVDTs positioned at the three various section on the column's suTface and fiom 

preliminary push - over analyses. The moment - curvature relationship of the column 

are simplined by the tri-linear model and adapted to the Muto hysteresis d e .  

Table 11.1 gives the values for the moment, curvahues and the stifbess 

coefficients, which corresponds to the hysteresis model. The Muto model is Limited with 

one numerical input value for the cracking and the yielding stiffiiesses, therefore, an 

average was calculated between the positive and negative stiffhess coefficients and 

inputted into the data file. The post-yielding stiflhess, r, was unable to have a negative 

slope, as seen in the quasi-static hysteresis loop, therefore, a value of zero was used. The 

hysteresis model gives the abîlity to input positive and negative values for the cracking 

and yielding moments. Therefore, a closer simulated model could be achieved my 
- 

inputthg the merent  moments 3Ïom the unsymmenicai section. ihe a c d  seceon 

properties were used as the initial stiffhess. The cracking moment could not be clearly 

identified from the quasi-static tests, therefore, the analytical values were used in the 

numerical modelling. The yielding moments and the corresponding curvatures were 

calculated directly fkom the base shear - relative displacement hysteresis Ioops fiom the 

quasi-static tests. The post-cracking stifniess coefficients were subsequently calculated 

fiom the cracking and yielding moments CO-ordinates. 



Table 11.1 Summary of the Muto Hysteresis Modeiiing Parameters 

Mcr MY a r 

W-m) W-m)  post-cracking post-yielding 

Positive 16.6 70.3 0.007 0.00 

Negative - 14.8 -68-4 0.007 0.00 

11.2.2 Compter Modelling 

ModifÏcatiom were done on the existing model to best represent the achial 

response of the tested specimens. Minor adjustments were made in the height of the 

coiumn anci iiir iongin oî hl: h r d  iiuir h r i i  ilie ~ i ~ h g  ni&&. Diis ta âttAâb2ity 

of the HSS section needed in the prestressing system, the length of the fixed link was 

therefore increased by 12 mm to correspond with the actual length. 

The recorded table accelerations were used at excitations for the RUAUMOKO 

rnodelling to generated the same seismic loadings as applied to the specimens. The input 

had an time step of 0.002 seconds and was filtered with the use of the U2 program FDI, 

19933. 

In order to model the slipping which was experienced at the pin 

connection, a spring was introduced into the model as seen in Figure 1 1.2. This spring 

was placed between the top of the column (above the prestressing system) and the 

concrete blocks. To represent the lateral inertia loads, the concrete blocks (mass of 60 

kN) were modelied with roller connection in the horizontal direction. A sMbess of 27 

kN/m for the pin comection was determuied by calculating the slope of the hysteresis 

curves of the relative displacement between the pin and the top of the concrete versus the 

base shear, as described in Section 10.3.7. By placing a spring into the model to 



represent the slipping at the pin comection, it was possible to reduce the fiequency of 

the system. The original model which was used for the preliminary analyses had a 

fiequency equal to 12.5 Hz, which assumed a fixed comection between the pin and the 

top of the concrete. Therefore, by introducing a spring with a sti-ffiiess of 27 kN-mm, the 

fkequency reduced to 8 fIz, which corresponds to the rneasured values of the specimens 

determined fiom the white noise tests (see Section 8.5.1). 

The damping ratio was also modified fiom the value o f  the initial model. The 

damping ratio was increased fiom the original value of 5% to a value of 12%, which 

corresponds to the average value of the damping tests performed prior to each seismic 

tests. 

\ 
I I 

fixed link 

261 mm 
Note: An axial load of 120 kN 

l was applied to the column l 

Figure 11.2 Computer Mode1 



Two models were developed for the non-linear analysis. The first one, identifïed 

as "Ruaumoko", is the final model in which a spring was introduced with a stifiess of 

27 kN-mm (fiequency of 8 Hz) and a damping ratio of 12% The second model 

resembled the model used in the preliminary analyses, entitled "Ruaumoko (5% 

damping, no spniig)" in which the spring was not introduced (fiequency of 12 Hz) and a 

more realistic damping of 5% was used, with modifications to the column height and the 

length of the fked link. 

11.3 Cornparison of Final Mode1 to Experimental Results 

In this section, the models are compared to the experimental results by 
rc. investigatùig the resuits of their corresponding pin acceieration anci cïispiacemenrs. me 

comparisons are ill-ted by the seismic loading for the two specimens tested at +20°c 

(specimen # 2 and specimen # 3). The time histones for specimen # 2 were plotted for 

60 seconds, which included the Adak and the Morgan Hill series of tests (Adak 100%, 

200% and Morgan Hill 100%, 200% and 400%). The time histones for Specimen # 3 

were plotted for 30 seconds and included the Atkinson series of ground motions 

(Atkinson 100%, 200%, 300% and 400%). To realistically model the loading applied to 

the specimens, the models which were used in the non-linear analyses were 

consecutively loaded with an appropnate lap time given between each ground motion, as 

perfonned in the experimental tests. 

Figures 1 1 -3 and 1 1.4 display the comparisons between the experimental results 

and the results fiom the two non-hear models of the pin acceleration and displacement, 

respectively, for specimen # 2 (Adak and Morgan HiIl). Figures 1 1.5 and 1 1.6 present 

the comparisons between the experimental results and the results from the two non- 



linear models, for the pin acceleration and displacement, respectively, of specimen # 3 

(Atkinson). 

In each of the figures, little difference can be seen between the two non-linear 

computer models, the nrst model, which had a fkquency of 8 Hz and a damping of 12% 

and the second model, which had a fiequency of 12.5 Hz and a damping of 5%. The 

similarities between the time histones fiom the two models resulted fiom the hi& 

fiequencies of the hputted ground motions. The change in the dampuig ratio (12% to 

5%) and the column's nahual fiequencies (12.5 Hz to 8 Hi) caused Iittle effect on the 

computer resuits due to the hi& fiequencies levels of the chosen earthquakes. 

When comparing the three tirne-histories fiom each of the figures, it is evident 

that as the intensity of the ground motion increases, the correlation behveen the 

measured values and the values generated fiom non-linear analysis deviate fiom each 

other. The explmation for this trend is that the RUAUMOKO model was unredistic in 

the modehg  for the failure modes expenenced by the specimens. The failure of the 

colurnn seen in both the quasi-static and seismic tests, was bond failure of the 

reinforcement. The RUAUMOKO computer prograrn could not adequately model this 

phenornenon. Various features in the cornputer program, such as strength degradation, 

were used to reproduce the slipping which occurred at the higher uitensity tests, but 

udortmately, improvements in the correlation between the non-linear model and the 

experÿnentai results could not be made. At the lower intensities, Adak 100 % and 

200%, Morgan Hill 100% and Atkinson 100%, a closer correlation was seen because the 

slipping of the reinforcement was not as predominate, as was the case with the higher 

intensities. For the lower intensity ground motions, the percent differences between the 

measured values and the values produced by numencd modeiling were in the range 

between 25% - 35%. 



For the overall behaviour of the specimens, major structural failure did not occur 

at the intensities as predicted, due to the fact that the unforeseen slipping occurred at the 

pin connection. Therefore, the true lateral inertia load was not applied to the specimen 

as anticipated. Due to the slipping which occurred at the pin connection, the pre- 

cdculated fiequencies of the column was decreased, thus changing the energy level the 

column would experience. 

The overall failure of the specimens coincided with the behaviour seen in the 

quasi-static tests. The performance of the reidorced concrete columns was govemed by 

bond failure of the longitudinai reinforcement, due to the lack of confinement of 

transversal reinforcement. The large çtimip spacing, with respect to the height of the 

lapsplice, did not produce enough cohement ,  which in hini, lead to failure of the 

specimens at oniy 2/3 of their nominal Dexural resistance. 



Specimen # 2 (Adak and Morgan Hill) 
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Figure 11.3 Pin Acceleration (g) for Specimen #2 (Adak and Morgan HU) 



Specirnen # 2 (Adak and Morgan HiIl) 
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Figure 11.4 Pin Displacement (mm) for Specimen #2 (Adak and Morgan Hill) 



Specimen #3 (Atkinson) 
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Figure 11.5 Pin Acceleration (g) for Specimen #3 (Atkinson) 



Specimen #3 ( Atkinson) 
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Figure 11.6 Pin Displacement (mm) for Specimen #3 (Atkhson) 



CHAPTER 12 

CONCLUSIONS 

12.1 Introduction 

In this research project, experimental modeiiing and testing were perfomed to 

better undersiand the seismic behaviour of reidorced concrete bridge piers under 

simulated winter conditions associated with Eastern North America, In order to address 

the various concerns which accompany reinforced concrete structures which are 

seismically loaded at low temperatures, the research project was divided into two distinct 

sections. The k s t  being focused on the material characteristics of concrete and 

reinforchg steel under the combined effects of high strain rates and low temperatures. 

The second section involved the fabrication of eight bridge piers which were 

dimensioned following simulation requirements. Four of these specimens were 

subsequently tested under seismic loadings to determine their behaviour and to give the 

ability to draw cornparisons between the mode1 specimens and the existing structures. 

12.2 Material Characteristics 

Investigations were carried out to determine the materiai characteristics of 

concrete and reinforcing steel when they are subjected to hi& strain rates similar to 

earthquake loading and low temperature cornmon to Eastern North America. Twenty- 

four difEerent monotonie tests were conducted on concrete and reinforcing steel 

specimens, which encompassed the various loading rates typical of earthquake 

excitations and temperatures, which represented summer and winter conditions. With 

the use of data acquisition systems, completed stress-strain curves were plotted, which 

allowed for cornparison between tests perfonned under different parameters. Equatiom 



developed fiom the test results using multi-hear regression formulas to mode1 the 

govemhg tends. 

From the results of the tensile tests perfomed on reinforcing steel coupons, it was 

seen that the combined effects of e n  rate and low temperature is an increase in both, 

the yield strength and the ultimate strength of the steel. The yield and ultimate stresses 

increased by 22% and 12%, respecfively, when the strain rate increased from 80 x 10" Is 

(quasi-static) to 0.1 /s (upper limit for earthquake excitation) and the temperature 

decreased fiom +20°C to -40°C. Contrary to these results, the ultimate tensile main and 

Young's modulus of the reinforcing steel was not significantly influenced by the 

combined effects of strain rate and temperature. 

Compression tests perforrned on concrete cylinders proved an uicrease in both the 

compressive strength and the Young's modulus when subjected to both, high strain rates 

and low temperatures. As the main rate increased from a quasi-static condition to an 

extreme seismic condition and the temperature decreased from +20°C to -40°C, the 

compressive strength of the concrete increased significantly by 91%. The Young's 

modulus of the concrete also showed increases when the strain rates were at 0.02 /s and 

higher and the temperature was below -20°C. On the other hand, there was no evidence 

that the ultimate compressive strain (strains which occurs at maximum stress) is affected 

by combining strain rate and temperature. 

12.3 Recommendations for Material Testing 

Although the results for monotonic tests on concrete and reinforced steel proved 

to introduce new information on the combined effects of strain rate and temperature, 

more research is still warranted in this field. Investigations should be focused on the size 



effects (aggregate size, cylinder diameter, concrete strength, bar diameter, etc.) of the 

results obtained in this study. Also, the influence on the moisture content within the 

concrete shouid be fbrther studied. Procedures other than monotonic tests, such as cyciic 

loading, can also be performed to determine if similar behaviours can be observed. 

Furthemore, the extrapolation of the basic monotonic and cyclic stress-main behaviours 

of reinforcing steel and concrete should be perfonned on the complete responses of 

reinforced concrete rnembers under earthquake-type excitations at low temperatures. 

12.4 Testing of Mode1 Specimens 

The vast majority of reuiforced bridge piers in Eastern North Anmica were 

constnicted prior to recent seismic provisions in design standards, resulting in inadequate 

transverse reinforcement in the plastic hinge regions of these columns. The th that 

these columns were susceptible to shear filures, coupled with the uncertainty of the 

column's behaviour at low temperatures, lead to experimental testing of modeIied 

specimens to better interpret the response of an existing bridge pier under redistic 

conditions. 

Reinforced concrete bridge piers were modeUed following simulation 

requirements and experimentally tested under quasi-static and seismic conditions. Three 

different ground motions were selected for the seismic tests from preliminary analyses to 

represent eastern and western earthquakes. The seismic tests were conducted at both 

+20°C and 40°C to investigate the influence of temperature on structure during 

earthquake excitations. Wit h the use of numerous instrumentation devices, an accurate 

response of the colurnn was recorded during each test. 

The expenmental result s £?om the quasi-st atic tests indicated that the governing 

failure mode was due to a bond f ~ l u r e  of the longitudinal reinforcement of the concrete 



columns relative to the dowel bars of the foundation. As a consequence, a maximum 

shear force of 80 kN was recorded at a ductirity (p) of 1.5, which corresponds to 

approximately 2/3 of the nominal flexural resistance of the reinfiorced concrete section. 

Vertical cracks, indicating slipping of the reinforcement appeared at ductiiity (p) of 1.5, 

which coincided with the maximum base shear value. Subsequently, rapid strength 

degradation was observed under cycfic loading f i e r  the maximum shear force was 

reached. The degradation followed a common pinched hysteretic behaviour with very 

poor energy dissipation capacities. Data nom strain gauges positioned at various 

position on the dowel and longitudinal bars demonstrated bond fdure  nom the 

significant decrease in the strain level of the dowel bar compared to the longitudinal bar 

at a ductility (p) of 2. Results fkom moment-curvature analyses showed large curvatures 

at the base of the column, with decreasing curvatures for sections farther fkom the base, 

which also indicates slippage of the bars. Lack of confinement was also observed over 

the splice region due to insufficient transverse reinforcement. As a result, the ultimate 

curvature developed within the plastic hinge region was lirnited by the strain at which the 

cover concrete began to spall(0.5% çtrain). 

Three specimens were seismically loaded with three different ground motions and 

at two temperahires, +20°C and 40°C. Test results proved that the columns, which 

were seismicdy loaded, followed similar failure modes as were seen with the quasi-staric 

tests. The results fiom the strain measurements of the dowel bars indicates that the 

goverriing failure mode was characterized by a slip between the longitudinal bars of the 

column and dowel bars at the foundation level due to the low level of strains in the 

reinforcement. Low strain levels measured in the stimips indicates the insignificant 

in£iuence of the lateral confining steel in the plastic hinge region to increase the c o l m ' s  

ductiïiity. Furthermore, an influence of the change in temperature was also observed 

between similar tests. The test results showed an increase in the pin acceleration and 

lower drift ratios at -40°C, compared to the results at +20°C. An explmation of this 



trend could be offered fiom the results found fiom the material tests on concrete 

cyhders at high strain rates and low temperatures. At lower temperatures, the Young's 

modulus of the concrete increases, consequently increasing the stifniess of the specimen, 

thus, resulting in a decrease in the drift ratio and higher fiequencies at these lower 

temperatures. 

Numerical modelling was performed with the use of the RUAUMOKO computer 

to validate the seismic response of the experimental results. Although various aspects 

within the computer prograrn were used to simulate the specimen's actual response, close 

correlation between the measured and the numerically modelled results could not be 

generated. It was seen that as the intensity of the ground motion increased, the measured 

values and the values produced fkom computer program began to deviate from each other 

due to increase slipping which occurred at the pin connection at the top of the pier 

specimen. 

The overall behaviour of the specimens coincided with the behaviour of the quasi- 

static tests, with the governing failure occurring due to bond failure of the longitudinal 

reinforcement. Furthemore, major structurai failure did not occur at predicted 

intensities, largely due to the unforeseen slipping at the pin connection. Also, the 

cofumns did not have the capacity to reach the nominal flexural resistance due to the lack 

of confinement in the plastic hinge region. The insufiicient transverse reinforcement was 

also a contributing factor in the bond failures of the reinforcernent. Also, when 

considering the change of the temperature parameter, Iittle influence on the behaviour of 

the column was observed dunng the seismic tests when the temperature decreased fiom 

+20°C to -40°C. 

When interrupting the results obtained nom the quasi-static and seismic tests, 

correlation between the mode1 and the prototype: the response of the existing bridge pier 



would behave similar to the response of the model and the major mode of failure of the 

prototype would be bond fdure of the reinforcement. By applying the scaling laws to 

the reinforcement, the behaviour of the rebar due to the complexity of the bond 

mechanism (chemical adhesion, mechanical bond, etc.) would be improve in the model, 

therefore, resulting in bond failure in prototype at an earlier level of ioading. Also, at low 

temperatures, the compressive strength of the concrete increases causing irnproved bond 

of the reinforcement. AIthough there is sorne uncertainty about the level of increase of 

the bond stress in the mode4 it was ascertained that the similar failure modes would occw 

in the prototype at lower loading levels as was seen in the model. 

12.5 Bridge Pier Recommendations 

Aithough information on the seismic behaviour of reinforced concrete bndge piers 

is advan~ing, knowledge on the eEects on these structures under actual earthquake 

loadings are stiil rather limited. Many aspects are still unknown with respect to the effect 

of temperature on behaviour of bridge piers. 

Further tests should be canied out with similar specimens and set-ups, but an 

increase effort should be taken to ensure a proper connection between the top of the 

column, the pin and the concrete biocks. Although numerous seismic tests were 

performed on the specirnens, many of the measured values were skewed due the slipping 

nom the improper pin connection, therefore, further testing is warranted. 

Experimental tests should be conducted to determine the performance of 

reinforced concrete columns designed with recent seismic provisions (such as, increased 

concrete confinement) and compare the resdts to similar structures designed without 

these provisions to see ifcoincidhg failure modes are observed 



Further information is needed on the comparisons between models and prototype. 

Experimentd tests should be performed to veriS, the validity of the expenmental values 

when a direct scalùig of the protosrpe is not used (Le. reinforcing bar diameters and type, 

concrete aggregate size, etc.). 

An investigation on the retrofitting techniques should also be studied. Various 

techniques such as steel and composite jacketing and increasing the columns section over 

the lap-splice proved to be viable solutions in improving the confinement of the concrete 

section. Tests should be performed to better understand the response of these techniques 

under earthquake excitations and at low temperatures. 
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APPENDIX B 

POWER SPECTRAL DENSITY 
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Figure B.6 Power Spectral Density - Specinien No.3 - before 100% Atkinson 
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Figure 8.8 Power Spectral Density - Specirnen No.3 - after 200% Atkinson 
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APPENDIX D 

M E A S W D  SEISMIC TIME HISTORIES 







Table D.1 Envelope of Values for Seismic Tests at +20°C (cont.) 

Test No. Specimen Ground Motion Max Strain Starter Bar Max Strain Starter Bar Max Strain Starter Bar 

No, (section 1) (section 2) (section 3) 

(CIE) (PE) (FE) 

(+ve) (-ve) (+ve) (-v4 (+v@ ( - 4  

Tl 0-3 2 Adak 100% 49.9 -27,9 42.4 -23,8 44.7 -25.5 

T 1 0-6 2 Adak 200% 106.8 -50.6 71,l -43 .O 73.0 -46.8 

T l  1-1 2 Morgan Hill 100% 133.5 -53.8 69.9 -45.2 71 .O -49,2 

Tl  1-4 2 Morgan Hill 200% 227.3 -59,2 155.9 -58,3 119 -62,3 

T l  1-7 2 Morgan Hill 400% 5546 - 156.6 5574 -878 5717 -410.6 

T 12-3 3 Atkinson 100% 77.7 -3 1.4 15.0 -4,4 O O 

T 12-6 3 Atkinson 200% 123S -5 1.3 30.3 -9,8 99.7 -40,2 

T 12-9 3 Atkinson 300% 296.8 -48.5 441 -30,2 186 -52,4 

T12-12 3 Atkinson 400% 4511 - 155 4582 -86.4 4580 550 



Table D.1 Envelope of Values for Seismic Tests at +20°C (cont.) 

Test No. Specimen Ground Motion Max Strain Stirrup Bar (section 1) Max Strain Stirmp Bar (section 2) 

No. (w) (P) 

(+ve) (-ve) (+ve) 

Tl 0-3 2 Adak 100% O O O O 

T 1 0-6 2 Adak 200% O O O O 

Tl 1-1 2 Morgan Hill 100% O O O O 

Tl  1-4 2 Morgan Hill 200% 30,5 -28.4 11,3 -2,9 

Tl  1-7 2 Morgan Hill 400% 120.8 -2,4 2.7 -2.0 

T 12-3 3 Atkinson 1 00% 16.7 -7,2 O O 

T 12-6 3 Atkinson 200% 31,2 -9,8 1,9 -2,2 

T 12-9 3 Atkinson 300% 38.5 -34.0 3,O -2,7 

T12-12 3 Atkinson 400% 4472 -58,5 27.0 -59,4 
3 







Table D.2 Envelope of Values for Seismie Tests at -40°C (cont.) 

> 

Test No. Specimen Ground Motion Max Strain Starter Bar Max Strain Starter Bar Max Strain Starter Bar 

No. (section 1) (section 2) (section 3) 

(FE) (W (J*@ 

(+ve) (-ve) ( ' ~ 4  (-ve) (+ve) (-ve) 

T13-1 4 Adak 100% 57,3 -3 1.5 26,l -28.5 21.7 -23,6 

Tl3-2 4 Adak 200% 134.7 -50,2 99.5 -42,9 72.6 -34.5 

T14-1 4 At kinson 1 00% 100.5 -202.7 3 6 8  -28.4 31,O -27,3 

Tl 4-3 4 Atkinson 300% 275.6 -64,2 130,8 -67,7 1 13.7 -63,9 

T14-4 4 Atkinson 400% 228.3 -74.8 132.8 -88.7 1 16.7 -78.9 

T 14-5 4 Atkinson 500% 667.3 -77.1 238,6 -97.9 237.3 -83.4 

T 1 4-6 4 Atkinson 600% 1247 -4068 4583 -133,9 290,7 -107.7 



Table D.2 Envelope of Values for Seismic Tests at -40°C (cont.) 

r 

Test No. Specimen Ground Motion Max Strain Stirrup Bar (swtion 1) Max Strain Stimp Bar (section 2) 

No. (ci&) (FE) 

(+ve) (-ve) (-ve) (+ve) 

7'13-1 4 Adak 100% 5,s -24.1 O -0 

Tl 3-2 4 Adak 200% 2,s -2.6 O -0 

T14-1 4 Atkinson 100% O -0 O -0 

T 14-3 4 At kinson 3 00% 6.6 -2, O 4,O -2.2 

T 14-4 4 Atkinson 400% 7.3 -22.3 2.8 -1 1.8 

T14-5 4 Atkinson 500% 7.1 -2.0 7,4 -2.4 

T 14-6 4 Atkinson 600% 26.2 -6.4 8.6 -1.0 
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Figure D.2 Measured Table Acceleration for Adak 100% 
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Figure D.3 Relative Displacement (Pin-Table) for Adak 100% 
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Figure D.4 Relative Displacement (Pin-Top of Concrete) for Adak 100% 
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Figure D.5 Relative Displacement (Block-Pin) for Adak 100% 



Figure D.6 Measured Strains from Starter and Longitudinal Bars (165 mm from 

the base) for Adak 100% 
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Figure D.8 Measured Table Acceleration for Adak 200% 
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Figure D.9 Relative Displacement (PinoTable) for Adak 200% 
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Figure D.10 Relative Displacement (Pin-Top of Concrete) for Adak 200% 
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Figure D.11 Relative Displacement (Block-Pin) for Adak 200% 
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Figure D.12 Measured Strains from Starter and Longitudinal Bars (165 mm from 

the base) for Adak 200% 
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Figure D.14 Measured Table Acceleration for Atkinson 100% 
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Figure D.15 Relative Displacement (Pin-Table) for Atkinson 100% 
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Figure D.16 Relative Displacement (Pin-Top of Coacrete) for Atkinson 100% 
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Figure D.17 Relative Displacement (Block-Pin) for Atkinson 100% 
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Figure D.18 Measured Strains from Starter and Longitudinal Bars (165 mm from 

the base) for Atkinson 100% 
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Figure D.20 Measured Table Acceieration for Atkinson 200% 
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Figure D.21 Relative Displacement (Pin-Table) for Atkinson 200% 
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Figure D.22 Relative Displacernent (Pin-Top of Concrete) for Atkinson 200% 
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Figure D.23 Relative Displacement (Block-Pin) for Atkinson 200% 
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Figure D.24 Measured Strains from Starter and Longitudinal Bars (165 mm from 
the base) for Atkinson 200% 
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Figure D.26 Measured Table Acceleration for Atkinson 300% 
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Figure D.27 Relative Displacement (Pin-Table) for Atkinson 300% 
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Figure D.28 Relative Displacement (Pin-Top of Concrete) for Atkinson 300% 
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Figure D.29 Relative Displacement (Block-Pin) for Atkinson 300% 
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Figure D.30 Measured Strains from Starter and Longitudinal Bars (165 mm from 
the base) for Atkinson 300% 
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Measured Table Acceleration for Atkinson 400% 
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Figure D.33 Relative Displacement (Pin-Table) for Atkinson 400% 
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Figure D.34 Relative Displacement (Pin-Top of Concrete) for Atkinson 400% 
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Figure D.35 Relative Displacement (Block-Pin) for Atkinson 400% 
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Figure D.36 Measured Strains frorn Starter and Longitudinal Bars (165 mm from 
the base) for Atkinson 400% 
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Figure D.38 Measured Table Acceleration for Morgan Hill 100% 
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Figure D.39 Relative Displacement (Pin-Table) for Morgan Hill 100% 
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Figure D.40 Relative Displacement (Pin-Top of Concrete) for Morgan Hill 100% 

Morgan Hili 100% (Block-Pin) 

Time (s) 

Figure D.41 Relative Displacement @lock-Pin) for Morgan Hill 100% 
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Figure D.42 Measured Strains from Starter and Longitudinal Bars (165 mm from 
the base) for Morgan Hill 100% 
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Figure D.43 Measured Acceleration of ïiiocic, Pin ana Top of Concreie ;or h%i9giiii 
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Fieure D.44 Measured Table Acceleration for Morgan Hill 200% 
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Figure D.45 Relative Displacement (Pin-Table) for Morgan HU 200% 
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Figure D.46 Relative Displacement (Pin-Top of Concrete) for Morgan Hill 200% 
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Figure D.47 Relative Displacement (Block-Pin) for Morgan Hill 200% 
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Figure D.48 Measured Strains from Starter and Longitudinal Bars (165 mm from 
the base) for Morgan Hill 200% 
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Figure D.49 Measured Acceleration of Block, Pin and Top of Concrete for Morgan 
Hill 400% 
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Figure D.50 Measured Table Acceleration for II 
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Figure D.52 Relative Displacement (Pin-Top of Concrete) for Morgan Hïli 400% 
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Figure D.53 Relative Displacement (Block-Pin) for Morgan Hill 400% 
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Figure D.54 Measured Strains from Starter and Longitudinal Bars (165 mm from 
the base) for Morgan Hill 400% 
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Figure D.55 Measured Acceleration of Bioei<, Pin and Top of Concrete for Àdak 

100% at -40°C 
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Figure D.56 Measured Table Acceleration for Adak 100% at -40°C 
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Figure D.57 Relative Displacement (Pin-Table) for Adak 100% at -40°C 
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Figure D.58 Relative Displacement (Pin-Top of Concrete) for Adak 100% at -40°C 
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Figure D.59 Relative Displacement (Block Pin) for Adak 100% at -40°C 
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Figure D.62 Measured Table Acceleration for Adak 200% at -40°C 
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Figure D.63 Relative Displacement (Pin-Table) for Adak 200% at -40°C 
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Figure D.64 Relative Displacement (Pin-Top of Concrete) for Adak 200% nt -40°C 
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Figure D.65 Relative Displacement (Block-Pin) for Adak 200% nt -40°C 
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Figure D.66 Measured Strains €rom Starter and Longitudinal Bars (165 mm from 
the base) for Adak 200% @ -40°C 
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Figure D.68 Measured Table Acceleration for Atkinson 100% at -40°C 
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Figure D.72 Measured Strains from Starter and Longitudinal Bars (165 mm from 
the base) for Atkinson 100% @ -40°C 
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Figure D-73 Measured Acceieration of Block, Pin and Top of Concrete for 

Atkinson 300% at -40°C 
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D-74 Measured Table Acceleration for Atkinson 300% at -40°C 
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Figure D.75 Relative Displacement (Pin-Table) for Atkinson 300% at -40°C 
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Figure D.76 Relative Displacement (Pin-Top Concrete) for Atkinson 300% at -40°C 

Atkinson 300% @ -40°C (Block-Pin) 

Time (s) 

Figure D.77 Relative Displacement (Block-Pin) for Atkinson 300% at -40°C 
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Figure D.78 Measured Strains from Starter and Longitudinal Bars (165 mm from 
the base) for Atkioson 300% @ -40°C 
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Figure D.79 Measured Acceleration of Block, Pin and Top of Coacrete for 
Atkinson 400% at -40°C 
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Figure D.80 Measured Table Acceleration for Atkinson 400% at -40°C 
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Figure D.81 Relative Displacement (Pin-Table) for Atkinson 400% at -40°C 
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Figure D.82 Relative Displacernent (Pin-Top Concrete) for Atkinson 400% at -40°C 
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Figure D.83 Relative Displacement (Block-Pin) for Atkinson 400% at -40°C 
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Figure D.84 Measured Strains from Starter and Longitudinal Bars (165 mm from 
the base) for Atkinson 400% @ -40°C 
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Figure D.86 Measured Table Acceleration fer Atkinson 500% at -40°C 
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Figure D.87 Relative Displacement (Pin-Table) for Atkinson 500% at -40°C 
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Figure D.88 Relative Displacement (Pin-Top Concrete) for Atkinson 500% at -40°C 
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Figure D.89 Relative Displacement (Block-Pin) for Atkinson 500% at -40°C 
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Figure D.90 Measured Strains from Starter and Longitudinal Bars (165 mm from 
the base) for Atkinson 500% @ -40°C 
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Figure D.92 Measured Acceteration of Block, Pin and Top of Concrete for 

Atkinson 600% at -40°C 
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D.92 Measured Table Acceleration for Atkinson 600% at -40°C 
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Figure D.93 Relative Displacement (Pin-Table) for Atkinson 600% at -40°C 

Atkinson 600% @ -40°C (Pin-Top of Concrete) 
8 

1 I 

.. 
Time (s) 

Figure D.94 Relative Displacement (Pin-Top Concrete) for Atkinson 600% at -40 
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Figure D.95 Relative Displacement (Block-Pin) for Atkinson 600% at -40°C 
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Figure D.96 Measured Strains from Starter and Longitudinal Bars (165 mm from 
the base) for Atkinson 600% @ -40°C 




